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INSPECTION CERTIFICATE
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Angang Steel Company Limited

HEEITHRAEXALE#42S #B% 114002
No.42 Tuanijie Street Tiedong District 114002
Anshan. P. R. China
Tel 0086-8008900858 Fax 0086-0412-6728486

HE ERMBR YA PR S8k & BB h IE AR ) 3800% o8 1 17 # 1 i
Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
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Buyer BRRAETLFRAHRAE] Product Medium and Heavy plate Contract No. (2531217005 Certificate No. (12504110050
R NS BERER A TR h
Comsionee | EMBHERAT (ShRHED) GEEN | SRRAEREKE S ERAD Dol e on | #8L
R RS
Specification ASTM A36/A3EM License No.
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Grade A36 Date of Delivery 20250411 Weight Mode Theory
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No Pack No. Heat No. Dimensions mm. Weight Pos. | g c Si Mn P Cev Bt [o= 180 - wits
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10 -2 10 -2 ]10 -2]10 -3]10 -3]10 -2 2 a
1 S54071477000 25ND2176 10%2440+6000 1149 1 0 17 19 85 15 3 32 T111 m% 5P6013254600
&1tTotal 1149 1
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: p&d [Rp0.2 Bl sh | TS Batch No. p&d & KV2 FFYEFR SA % Batch No. p&d Batch No. %2
*2 % % % *2 *2 1 2 3 Ave
MPa | MPa 1 2 3 Ave 1 2 3 Ave %
1 S54071477000 | T141 | 340 482 | 46.5 0.71 5P1040977400 T216 | 20 147 138 146 144 5P7034087200
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*1441—7—)3%1\ OJ@FH}’FE Heat Analysis. l;‘*uuﬁj\#ﬁProduct Analysis ; *ZEtﬁ?aaL 7($ AL B -T: 3k |§Hea % ail ‘\ZTEA [5)-1:4%15) Transverse. 2:4\[6Longitudinal, 6 + BVREAI B - 14RTE1/4. 2:4R ki Bl + EEABMME-1. RE, 2. XE F2mm, 3. &
a2 E1/4. 40 BE1/2. 5. RE— gL% JE. 6. &M@ M/hF2mm, 7. EE1/3. F2 o+ A X 4-0:3 &7 Delivery Condition. TAEHUEIE PWHT. 2§§M;M%EML~1§ Max PWHT, 5 = y
Notes N\,
1. CEV=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15. 163 ﬁ&
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Re%qyairks %LE?TX@JE?‘ 584 ARNERRNTE, BEEATEERETKIZARITEBHH. The above elements only list the intentionally added elements that participate in the composite formula, b @oswte element results @s/a c% alculated according to the formula.
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LT We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions)\gleas
Description contact our company. %’




