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INSPECTION CERTIFICATE

HEEZLITHRXEA%E#42S HR% 114002
No.42 Tuanjie Street Tiedong District 114002
Anshan. P. R. China
Tel 0086-8008900858 Fax 0086-0412-6728486
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Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
TTERE AL R4 57 NS FEERER HER 1TES REILERBRES
Buyer BRRAERLTRABRAS Product Medium and Heavy plate Order No. 2480187002 Test Certificate No. CB2410300448
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Customer BRRAERLT R HHRAE] Mark No MADE IN CHINA PRODALAM Delivery Condition AR
IR MRS MERIERRBS
Specification ATA BHBO39-24 Grade LRB Inspection Certificate No. DLN2401224
 HUA&(mm) O EEES IR AR BETEMRE » pesz
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e 110 10 10 10 10 10 10 10 10 10 73:5‘5] FE/HL ?SS/ Account 722&1 c Accoun 73:5‘5] Account ﬁ*gﬂ C* [Results| Accoun
H%a;}?\l:l% = K Ceq ReH % Page ] t Page Page t Page
. i > 1 2 3 | Ave
Width | Length 10 -3 Mpa 1 2 3 | Ave Mpa
S4A284192000 133 14 89 12 5 24 11 43 16 2 T111| 308 |436 34 132 |T216] O 69 71 78 73 132
13 2440 | 12000 1839 110
24BD6596 281 4P1171787200 4P7142463100
S4A293751000 131 | 13 90 11 1 18 8 35 17 2 T111| 305 |426|34.5| | 132 T216| 0 | 76 | 76 | 88 | 80 | 132 | | | | | | | | |
14 2440 | 12000 1839 110
24CD5538 281 4P1171787500 4P7142463400
S4A293752000 131 13 ] 9 [ 1 1 18 8 35 | 17 2 T111| 305 |426|34.5| | 132 T216| 0 | 76 | 76 | 88 | 80 | 132 | | | | | | | | |
15 2440 | 12000 1839 110
24CD5538 281 4P1171787500 4P7142463400
S4A294731000 136 | 14 90 13 5 21 11 44 16 2 T111| 316 |433| 33 | | 132 T216| 0 | 73 | 80 | 71 | 75 | 132 | | | | | | | | |
16 2440 | 12000 1839 110
24BD6597 286 4pP1171787300 4P7142463200
S4A294732000 136 | 14 EY 13 5 21 11 | 44 16 2 T111| 316 |433| 33| | 132 T216| 0 | 73 | 80 | 71 | 75 | 132 | | | | | | | | |
17 2440 | 12000 1839 110
24BD6597 286 4P1171787300 4P7142463200
S4A294741000 131 ] 13 ] 9 [ 1 1 18 8 35 | 17 2 T111| 305 |426|34‘5| | 132 T216| 0 | 76 | 76 | 88 | 80 | 132 | | | | | | | | |
18 2440 | 12000 1839 110
24CD5538 281 4P1171787500 4P7142463400
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thUT ﬁx}EStandard : MCIass : | %Resu\t :
X L RS © OJBNES T Heat Analysis, 1.7 g5 #rProduct Analysis ; «2fLE Fi (6 AL E -T:3k#pHead, BEHTail + K37 E- 148 Transverse. 2:4\[ELongitudinal. 3: . 2RBEL/2. 3ARIA. 4B + EEAEMNE-
R 1. RE. 2. &E F2mm, 3. EEVA, 4. EEL2, 5. RE—ELEIE. 6. F@E MhF2mm, 7. EEL/3.
Notes
1. Ceq=C+Mn/6,
£ ERTEMGIESEEAARNBERRINTE, BESGTRERETIERANITHSE .. The above elements only list the intentionally added elements that partic
Rerﬁark composite formula, but the composite element results are strictly calculated according to the formula.
According to EN 10204 3.2 Liowd's
LA 7 Register
SN kggor
Dalian Office
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Description We hereby certify that the material has k/)een made by aln_;p;lprosed pnrocess and been satisfactorily tested in accordance with the rules of Lloyd's Register. Lleyd's Register Classification Society China Co Ltd
He Shijie
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