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JINGYE (YINGKOU) MEDIUM PLATE CO.LTD.

Oo0ooO0oo0oO0o0O0oo0oo/i15005 CERTIFICATE
Yejinstreet,Laobiandistrict,Yingkou,Liaoning,P.R.China/115005
TEL:0417-3256081 FAX:0417-3256057 NO.:DT2101501/A

uooo CUMICT STERLC USATI INC ooooooooo
PURCHASER High strength low alloy structural steel
oooo CUMICE] STEELL] USACTING YGCAZANN251085014-02
CONSIGNEE
00 (AR) nDoon 20251223
oooo/mo ASTM A572/A572M ; A572 Gr.50 DATE OF ISSUE
SPEC/GRADE
251223200530 ooooo U
GUARANTEE ORNOT YES
O O
TRAIN NO.
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WEIGHT o|lo|o 0| A| B | C|Ae
HEATNO. LOTNO. PLATENO. DIMENSION Qry K 0
9 AA -3 -3 -3 -4 -4 -3 -4 -3 -4 -3 -4 -3 -4 -2| MPa | MPa % d=3a
10 k101010 Kx10xk10Kxk10Kx10Kk10Kk10Kk10K10K1IOK1O J J J J
Rp0.2| Rm B5 180°
25311730C $5C210249 §5C21360101 16x2440x12000 1 3,678 L 162 | 191 |1370| 150 | 80 21 140 | 43 180 | 25 120 2 130 | 40 | 368 | 532 23 |0.69 | K 170 | 170 | 164 | 168
25311730C $5C210249 S$5C21360201 16x2440x12000 1 3,678 L 162 | 191 |1370| 150 | 80 21 140 | 43 180 | 25 120 2 130 | 40 | 368 | 532 | 23 [0.69 | OK 170 | 170 | 164 | 168
25311730C $5C210249 S$5C21360301 16x2440x12000 1 3,678 L 162 | 191 |1370| 150 | 80 21 140 | 43 180 | 25 120 2 130 | 40 | 368 | 532 23 |0.69 | K 170 | 170 | 164 | 168
00 (TOTALO 3 11,034
LO OO DO O SMELTING COMPOSITION BOA04=YIELD STRENGTH RATIO
0000 (GAUGE LENGTH) Lo=200 mm BOB01=BENDTEST
AOCO O 0O O IMPACTTESTO 40 O O O LONGITUDINALO O A0CO01=IMPACT TEST A
[0 CLOSE TO SURFACED O OO SIZE10*10*55 AO0C012=IMPACT TEST B
oo BOAO1=YIELD STRENGTH A0CO013=IMPACT TESTC
BOAO2=TENSILE STRENGTH A0C02=IMPACT AVERAGE
NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR Technology Center
_‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION Both BOTH VISUAL AND DIMENSIONAL INSPECTION MEET THE STANDARD REQUIREMENTS
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