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Angang Steel Company Limited
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Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
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Buyer BRRAETLFEAHRAE Product Medium and Heavy plate Contract No. C24A0086005 Certificate No. 02410230015
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Specification Q/ASB 146.6 License No.
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Grade A572Gr50 Date of Delivery 20241023 Weight Mode Theory
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,\E_ Pack !\?0. Heat I\T_o. Dimensions mm. Wﬁght Pos. | g C Si Mn P S N Nb \Y Ti Cev %E a= o it s
10 3] 10 210 2|10 3] 10 3|10 4|10 -3]10 3] 10 3|10 3 2 Batch No.
1 S4A171061000 24MD6543 14%2440+12000 3218 1 0 176 20 145 19 10 48 1 2 15 429
2 S4A171062000 24MD6543 14+2440+12000 3218 1 0 176 20 145 19 10 48 1 2 15 429
&1tTotal 6436 2
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*2 % *2 *2 1 3 Ave
Mpa | mMpa | % | % T 2 3 Ave T 2 3 | Ave )
1 S4A171061000 | T141 | 564 637 385 4P1163563700
2 | S4A171062000 | T141 | 564 637 | 385 4P1163563700
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Notes
1. CEV=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15,
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Remarks IRTENIESEEAARNERFINTE, EEETEERESHEIRARITESY. The above elements only list the intentionally added elements that participate in the composite formula, byfethg eﬁ:oswteé\ement results X;eﬁtr cti=Falculated according to the formula.
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Description Wethereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions; ﬂ
contact our company. e




