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! General carbon structural steel 

HYUNDAICORPORATION ! YGR1ZANN240583008-01 CONSIGNEE 
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CHEMICALANALYSIS% 

C Si Ma 1' S CEV Cr Mo V T'S Co Nb 10 t H ilt Vi {i'i 11  
FIEATNO. LOTNO, PLATENO. DIMENSION qw X -1 A O C Ave 

-  
•••• AA -3 -3 -3 -4 -4 -3 -3 -4 -3 -4 -3 -4 -4 MPa MPa % d=3a 

10 xlü x10 xiü x10 x10 xlü xlO x10 x00 xifl <10 x10 J J 1 J 
Rp0.2 Riii 05 100' 

24304873A 24620118 24F3004004 0x2000x12000 1 1,130 L 130 172 810 230 103 30 104 10 0 370 6 20 20 340 401 27.5 0.75 OC 104 115 111 110 

tt(1OTAL: 1 1,138 
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1L1Fj(GAUGE LENGTH) Lo=200 mm BOBO i=BENDTEST 
A0C11MPACYrEST: 20C, tKrPILONGITUDINAL, A0C00=IMPACTTESTA 

CLOSE TO SURFACE, JtSIZE10*5*55 A00012=OMPACT TEST B 
- 

BOAOO=YIELD STRENGTH A00013=IMPACT TEST C 
BOA02=TENSOLE STRENGTH A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According lo EN 00204 3,0 
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WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 
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