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No.42 Tuanijie Street Tiedong District 114002
Anshan. P. R. China
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INSPECTION CERTIFICATE
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Manufacturer: Anshan Heavy Plate Plant 2500 Line of AnSteel
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Buyer | EMEEARERZFEATRAS Product FER Contract No. | c2420012001 Cortificate Mo, | 12402070030
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Specification ASTM A36/A36M License No.
MRS pazq=t ] ITEAR BRES
Grade A36 Date of Delivery 20240207 Weight Mode Theory
B - - i - 5 LB 4> Chemical Composition (%) A%Bend
£ 35 RS HLAE (mm) H(kg)
,\E Pack No. Heat No. Dimensions mm. Weight Pes. | g C Si Mn P S Cev ﬁ’@%ﬂﬁ o= 180 ° wHits
10 2| 10 2|10 2|10 3|10 3|10 -2 b d=3a Batch No.
17| 741253191000 241D0821 6%2000+12000 1130 1 0 19 19 83 10 9 33 T111 33 4P6004781100
18| 741253192000 241D0821 6+2000+12000 1130 1 0 19 19 83 10 9 33 T111 1% 4P6004781100
19| 741253201000 241D0821 6+2000+12000 1130 1 0 19 19 83 10 9 33 T111 i3 4P6004781100
20| Z41253202000 241D0821 6+2000+12000 1130 1 0 19 19 83 10 9 33 T111 a5 4P6004781100
&itTotal 4520 4
HiffTension i Charpy & EHardness BEHEMAEZ)
N TR BEVEE]
Bl ems  uw | VR |om | ELE | e | BE 10:6+55mm ) e | e | i S
No Pack No. Hak TS | & | # |vs/ Wit ik | 2 WHits i Wits p&d| 1 2 3 Ave | gatch No.
: p&d [Rp0.2 B sh | TS Batch No. p&d C’i KV2 FTHER SA % Batch No. p&d Batch No. %2
*2 % " % *2 *2 1 2 3 Ave
MPa | MPa 1 2 3 Ave 1 2 3 Ave %
17| 741253191000 | T131 | 334 515 | 335 0.65 4P1011256600 T216 | 20 59 58 55 57 4P7010231900
18| 741253192000 | T131 | 334 515 [ 335 0.65 4P1011256600 T216 | 20 59 58 55 57 4P7010231900
19| 741253201000 | T131 | 334 515 | 335 0.65 4P1011256600 T216 | 20 59 58 55 57 4P7010231900
20| 741253202000 | T131 | 334 515 [ 335 0.65 4P1011256600 T216 | 20 59 58 55 57 4P7010231900
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*1{16})52&3‘ 0814 Heat Anal 5|s\ 1: F‘uué}#ﬁProduct /—\naly5|s ; *2&{’#?’” KB -T: 3k EfHead, B:E&RTail + iR (@ - 11§FEJ ransverse\ 2:4\mLongitudinal, 3:Z[6 + BRAEAIE - 14RFE1/4. 24R A + E}‘;?‘iﬁﬂf B-
TR . Z&E F2mm, 3. BE 10 BE2. 5. RE—AELEIE. 6. FE MFomm, 7. BEL/S + mEARERE #&75Delivery Condition. LASHURIE PWHT. 2:B AAEHUEEHY R EHALEE Min PWHT,
Notes
1. CEV=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15,
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Remarks FRTENFIESEEEARNERANNITE, BEESTEERETHBIRARITESRHE . The above elements only list the intentionally added elements that participate in the composite formula, buftsh fposite element results yw&r alculated according to the formula.
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Description We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questionsgleas: i
contact our company.




