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RIZHAO STEEL YINGKOU MEDIUM PLATE CO. LTD.
200000000000 s INSPECTION CERTIFICATE

Yejinstreet,Laobiandistrict,Yingkou,Liaoning,P.R.China/115005

—
- TEL:0417-3256081 FAX:0417-3256057 NO.:DT2101501/A
uooo SHARPMAX INTERNATIONAL (HONGKONG) CO, LIMITED ooooooo
PURCHASER General carbon structural steel
ogooa
CONSIGNEE SHARPMAX INTERNATIONAL (HONGKONG) CO,, LIMITED YGR1ZANN240583001-02
00 (AR) nDoon 20240519
oooo/mo ASTM A36/A36M-2019 ; ASTM A36 DATE OF ISSUE
SPEC/GRADE
2405197200769
o 0O
TRAINNO.
A A A
D D D D 0AO01 [0A02 [0A03
CHEMICAL ANALYSIS % 0| o |oo
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WEIGHT ololao
HEATNO. LOTNO. PLATENO. DIMENSION Qry K 0
9 AA -3 -3 -3 -4 -4 -3 -4 -3 -4 -3 -4 -4 2| MPa | MPa | %
10410 K10 k10 k1010 |10 k10 k10 K10 1010 |10
Rp0.2| Rm | BS
24106254D 2454110 24E5485001 20x2440x12000 1 4,597 L 184 | 192 | 532 | 260 | 78 97 330 8 10 1 20 20 30 | 285 | 455 [27.5
24106254D 2454110 24E5485002 20x2440x12000 1 4,597 L 184 | 192 | 532 | 260 78 97 330 8 10 1 20 20 30 285 | 455 [27.5
0o oTAyd | 2 9,194
LO OO OO0 SMELTING COMPOSITION
0000 (GAUGE LENGTH) Lo=200 mm
A0A01=YIELD STRENGTH
AOA02=TENSILE STRENGTH
oo AOA03=PRECENTAGE ELONGATION AFTER FRACTURE
NOTES
According to EN 10204 3.1
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR Mgll'iIIE_ElTJgGngiL
_‘ ‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT
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