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INSPECTION CERTIFICATE

ITBEAL CUMIC STEEL LIMITED I 2R 2 FIAR
PURCHASER General carbon structural steel
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SPEC/GRADE
240728700216
x5
TRAINNO.
B B B A A A A
0AO1 | 0AO2 0BO1 |0COL pCO12 pPCOI3 |0CO2
- CHEMICAL ANALYSTS % TRE a ik (ot (bt e
. Rk o A 4y o '
Jiaks3 5 MRS e W | | w | w|w |y
[ X c Si | Mn | P s ol oW | 5 WO E | MmO E ||
WEIGHT . )i:A Ji:A L3 A B C | Ave
HEATNO. LOTNO. PLATE NO. DIMENSTON QTY 5
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AA -3 -3 -3 -4 -4 - 4| MPa | MPa d=3a
x10 [x10 [x10 |x10 |x10 10 J I
Rp0.2 | Rm 180°
24306348A 2475339 24G7329001 32x2000x12000 1 6,029 L 169 | 199 | 837 | 270 | 81 20 272 | 459 OK 134 147 153 | 145
&t (TOTAL) = 1 6,029
L: %4> SMELTING COMPOSITION BOA04=YIELD STRENGTHRATIO
FAHFRFE (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCHH iR 5% IMPACTTEST: 20°C, ZAFJLONGITUDINAL, AOCO1=IMPACT TEST A
jfi7 CLOSE TO SURFACE, J¥~}SIZE10%10%55 A0CO12=IMPACT TEST B
R BOAO1=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0CO2=IMPACT AVERAGE
NOTES BOAO3=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WEHEREBY CERTIFY THAT MATERTAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATTSFACTORY RESULTS INACCORDANCE WITH THE REQUIR I\E,}gff U% %*;8;
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