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PURCHASER General carbon structural steel
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SPEC/GRADE
240720700180
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HEATNO. | LOTNO. PLATENO. DIMENSTON QrY . 1% EE | % " C lAve
8 AA -3 -3 -3 -4 -4 -2 -3 -4 -3 -4 -3 -4 4| MPa | MPa % d=3a
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Rp0.2 | Rm B5 180°
24306349A 2475276 24G7095001 14x2440x12000 1 3,218 L 181 218 | 845 | 230 | 86 33 29 10 1 110 8 30 20 301 471 28 ]0.64 | OK 179 | 175 | 217 | 190
24306349A 2475276 24G7095002 14x2440x12000 1 3,218 L 181 218 845 230 86 33 29 10 1 110 8 30 20 301 471 28 0.64 | OK 179 175 217 | 190
24306349A 2475276 24G7095003 14x2440x12000 1 3,218 L 181 218 | 845 | 230 | 86 33 29 10 1 110 8 30 20 301 471 28 ]0.64 | OK 179 | 175 | 217 | 190
24306349A 2475276 24G7095004 14x2440x12000 1 3,218 L 181 218 845 230 86 33 29 10 1 110 8 30 20 301 471 28 0.64 | OK 179 175 217 | 190
il (T0TAL) : 4 12,872
L: ¥4 SMELTING COMPOSITION BOA04=YIELD STRENGTHRATIO
FAHFRFE (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCHH iR 5% IMPACTTEST: 20°C, ZAFJLONGITUDINAL, AOCO1=IMPACT TEST A
jfi7 CLOSE TO SURFACE, J¥~}SIZE10%10%55 A0CO12=IMPACT TEST B
bety s BOAO1=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSILE STRENGTH AOCO2=IMPACT AVERAGE
NOTES BOAO3=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WEHEREBY CERTIFY THAT MATERTAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATTSFACTORY RESULTS INACCORDANCE WITH THE REQUIR M‘E% /*:LhLC U% %*;8;
.‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT
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