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INSPECTION CERTIFICATE
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PURCHASER ;‘A ﬁ High strength low alloy structural steel
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RATE/MES ASTM A572/A572M-2021 ; A572 Gr.50 e, JELVERY QONQUION DATEOFISE
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HEATNO. LOTNO. PLATENO. DIMENSON Qry K e
9 AA 2 2 2 3 -4 3 3 2 3 -4 -3 -4 3 4| MPa | MPa| %
10k10k10K10Kk10k10K10k10k10K10Kk10k10K10K10
Rp0.2| Rm | B5
24206323A $48030003 $4802480101 8x2440x12000 1 1,839 L 14 18 | 149| 20 31 13 38 39 9 140 | 32 40 2 120 409 | 555 | 22
24206324A S48030005 S4802486101 8x2440x12000 1 1,839 L 16 18 | 138 17 45 12 28 40 7 130 | 25 30 1 110|409 | 569 | 22
Ait(ToTAD: 2 3,678
L: f&am% SELTING COMPOSTION
RI{BFREE(GAUGE LENGTH) Lo=200mm
AQAOI=YIELD STRENGTH
AOACZ=TENSLE STRENGTH
pEp AOAO3=PRECENTAGE ELONGATION AFTERFRACTURE
NOTES
Accordingto EN 10204 3.1
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WEHEREBY CERTIFY THAT MATERIAL DESCRIBED HASMANUFACTURED AND TESTED WITH SATISFACTORY RESULTSIN ACCORDANCE WITH THEREQUIR
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