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INSPECTION CERTIFICATE

TR CUMIC STEEL LIMITED W B 2 5 H AN
PURCHASER General carbon structural steel
KA
s
CUMICSTEEL LIMITED —
CONSTGNEE YGR1ZANN240683004-02
A H
L (AR) 2R H 20240727
i o e
AR/ i ASTM A36/A36M;ASTM A36 DATE OF ISSUE
SPEC/GRADE
240727700648
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TRAINNO.
YRS B B B B B A A A A
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CHEMICAL ANALYSTS % B | WOk | R | a |ehd b (b bl
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D X c Si | Mn | P S |CEV | cr [ Mo | V | N |cu [N [T |ummo[wmo| K|l |||
WEIGHT X ¥ | | % w [ A | B | C |a
HEATNO. |  LOTNO. PLATENO. DIMENSION QTY . 5 E B % a ve
€ AA 3 3 3 -4 K 2 3 K K 4 3 N 4| MPa | MPa | % d=3a
x10 [x10 [x10 [x10 [x10 |x10 x10 |x10 [x10 |x10 [x10 [x10 [x10 ] ]
Rp0.2 | Rm B5 180°
24205515A S47120065 S4712115101 8x2440x12000 1 1,839 L 144 166 845 200 67 29 24 30 2 130 11 20 20 314 464 26 0.68 | OK 74 75 64 71
24205515A S47120065 S4712115201 8x2440x12000 1 1, 839 L 144 166 845 200 67 29 24 30 2 130 11 20 20 314 464 26 0.68 | OK 74 75 64 71
24205515A S47120065 S4712115301 8x2440x12000 1 1,839 L 144 166 845 200 67 29 24 30 2 130 11 20 20 314 464 26 0.68 | OK 74 75 64 71
24205516A S47120076 S4717031101 8x2440x12000 1 1, 839 L 134 161 836 190 42 28 44 20 2 190 8 20 20 319 458 29 0.70 | OK 87 93 78 86
242055167 S47120076 S4717031201 8x2440x12000 1 1,839 L 134 161 836 190 | 42 28 44 20 2 190 8 20 20 319 | 458 29 [0.70 | OK 87 93 78 86
il (TOTAL) 5 9,195

L: ¥R SMELTING COMPOSITION
PLAHARIE (GAUGE LENGTH) Lo=200 mm

AOCH 7 1R B IMPACTTEST: 20°C, 4\ [LONGITUDINAL,
JE# CLOSE TO SURFACE, JR~FSIZE10%5%55

bety s BOAO1=YIELD STRENGTH

BOAO2=TENSILE STRENGTH

BOAO4=YIELD STRENGTHRATIO
BOBO1=BENDTEST
AOCO1=IMPACT TEST A
A0CO12=IMPACT TEST B
AOCO13=IMPACT TEST C
AOCO2=IMPACT AVERAGE

NOTES BOAO3=PRECENTAGE ELONGATION AFTER FRACTURE

According to EN 10204 3.1
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WEHEREBY CERTIFY THATMATERIAL DESCRIBED HAS MANUFACTURED AND TESTEDWITHSATISFACTORY RESULTS INACCORDANCEWITH THE REQUIR hdlé'lr /l:fLC U;R %l;g/;
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