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BENGANG STEEL PLATES Co., LTD
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INSPECTION CERTIFICATE

T TAARENF L X MEREE HF 48117000
Gangtie Road ,Pingshan District,117000
Benxi City,Liaoning Province,P.R.CHINA
EXZREBIA/TEL NO : 024-47830097

& ASRARAE B BR/A S HGESL Fl & 1 T # 2 71
Manufacturer: BENGANG STEEL PLATES CO.,LTD. HOT ROLLING MILL
TTEREB AL R4S NS AEANINS = EBIR #ELIR IERBRS
Buyer BRRARRLTFRARRADEREN AT Product Hot rolled steel sheet Certificate No. B02505200637
L N N TR #EL ERRS
Consignee BRRARRE TR AHRASREZD AT Delivery Condition AS ROLLED Contract No. B2540525020
BB 5 I\ N HESR KIREE mEs
Customer BNRARGEFTRHAERNDREDANF Weight Mode Actual Weight Purchase No. R2504BC286BX
RAE =k BR#tRS
Specification Q/BB 270-2022 Date of Delivery 20250520 Ins.Lot.No.
s ASTM A36 = i EA3076
Grade *5 e
= TCZ K2 Chemical Composition (%)
< e e 2k | K& [ mpH | c [ s [ M| P | s | As
No Pack No. Heat No. Weight Sheets E-3itl}
' C.C.T. |10 -2]10 -2]10 -2|10 -3|10 -3|10 -3
1 250503382]3 2523200 4545 16 0 7 1 46 10 13 31
2 250503385]1 2523200 4825 17 0 7 1 46 10 13 31
3 250503385]2 2523200 4825 17 0 7 1 46 10 13 31
4 250503385]3 2523200 4545 16 0 7 1 46 10 13 31
5 250503387]1 2523200 4825 17 0 7 1 46 10 13 31
6 250503387]2 2523200 4825 17 0 7 1 46 10 13 31
&1t Total S &E&8Total Weight 28390 S EHTotal Gross Weight | 28390 | 25K %] Total Sheets 100 |
; FIfRIATE Tensile Test AERE At SRR T TN BE
n 3 ;
Bt Size B J— Bend Test Impact Test Sample Size(mm) AL DWTT Hardness
=3 e rE FREE: 50mm
=] ==
- PackNo,  [BE [ & | ®& [Pl TR | .o 180 - - HEY 0) e HUIL
o Thick |Width| Length ocna ° Dﬁr‘ﬂ YS. ?SLL BKEREL| Rl 18 /flg Impact Energy Impact SA % 18 j{*n SA%
irect Rel e (%) Y.S/TS. Direction é‘o Direction é
mm m on s d= 3a 1 2 3 Ave 1 2 3 Ave 1 2 Ave
1 250503382J3 12 | 1000 3 B T 297 411 57.5 OK
2 250503385J1 12 | 1000 3 B T 297 411 57.5 OK
3 250503385J2 12 | 1000 3 B T 297 411 57.5 OK
4 250503385J3 12 | 1000 3 B T 297 411 57.5 OK
5 250503387]1 12 | 1000 3 B T 297 411 57.5 OK
6 25050338712 12 | 1000 3 B T 297 411 57.5 OK
%ﬂﬂﬁﬂiiﬁﬁﬁﬂft &, R THL FEREZER
. et . BRI ABEEEN.
#ix RERFILSEEEARNERANTE, EEATREREREARNITESBY. 88 WE HEREBY CERTIFY THAT MATE s BEEN
Remarks Description MANUFACTURED AND TESTED FACTO IN
ACCORDANCE WITH THE STANPARI CHNIQUE EF IV Y SEAL
THE PRODUCT QUALITY CERTI GRS
X3 228 (C.C.T.=Chemical Composition Type) . O-Xale20 AT Heat Analysis 1.7 sn2> FrProduct Analysis,
FHIRIE (Tensile Test) : Y.S.=Yield Strength T.S.=Tensile Strength EL=FElongation G.L.=Gauge Length;
AR BRI B (Sample Location): B=Bottom B&B T= Top k& M= Middle H&E; RERIERRA 1\ j e
Notes EI‘EJ(Direction): L= Longi(#Alg)) T= Trans(t#[a) 3= 30° To The Rolling Direction(5%L# A EAK30°) 8=2M@ 9= Ha+##EE 0= 54\@AH60 Quality Manager Jf"u e
I,
D= 45° To The Rolling Direction( 5%L# 7715 5{45° )




