
SHANDONG IRON AND STEEL COMPANY LTD LAIWU COMPANY
              MILL TEST CERTIFICATE

TO: SEAMETAL SAN. VE DIS TIC. LTD. STI. DATE OF ISSUE：Nov.8, 2025 PAGE:1/1 0343/14
COMMODITY : HOT ROLLED STEEL W BEAM
QUALITY STANDARD:ACCORDING TO ASTM A572/A572M-2018 GR.50                NO.: BWSJP2510171466700
TOLERANCES: ACCORDING TO ASTM A6/A6M-2024

CHEMICAL COMPOSITION(%) MECHANICAL PROPERTIES 
HEAT SIZE LENGTH NO. OF NO.OF WEIGHT IMPACT J   

TEMPERA-TURE  
( 20℃)

 TENSILE YIELD ELONGATION
NUMBER C Si Mn P S Cr Ni Cu V CEV STRENGTH STRENGTH
(CAST) (MM) (M) BUNDLES PIECES (MT) (MPa) (MPa) (%)

H251-00256 W8X18 12 16 2 10.214 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 141 126 142 554 398 27.5 

A252- 09642 W8X24 12.000 
12 2 10.339 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 143 138 139 546 384 27.5 
10 1 4.308 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 140 136 149 550 392 27.5 

A251 -08392 W8X31 12.000 
8.000 2.000 8.851 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 143 138 139 546 384 27.5 
6.000 1.000 3.319 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 140 136 149 550 392 27.5 

A251-08339 W8X40 12.000 
8.000 2.000 8.496 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 143 138 139 546 384 27.5 
6.000 1.000 2.832 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 140 136 149 550 392 27.5 

A252-01802 W10X26 12.000 
12.000 1.000 5.544 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 143 138 139 546 384 27.5 
10.000 1.000 4.620 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 140 136 149 550 392 27.5 

H253-05929 W10X49 12.000 
8.000 1.000 7.008 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 143 138 139 546 384 27.5 
4.000 1.000 3.504 0.17 0.26 1.33 0.024 0.015 0.050 0.012 0.020 0.0030 0.41 140 136 149 550 392 27.5 

TOTAL 100 15 69.035

THE MANUFACTURER: SHANDONG IRON AND STEEL COMPANY LTD LAIWU COMPANY,     ADDRESS: NO.99, FUQIAN STREET, GANGCHENG DISTRICT,JINAN CITY, SHANDONG PROVINCE,

P.R.CHINA   TEL: 0086-531-77920117      FAX: 0086-531-77920274 ACCORDING TO EN 10204 3.1



质保书号/Sheet No: XGY_202507240019 产品名称/Description of Goods:  钢种/Grade: A572 GR.50

合同号/Contract No: 交货状态/Condition: 执行标准/Specification: ASTM A572/A572M-21 ASTM A6/A6M-19

订货单位/Shipper: 收货单位/Sold To: 工程名称/Project 

H型钢/H Section

热轧/AR

Name:

检验证书类型/ Type of Inspection Certificate: EN 10204 Type 3.1 R-LG-PBB-QESP16-10

出口批号

Export No.

生产编号

Roling

No.

炉号

Heat No

规格

Size(mm)

件数

Bundles

支数

Pieces

重量

Net Weigth(MT)

定尺

Length(m)

化学成分/Chemical Composition (%)
Pcm

%

碳当量
Cev/Ceq

%C Si Mn P S  Cr Ni Cu Mo V Nb B Al Ti

Y14451-1 A251-05764 W8X18 8 96 30.6432 12.000 0.17 0.22 1.15 0.024 0.016 0.33 0.02 0.03 0.010 0.028 0.004 0.0007 0.003 0.002 ---- 0.44

屈服强度

Yield Strength

Re(N/mm2)

抗拉强度

Tensile

Strength Rm

(N/mm2)

延伸率

Percentage

Elongation

A(%)

弯曲试验

Bend Test 180

V ֺ型冲击功  Impactvalue V-notch

试验温度

Temp

(℃)

试样尺寸
Sample Size

(mm)

数值1

KV Value(J)

数值2

KV Value(J)

数值3

KV Value(J)d
结果

Result

432 415 ---- 590 567 ---- 20.0 20.0 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

本公司是中国冶金行业首批通过ISO9001、ISO14001、OHSAS18001三体系认证企业，热轧H型钢获中国名牌产品，SS400、SM490A、SM490B、SN490B系列H型钢通过日本JQA认证，S235、S275、S355系列H型钢通过欧标CE认证，产品销售电话：（0531）

76890781  售后服务电话：（0531）76891016  物流服务热线：（0531）76829633

说明

Explain

①材料的表面质量和外形尺寸均合格。Surface quality and shape size of material are all qualified.

②有异议时，来函请标明钢号、批号、规格、发货日期、原因，并将实物保管好。

When there is any complain,you are kindly requested to mark the Steel Grade,Heat No.,Size,Delivery Date,Causes and materials in the condition.

③本质量证明书复印无效。The press copy invalid.

备注

Remark

填写日期/Issued Date: 2025-07-24 09:22:58    填写人/Principat: 王宇光 复核人/Signature： 田志灿 质量部门盖章有效/Stamp of Quality Assurance



中国山东省济南市钢城区府前大街99号

产品质量证明书 No.99 Fuqian Street, Gangcheng District,山东钢铁股份有限公司
Jinan Shandong, ChinaShandong Iron and Steel Company LTD.

INSPECTION CERTIFICATE 售后电话：0531-76891016

打假电话：0531-77920315

牌号订货单位 产品名称 热轧H型钢 A572GR50CUSTOMER PRODUCT GRADE

收货单位 客户订单编号 证 书 号 BWSJP2510171466700
PURCHASER CUSTOMER ORDER NO. CERTIFICATE NO.

签发日期 一贯管理番号2025/10/18
标 准 DATE OF

ASTM A572/A572M-2018 
ASTM A6/A6M-2024 ISSUE CUSTOMER PRODUCT NO.

SPECIFICATION 许可证号 合 同 号 P5A0007481
LICENSE NO. CONTRACT NO.

工程代码名称 交货状态规格 W8×24*12000 AR轧制
PROJECT CODE DELIVERY CONDITIONSPECIFICATION

分
析
区
分
*1

化学成分 拉伸试验 弯曲试验 冲击实验 IMPACT TEST 时效冲击实验 Aging impact test
硬度实验CHEMICAL COMPOSITION %序

号

厚度方向性能
试样尺寸 Specimen Dimensions 试样尺寸 Specimen DimensionsTENSILE TEST Bending test1=X10 2=X100 3=X1000 4=X10000 5=X100000 THROUGH THICK NESS PROPERTIES

超声波
探伤
/UT

轧批号 炉号 长度 件数 支数 重量 冲击数值屈服
强度

抗拉
强度

冲击数值
试验
温度

试验
方向

缺口
类型

断面收缩率 %C Si Mn P S Cr Ni Cu Mo V 试验
温度

试验
方向

缺口
类型屈强

比

断后
伸长

率

Hardness Test

PLATE NO.
LOT NO.

Impact Value Impact value REDUCTION OF AREAMASSHEAT
NO.

2 2 2 3 3 2 2 2 2 3 D 结果LENGTH PIECE QTY Y.S. T.S.
Test

Tempe
rature

NO. Test
Direc
tion

Charpy
notch
type

(kg) 均值 Test
Tempe
rature

Test
Direc
tion

Charpy
notch
type

均值 均值 均值
CE ReH Rm EL 1 2 3 1 2 3 1 2 3 1 2 3

AVE AVEresults AVE AVE
Mpa Mpa2 * 2 A/% * 3

1 X425A0422 A252-09642 12000 10 118 50858 L 17 26 133 24 15 5 1 2 0 29 398 525 27.5
41 399 525 27.5

车(皮)号： 鲁A05719D

合计 Total PIECE(S) KG10 50858

备 注
REMARKS

*1分析区分ANALYSIS：L = 熔炼分析 LADLE ANALYSIS, P = 成品分析 PRODUCT ANALYSIS *2屈强比 EL=Y.S/T.S *3 试验方向 LOCATION AND ORIENTATION：B = 尾部 BOTTOM, T = 头部 TOP, C = 横向 TRANS., L = 纵向LONGI.,
注 释

CE=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15NOTES

①兹证明本表所列产品，均按标准进行制造及检验，表面质量和外形尺寸均合格。
会验者 We hereby certify that all products listed are manufactured and tested in accordance with standards, surface quality and overall dimensions are all qualified.

质量负责人SURVEYOR TO ②有异议时，来函请标明钢号、炉号、合同号、规格、发货日期、原因、并将实物保存好。
QUALITY MANAGER

If you have any objections, please indicate the grade, heat No., contract No., size, delivery date, and reason in your correspondence, and retain the material properly.
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质保书号/Sheet No: XGZ_202509220006 产品名称/Description of Goods:  钢种/Grade:  

合同号/Contract No: 交货状态/Condition: 执行标准/Specification:     

A572 GR.50

ASTM A572/A572M-18

订货单位

ASTM A6/A6M-19

/Shipper: 收货单位/Sold To: 工程名称/Project 

H型钢/H Section

热轧/AR

Name:

检验证书类型/ Type of Inspection Certificate: EN 10204 Type 3.1 R-LG-PBB-QESP16-10

出口批号

Export No.

生产编号

Roling

No.

炉号

Heat No

件数

Bundles

支数

Pieces

重量

Net Weigth(MT)

定尺

Length(m)

化学成分/Chemical Composition (%)
Pcm

%

碳当量
Cev/Ceq

%C Si Mn P S  Cr Ni Cu Mo V Nb B Al Ti

40807-1 A251-08392

规格

Size(mm)

W8X31 21 168 92.9376 12.000 0.18 0.24 1.28 0.022 0.025 0.07 0.01 0.02 0.000 0.026 0.001 0.0006 0.004 0.002 ---- 0.41

屈服强度

Yield Strength

Re(N/mm2)

抗拉强度

Tensile

Strength Rm

(N/mm2)

延伸率

Percentage

Elongation

A(%)

弯曲试验

Bend Test 180

V ֺ型冲击功  Impactvalue V-notch

试验温度

Temp

(℃)

试样尺寸
Sample Size

(mm)

数值1

KV Value(J)

数值2

KV Value(J)

数值3

KV Value(J)d
结果

Result

410 406 404 570 555 553 28.5 28.0 28.0 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

本公司是中国冶金行业首批通过ISO9001、ISO14001、OHSAS18001三体系认证企业，热轧H型钢获中国名牌产品，SS400、SM490A、SM490B、SN490B系列H型钢通过日本JQA认证，S235、S275、S355系列H型钢通过欧标CE认证，产品销售电话：（0531）

76890781  售后服务电话：（0531）76891016  物流服务热线：（0531）76829633

说明

Explain

①材料的表面质量和外形尺寸均合格。Surface quality and shape size of material are all qualified.

②有异议时，来函请标明钢号、批号、规格、发货日期、原因，并将实物保管好。

When there is any complain,you are kindly requested to mark the Steel Grade,Heat No.,Size,Delivery Date,Causes and materials in the condition.

③本质量证明书复印无效。The press copy invalid.

备注

Remark

填写日期/Issued Date: 2025-09-22 08:04:52    填写人/Principat: 王宇光 复核人/Signature： 田志灿 质量部门盖章有效/Stamp of Quality Assurance



质保书号/Sheet No: XGZ_202509210054 产品名称/Description of Goods:  钢种/Grade:  

合同号/Contract No: 交货状态/Condition: 执行标准/Specification:     

A572 GR.50

ASTM A572/A572M-18

订货单位

ASTM A6/A6M-19

/Shipper: 收货单位/Sold To: 工程名称/Project 

H型钢/H Section

热轧/AR

Name:

检验证书类型/ Type of Inspection Certificate: EN 10204 Type 3.1 R-LG-PBB-QESP16-10

出口批号

Export No.

生产编号

Roling

No.

炉号

Heat No

件数

Bundles

支数

Pieces

重量

Net Weigth(MT)

定尺

Length(m)

化学成分/Chemical Composition (%)
Pcm

%

碳当量
Cev/Ceq

%C Si Mn P S  Cr Ni Cu Mo V Nb B Al Ti

40782-1 A251-08339

规格

Size(mm)

W8X40 16 94 66.552 12.000 0.18 0.25 1.34 0.017 0.026 0.04 0.01 0.02 0.000 0.030 0.001 0.0007 0.003 0.002 ---- 0.42

屈服强度

Yield Strength

Re(N/mm2)

抗拉强度

Tensile

Strength Rm

(N/mm2)

延伸率

Percentage

Elongation

A(%)

弯曲试验

Bend Test 180

V ֺ型冲击功  Impactvalue V-notch

试验温度

Temp

(℃)

试样尺寸
Sample Size

(mm)

数值1

KV Value(J)

数值2

KV Value(J)

数值3

KV Value(J)d
结果

Result

429 425 ---- 601 602 ---- 24.0 24.5 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

本公司是中国冶金行业首批通过ISO9001、ISO14001、OHSAS18001三体系认证企业，热轧H型钢获中国名牌产品，SS400、SM490A、SM490B、SN490B系列H型钢通过日本JQA认证，S235、S275、S355系列H型钢通过欧标CE认证，产品销售电话：（0531）

76890781  售后服务电话：（0531）76891016  物流服务热线：（0531）76829633

说明

Explain

①材料的表面质量和外形尺寸均合格。Surface quality and shape size of material are all qualified.

②有异议时，来函请标明钢号、批号、规格、发货日期、原因，并将实物保管好。

When there is any complain,you are kindly requested to mark the Steel Grade,Heat No.,Size,Delivery Date,Causes and materials in the condition.

③本质量证明书复印无效。The press copy invalid.

备注

Remark

填写日期/Issued Date: 2025-09-21 08:21:04    填写人/Principat: 王宇光 复核人/Signature： 田志灿 质量部门盖章有效/Stamp of Quality Assurance



质保书号/Sheet No: XGY_20250325040 产品名称/Description of Goods:  钢种/Grade:

合同号/Contract No: 交货状态/Condition: 执行标准/Specification:   

订货单位

A572 GR.50

ASTM A572/A572M-18 ASTM A6/A6M-19

/Shipper: 收货单位/Sold To: 工程名称/Project 

H型钢/H Section

热轧/AR

Name:

检验证书类型/ Type of Inspection Certificate: EN 10204 Type 3.1 R-LG-PBB-QESP16-10

出口批号

Export No.

生产编号

Roling

No.

炉号

Heat No

规格

Size(mm)

件数

Bundles

支数

Pieces

重量

Net Weigth(MT)

定尺

Length(m)

化学成分/Chemical Composition (%)
Pcm

%

碳当量
Cev/Ceq

%C Si Mn P S  Cr Ni Cu Mo V Nb B Al Ti

Y13610-1 A252-01802 W10×26 9 108 49.896 12.000 0.18 0.24 1.27 0.026 0.017 0.06 0.02 0.02 0.010 0.020 0.004 0.0008 0.003 0.002 ---- 0.41

屈服强度

Yield Strength

Re(N/mm2)

抗拉强度

Tensile

Strength Rm

(N/mm2)

延伸率

Percentage

Elongation

A(%)

弯曲试验

Bend Test 180

V ֺ型冲击功  Impactvalue V-notch

试验温度

Temp

(℃)

试样尺寸
Sample Size

(mm)

数值1

KV Value(J)

数值2

KV Value(J)

数值3

KV Value(J)d
结果

Result

407 ---- ---- 556 ---- ---- 28.0 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

本公司是中国冶金行业首批通过ISO9001、ISO14001、OHSAS18001三体系认证企业，热轧H型钢获中国名牌产品，SS400、SM490A、SM490B、SN490B系列H型钢通过日本JQA认证，S235、S275、S355系列H型钢通过欧标CE认证，产品销售电话：（0531）

76890781  售后服务电话：（0531）76891016  物流服务热线：（0531）76829827

说明

Explain

①材料的表面质量和外形尺寸均合格。Surface quality and shape size of material are all qualified.

②有异议时，来函请标明钢号、批号、规格、发货日期、原因，并将实物保管好。

When there is any complain,you are kindly requested to mark the Steel Grade,Heat No.,Size,Delivery Date,Causes and materials in the condition.

③本质量证明书复印无效。The press copy invalid.

备注

Remark

填写日期/Issued Date: 2025-03-25 15:25:21    填写人/Principat: 王宇光 复核人/Signature： 田志灿 质量部门盖章有效/Stamp of Quality Assurance



质保书号/Sheet No: XGD_202508150005 产品名称/Description of Goods:  钢种/Grade:

合同号/Contract No: 交货状态/Condition: 执行标准/Specification:     

A572 GR.50

ASTM A572/A572M-18

订货单位

ASTM A6/A6M-19

/Shipper: 收货单位/Sold To: 工程名称/Project 

H型钢/H Section

热轧/AR

Name:

检验证书类型/ Type of Inspection Certificate: EN 10204 Type 3.1 R-LG-PBB-QESP16-10

出口批号

Export No.

生产编号

Roling

No.

炉号

Heat No

重量

Net Weigth(MT)

定尺

Length(m)

化学成分/Chemical Composition (%)
Pcm

%

碳当量
Cev/Ceq

%C Si Mn P S  Cr Ni Cu Mo V Nb B Al Ti

Y253882-2 H253-05928 12.000 0.18 0.16 1.34 0.019 0.017 0.05 0.01 0.02 0.000 0.021 0.000 0.0003 0.002 0.000 ---- 0.42

Y253882-3 H253-05929

规格

Size(mm)

 W10X49 

W10X49

件数

Bundles

5

5

支数

Pieces

30

28

26.280

24.528 12.000 0.17 0.13 1.32 0.027 0.016 0.07 0.01 0.03 0.000 0.022 0.000 0.0002 0.001 0.000 ---- 0.41

屈服强度

Yield Strength

Re(N/mm2)

抗拉强度

Tensile

Strength Rm

(N/mm2)

延伸率

Percentage

Elongation

A(%)

弯曲试验

Bend Test 180

V ֺ型冲击功  Impactvalue V-notch

试验温度

Temp

(℃)

试样尺寸
Sample Size

(mm)

数值1

KV Value(J)

数值2

KV Value(J)

数值3

KV Value(J)d
结果

Result

392 378 378 535 528 531 26.5 29.0 29.0 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

383 385 ---- 541 545 ---- 27.0 26.5 ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ---- ----

本公司是中国冶金行业首批通过ISO9001、ISO14001、OHSAS18001三体系认证企业，热轧H型钢获中国名牌产品，SS400、SM490A、SM490B、SN490B系列H型钢通过日本JQA认证，S235、S275、S355系列H型钢通过欧标CE认证，产品销售电话：（0531）

76890781  售后服务电话：（0531）76891016  物流服务热线：（0531）76829633

说明

Explain

①材料的表面质量和外形尺寸均合格。Surface quality and shape size of material are all qualified.

②有异议时，来函请标明钢号、批号、规格、发货日期、原因，并将实物保管好。

When there is any complain,you are kindly requested to mark the Steel Grade,Heat No.,Size,Delivery Date,Causes and materials in the condition.

③本质量证明书复印无效。The press copy invalid.

备注

Remark

填写日期/Issued Date: 2025-08-15 09:00:42    填写人/Principat: 周平 复核人/Signature： 田志灿 质量部门盖章有效/Stamp of Quality Assurance


