=B EE R P

INSPECTION CERTIFICATE

G500R2H U

fpET ALK RN X dE4 114003
Angang Production Area,Tiexi District Anshan City,
Liacning Province,China

Tel 400-688-0898 Fax 0412-6728486

i T FE A U A PR A S A EL) - -
Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL ER®E1 o313
== '-"‘.‘?"?: T 3= = e T =]
b RPN . R §A S En k3 - = F.u;%h /$5LU“§ lﬂMH EQ24 -
Buyer B S 1 R 2 A A PR Product Cold-rolled steel sheet Certificate No (B e R
BERTE o T 7 = TERE  mnw EFEY  Teau20771001
Consignee | MR AT (S B C PRODALAM +MILL STANDARD) Delivery Condition| BX ¥ Contract No. | E2420771001
FSES iCarh - G F 5 ol RS X ~CRCO12 .
Customer s e H P W 27 3R 9 T PR ) Weight Mode Actual Weight Purchase No 2ANTC2LRCD12151017
Lo JIS G3141-2017-SPCC-m-FB-PTA-PWA-PLA HIEENE SO94099 wjg it S
. : n 20240224 ~
Specification Date of Delivery Ins.Lot.No
s e BAAREEE
Destination Wagon No i Export Destination
. ! . fufhid s
2 {5 Rk 4 (W) Chemical Composition S LR S N | =it | e o fiizde 35
B wise | Wik Tension Test ptag | SRA | @R | T AR
Pack No Heat No Weight B=2%. L=50 Bend Hard- | Grain {rmm) (Level
& } i P ( S [ Mn| P 5 | Als R L, Test | M855 | Size | n'o il
s Sheat | ZE =T AR | 7 | ik
Sheet #3110 3|10 10 2l 3w 3o 3
No e 1 I (MPa) [ iMPa) | F(8) [ | G s el =u | 3
_ 8k | ° C vs | 1s | el | R | B @i | BEE | Wk | R | R
s (o mm ) fits s G ; : | R | R L1 Hyl |Bmi | Boie
Sive Batch No WEI-'I;;I T Bend | EAJA| Grain | (mm) £5 7l £ 51 o5 3l
d L2 Times Shape | SDL. | BS FC |Pearlite
AB420826000010 24101534 4736 = 60 |2 14 |6 q 30 RpO2Z] ... .
1 = < AT S - 168 a e 312 | 475
1.2=1000+3000 LC24207850 ARAG 202
| AbA20826000020 ZA1D1534 4740 60 |2 |5 9 30 Rp02]| ... =
2 i 5 ( & J 47k
1.2=1000=3000 LC24207850 4850 i : 202 2k S
AGA20 ki : K] A732 : F f i
3 b i SJF;D(N i 241015 4 173 sea l 6 180 |2 4 |e q 0 R 1ﬁl? 312 | 475
1.2+1000-3000 LC24207850 A842 202
=17 lotal T W Total Weight | 14208 | TBEE Total Gross Weight 14538 EOK K Total Sheels | 504
4 %8 (Chemical Com, w @
= 0 #4547 Heat Analyfis %4t Produc l g
i1 pEd ;- HLER R (Tension Test L
Remarks Notes Y S.=Yield Strength
EL=Elongation
ERTRIGIHSSEAARMARFNTE, EES HEMREEAAIREY
Bm  |ARCRLAGEVERER. RERFAER. BULTH. BO0ESEX0E, #5RA KR Py — El =y
DE‘bC;'L)[IUH We hereby certify that material described hergin has been manufactured and tested with satisfactory results in accordance with reguirements of the above Suuar-ta Mz'hn.-] & Ld\ﬁ_
matenal specilicabon. If you have any questions, please contacl our company e i g B
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W KRB E R LSS
Angang Steel GCompany Limited

R 1A B Sl AL

FamBREIERP

INSPECTION CERTIFICATE

PEIZTHELH KM X M4 114003
Angang Production Area,Tiexi District Anshan City,
Liaoning Province,China

Tel 400-688-0898 Fax 0412-6728486

Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL X ER ®1 | #F1R
T L P ——————————— FRER | Ao EWERS [ c024022600:
Buyer IR A B SR BRI S Product Cold-rolled steel sheet Centificate No, |F02402260038
B R e L ke = ST DR : ; TR & ke 5 SPEEE 2450
Consignen | EESRRRE I RN E) (Ml BI5H 3 i 11 PRODALAM + MILL STANDARD) Delivery Condition| BXF 2 N No.  |e2420771001
BPEE | yrunis M=o 505 & TEAR | WES AR T
Customer Ve ARG 25 9 9 Bl <) Welght Mode Actual Weight Purchase No 24MIC2CRC012151017
g 35 G3141-2017-5PCC-m-FB-PT A-PW.A-PLA LIEHA 20240226 LR S
Specification |SPCC Date of Delvery | <7<V Ins.Lot.No
307 5 = ARREESE
Destination Wagon No paand Export Destination
il T . f{diL e i
1E2F 4t (W) Chemical Composition Thiiaeioin s NIE | S e | g e | BLBREE =
B wins | E ko) Tension Test TUS Pl briinind T BRI IT B
- Pack No Heat No. Weight = = : B=25, =50 Bend ! ) (rmim) (Level)
1 - C S M| P S Als Test | N85S Size bhL
g |y 1 4 — | o | ek ' :
Sheet 0 3in 2lin -2lhg -3 =3 3 it L3
No -1 04 BU 1o 0 10 10 o (MPa) | (MPa) | %) = - = -
_ o I MRa) | MP] B9 | rem | et wre |mam| ww | mm | sx
g mm o) i rsidl & ' wp | amm | mak | gm | AR | seiE | moLs
Sz Batch No 2 l Bend | #&IA] Grain | (mm) 5 7 £ 5 & 5
e Weight 19 : i i . <
Le Times Shape | SDL BS EL Pearlite
| | AG4Z0BZ6000040 |~ 24101534 302 117 o [0 [2 [ [6 [@ [ RpO2Y oo | 47
1 2+1000+3000 LC24207850 | 3412 J 202
=i otal o 1 W Jotal Weight | 3307 [ 2EETotal Gross Weight 3412 "Jﬂl'ﬁ Total Sheets | 117
BT 22 (Chermical Comyliosi r@m@ %
) OB 447 Heat Analy; Yo H Product Ana
it A Rt % (Tension Test
Remarks Notes Y S =Yield Strength F 5
EL =Elongation LEG
FRATZERIESSESAANARENLTE, EEATREREMEEARIINEY.
pg  |ACSEEEAENEIRE HERFABR. WILIH. BANENEXOE BS5RORE. . 4 e
Description We hereby certify that matenal described herein has been manufactured and tested with satisfactary results in accordance with reguirements of the above 6; TIII‘ M%:u.:l( 4 m_/“&_’
il material specification, If you have any questions, please contact our company. el it s




T EEL BT KB X HB%E 114003
Angang Production Area,Tiexi District, Anshan City,
Liaoning Province,China
Tel 400-688-0898 Fax 0412-6728486

MW B H W 7= U2 Uk B B

Angang Steel Company Limited
INSPECTION CERTIFICATE

i | R 4 B SR 4L

Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL . = == EA®E1 W #£1H
T ey P -TE 2 R V3 AR EHBRS 0240227008
Buyer 4 B T 0 2 1 P2 ) Product Cold-rolled steel sheet Centificate No; | E02402270083
%32 I Pe— = = ZERE | R 2420771
% S B BR/NT] S8 L + 3 ] D) il ol SE oL 42077
Consignee SESRAR AR ] (A Y51 O PRODALAM +MILL STANDARD) Dbty Condition Bk CortractNo. | E2420771001
FYSEA A Rl eo e : TEAX |AmEl BEs . e
; B 6] i 43 = ; )¢ ) 15101
Customaer SIS0 ] PR i B AT MR Weight Mode Actual Weight Purchase No 24AITC2CRCOIZ1S10L7
PRtk JIS G3141-2017-SPCC-m-FB-PTA-PW.A-PLA HiEE 1 20240227 LAEELENS
Specification |SPCC Date of Delivery |~ L Ins.Lot No
I T Y = T Om=
Destination Wagon No 4671585 Export Destination
Ve e 58 : fu{mit s o y =
. L4 ml 4T (W) Chermical Composition et NiE | St ey o | BLKE S
Bk s RS T il (kg) ersion et L |{E|r§- I?.*;E A BN ER YER
- Pack No Heat No Weight - = J = B=25, =50 Bend |' 5 i {mm) (Level)
e st | o ( Si Mry F 5 Als Test | M85 | 37¢ | 5oy
b sveet| 20 o150 20 2ho =0 e 2 R | A | W
N 3 : r E (1% 3 E = [P 2R e
. £@kg)| | C Vs || el | e | 3 A BERE AR | R | SR
g (om )| HtS rling C il (Gl ag | R | A | R | SR |BaE | Bt
Size Batch No WHiaht T Bend | Z8IA] Grain | (mm) | &30 | A | #®3
eigh 2 Times Shape | SDL BS FiG Pearlite
| ABAZ0BBA000010 24301720 4736 168 0 ] 2 15 10 11 a2z Rp0.2 116 | 455
1. 2+1000+3000 1C24208430 | 4846 i : 190 s
A4 20888000020 24301720 ar € v 1 22 Rpt
5 _é_u 00 301720 3B [ eal o[58 [2 [5 [0 [11 [32 POZY 16 | ass
1.2+ 1000-3000 LC24208430 A848 199
542 T A0 % ; 5 " — -
, | Ac4208BBO000030 |~ 24301720 | Atz [T TIss [ (15 [0 1 |32 Rp2Y 16 | ass
| 2410003000 LC24208430 A8z 199
AG420BBB0000A0 24301120 3190 e i 15 (10 [11 |32 RPOZ| 2ie | ass
1.2=1000=-3000 LC24208430 3300 o g 1o
S Total o W W Total Weight | 173¢ [ BEETotal Gross Weight 17836 TSk Total sheets | 61
B 28 (Chemical Com, ;p /@
DS AT Heat Analyf 17 #rProduct Ana I-,a ;
it e fEE S (Tension Test
Remarks Naotes Y5 =Yield Strength
EL=Elongation
FRALERFUSESHEALARANERANLE. REATESRREmBREAXIIHSLY
sy | AP SR LA EVEHRS, RERGAER. BUILLES, RAMENAXOHE, BSRAJKR T e
|']L.5}'_~}', tion We hcrcby certify that matenal described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above (“‘;I‘lm ‘M“n_.' ik L‘Jh&_
R material specification If you have any questions, please contact our company il lisng




' % WK B A R 2 3
Angang Steel Company Limited

7= fn B ik B B

INSPECTION CERTIFICATE

FELT AL TS X SR X BB4R 114003
Angang Production Area,Tiexi District Anshan City,
Liaoning Province,China

Tel 400-688-0898 Fax 0412-6728486

(5 - SRR A PR S AL . i
Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL ! FR®1 B #1HE
R T == = o E YR A E 7 .
W VB B 8] & & A P 7. 38 % 02403071
Buyer 00 S L £ 51 5 PR 22 Product Cold-rolled steel sheet Certificate No, | E02403071007
TR A AT (A o \ RERE  |mas SEES o 0077100;
Consignee | ORAREMIRAANE] (Mt MISMSH I D PRODALAM +MILL STANDARD) Delivery Condition | RX ¥ 2 Contrac No. | E2920771002
EYRES e e B 5 ET ) WS . TR
¥ ¥ F [543 5 e ! ; y SCRCO12151
Customer VARl RIFRE2R D 5 A R4 o) Waeight Mode | Actual Weight Purchase No PARLRCRCOL SN0 L
bt )IS G3141-2017-SPCC-m-FB-PTA-PW.A-PLA : 18 0240307 (R O
Specification | SPCC Date of Delivery |7 °0" Ins Lot No
b TE = TETTE
Destination Wagon No 1809095 Expuort Destination
o . e aty (b g
{7 RS (W) Chemical Compaosition B Nig | Bl ; a fiy o4 = )
Wi#l s RS i fil (ko) Tension Test e 'E’Jg_ é:'njg.:r? Wi B IR
- Pack No Heat No Weight : m = B=25. =50 Bend : 2 {mim) (Level)
G et | (= S | Mn | S Als Test | NESS Sze | hpL
5 shoet | 22 ===l AR | [ i
Sheet | 10 1 10 10 1 Pa) 4
No il 1 B o ! C 0 (MPa) [ (MPa) | % (%) £ g s | apin |
& oy £ #Hi(ky) 3 c Y5 TS L | RiE i B | R rr-ﬁéf ‘)h’-‘f% AR
Hil e mm ) s Gross G : R | | B Fn | S | B | BOLKE
Siza Batch No kg T : Bend | £&JA| Grain | (mm) | 50 | B0 | A
g L2 Times Shape | SDL BS I Pearlite
AB430132000010 | 24301990 76 a0 | o 152 [ [17 [t [6 |32 RUZ] 316 | a8
15-1000+3000 | Lc24301280 | 4686 i 01 | s
_ A4 301 32000020 24301990 A5TE : 52 |3 17 J11 |6 32 Rpl.2 i
2|y sei000-3000 | Lczasorzeo | aeee | 20| © | 3% @
| Ae430132000030 24301990 4576 = ¥ 1 17 |11 |6 32 RpO 2 .
i 1.5+ 100043000 LC24301280 4686 0 - 2( oA e
ST Total 75 W W Total Weight | 13728 | &% ETotal Gross Weight 14058 TRk 3L Total Sheets | 390
4T %4 (Chemical Compos rﬁ%ﬂ:; @
OER 44T Heat Anabygis LT Product Anal
it R i f ik ¥ (Tension Test V7
Remarks Notes ¥.S =Yield Strength il )
EL=Elongation
RS SESARMARENTE CEARERRESRELARITHAN
pag  |ASGEECAGENEREE, RERTAER. WU, BHOERHXCE, BSRACKR RARIEMEH q S~
Description We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above &r )‘{ y Mfm g Al
LR material specification H you have any questions, please contact our compary ity anager %




i B Wk H AR AL S
Angang Steel Gompany Limited

Eam B EE R P

INSPECTION CERTIFICATE

P ENZ A S R DR X B4R 114003
Angang Production Area,Tiexi District Anshan City,
Liacning Province,China

Tel 400-688-0898 Fax 0412-6728486

i YRR PR 4 )AL 5
Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL > ETT® 1 W 1R
LA T ™ e - T ™ I
'.,’_'J‘.?‘i.\.'_ &8 [E] 2 o gy . Iﬁlmzﬁ‘ -’)‘}stﬁ Llfm’gg'é‘ﬁ EATARTT -
Buyer i e R £ 5 0 F L2 ) Product Cold-rolled steel sheet Certificate No; | 202603140043
[ FEL I e T : TR |mkg EAWS  |re0077100
Consignoe B A 0 T) (AR BESH B H O PRODALAM+MILL STANDARD) Beilver Condition Bk g Comtract No. | E2420771002
EASER L : RS ESeF ] WEs SAATCICRCOL
Customer BRI e ][RI £ 7 B4 5 F L ) Welght Mode Actual Weight Purchase No ZBATICELREOIZSI0LY
g JIS G3141-2017-5PCC-m-FB-PT A-PW.A-PLA & 0% 3 20240314 AR S
Specification  |5PCC Date of Delvery <" : Ins.Lot No
3 w5 o TR
Destination Wagon No R Export Destination
e = 4 ’ s =
= R (%) Chemical Composition h‘.. it N | B 7 | 2 | BLEKE e
ks wiks | Elkg) Tension Test e el bt BT BRMARITHR
H Pack No Heat No Weight = c si Mn B 5 Als B=25. L=50 Hi\:-_lgl,;j i Size B‘il'_[al;_) {Level)
5 Sheet “kz}, 3 2 Zhin “3lin==311h <3 JRER | iR | i
No = iJ_ 10 10 10 10 (MPa) | (MPa) | (%) P 25l st |mwE| wix s ik
: : = E@kg) | C Rl o I - an b Wz eidine I B,
g (o mmo ) its Fies C N | | Rk il HED |iBeiE | Bl
Size Batch No Waiaht T ) Bend | &A| Gran | (mm) | 3] | #RE) | S5
R L2 Times Shape | SDL BS F.C Pearlite
A8430361000010 24301990 4842 = : 52 3 17 i (7] 32 Rpld =
"| 1s-0003000 | Lezasozaso | ass2 | 10| © ] 30 | 2
| AB430361000020 | 24301990 | 4782 o 152 [38 |37 [T [6 |32 RO s | 2
G 1.5+-1000+3000 LE24303460 | 4892 Sl i i Il M
R43036 : 24 19¢ o ] y K 5 3: J :
3 ARAS J?L.]Gpﬂﬂ?n .1.301'%9. 4776 136 0 52 |3 17 11 16 32 Rp0.2 33 | 23
1.5+1000-3000 LEZ4303460 4886 223
=T Total e W Total Weight | 14400 [ BEETotal Gross Weight 14730 Tk Total Sheets | 708
A28 (Chemical Comglos 0@1}!“?} ’%
DA M 47 4 Heat Analy; AT Product .mM
it it f it ¥ (Tension Test \;-[
Remarks Notes YS=Yield Strength - TEATS lea Sy aagLD
EL = Elongation '%}5 m gﬁ be))
FETEPIIESSHRALANAREINLE, HEAAREEEEFREAXIIESE, 2 <
s |ASSREHERENGIRYE, HERTARR. WILIEH, #HNENHXOE, #5RLRR T 1 g
Description | We hereby certify that matenial described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above i el - 3’%’(‘}

material specilication. Il you have any questions, please conlact our company,

Quality Manage




E WK HHAH R LS
Angang Steel Company Limited

7= mn BBk B B

INSPECTION CERTIFICATE

PELLFHEL O BAKEEMT X B4 114003
Angang Production Area,Tiexi District, Anshan City,

Liaoning Province,China
Tel 400-688-0898 Fax 0412-6728486

i BRI A T 8L - . - _
Manufactures Cold Rolled Strip Steel Mill of ANSTEEL ER#®1 m #1Mm
WL T 4 B 5] I 8 o8k 6 = i~ aE R 2aL Uk FLET T .
Buyer E SR E B B A RS Product Cold-rolled steel sheel Certificate No. | 02403140050
[ pow— Ry — " TERE  lane ERRY T
Consignee | ERISEIAMAE] (MEBMIMH N PRODALAM+MILL STANDARD) Delivery Condition | B F-1 Contract No. | E2420771002
EFSEF S Pl g s G g SN WEAR Ede ] WG . BRI
Customer i uaisat el Weight Mode Actual Weight Purchase No 24AITC2CRCO12151017
Rt JIS (33141-2017-SPCC-m-FB-PTA-PWA-PLA EEM 20240314 Lol o
Specification |SPCC Date of Delivery |° " Ins.Lot.No
L e = R REET
Destination Wagon No e Export Destination
Y & AT o : 2
i AL 5F Y (%) Chemical Composition i N | Zih | m w e | BRERE
PR e 8 (ka) Tensian Test e I—?SE TE{\E W i M BT
. Pack No Heat No Weight = = B=25. L=50 Bend |'72° 5 (mm) (Level)
5. , ap ( St Mni I 5 Als S ness Size Dol
:- g &4 - . est
g odadll Ui - - = - Eee | s | g
Sheet 4 lig -3 F -3y -3 K] 5 i | e
No 24 110 (10 "7 10 "H10 “THI0 10 (MPa) | (MPa) | %) = gl [ = =
d : £W(kg) | ° C vs | Ts | EL | RiE | S A | BEUE | WAk | R | B
s (mmo )| e iy C ‘ R | | mek | e | me | s | Bt
Size Batch No Weidht T Bend | Z8A] Gran | (mm) | 2880 | a0 | A
‘g L2 Times Shape | SD.L BS. F.C Pearlite
AB430132000040 24301930 3414 . 52 3 17 11 [ 32 RpO2] ..
: 7 i 3 2 1
15-1000-3000 | Lc24301280 | 3s24 | %7 | © wr] 36| @
ST ol o B W T atal Weight | 3414 HE W lotal Gross Weight 3524 EOK L Total Sheets | 9
A5 %8 (Chemical Compos L@ft@
O f& #7414 Heat Analy) L RProduct g
Bl bast AR % (Tension Test V\"{"
Remarks Notes ¥.5.=Yield Strength il
EL=Elongation £ Ej L o
FRATERIESSEALAKXMARENTE, FEAARGREMBRAXITRAY, <. 2
CAINA
oy |APSERLAGANERES. LGRNARR. BTN, RANEHELDE, ASRAJKEK I —— 4 i —
Deséri .'l“ We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above oy it MJ‘ \.(_/\-&._
SEMPLON | oy atersl specihication If you have any questions, please contact our company Quality Manager g




wW R HAE R LS
Angang Steel Company Limited

7= i BBk BB

INSPECTION CERTIFICATE

PP ENT TASLTh X R X W% 114003
Angang Production Area,Tiexi District, Anshan City,
Liaoning Province,China

Tel 400-688-0898 Fax 0412-6728486

W SRR A B Bl AL : ' _ _
Manufacturer Cold Rolled Strip Steel Mill of ANSTEEL FR F1 0 #H1nw
[ VTR | s b o ) o o7 0 50, 5 A ) L E 3 I P R WHBHS  |rooanans
Buyetr B0 B (R et S R ) Product Cold-rolled steel sheet Certificate No £02404030019
l&:ﬁﬁ-ﬁ 4 o AN By 7 L i G [ TR e =W e E242077 1007
Consignee | PR S) (g 2 M 9H 97 ) ) PRODALAM + MILL STANDARD) Delivery Condition | B X T2 C“”U_f_{ F‘NU 2420771002
EF=EF T e e T o shr FEES 3
- =1 ¥ Bl A HEEY. B s 5 Z 5 4 CICRCO12151017
Customer HESH A SRR SR A R A Weight Mode Actual Weight Purchase No 24AITC2CRCO12131017
Bt JIS G3141-2017-SPCC-m-FB-PTA-PW A-PLA &iTEM 30240403 Ll celiN)
Specification  |SPCC Date of Delivery | Ins.LotNa
2y L3 1631183 BRI 3
Destinaton Wagon No. = Export Destination
| . . . jufbilee ; g
{52 a9 (W) Chemical Composition 3 ‘. NiE | =i ’ m o e | LERTE
b s o B(ka) i POSItiof Tension Test prae | BB | SR ) Mo AT
Pack No Heat Ne Weight _2 : Bend | HArd- | Grain f fn (Level)
I i kS 1 ) E S | mn| P 5 | als B=25. L=50 M ness | Size @) e
: 3 e — Test DDL
T Sheet | %2 lho 3 ) 7 3 3 JEAR | g | S
No : 8110 1] 10 10 10 10 (MPa) | (MPa) | HE%) ; =T = =: T i3 o
" o E ko) » ¢ vs | Ts el | Rl | S &1 | BEE | WAk | R | B
HiAs mm ) s Gicis C 3 ol | | Rk L 2] AL | B | BoCE
Size Batch No Wit T - Bend | 2 8a] Grain | (mm) | &H | %5 | &5
4 L2 Times Shape | SDL BS | Pearlite
BAT166A000010 7210217 494 iz T 3 |27 )
I AB4 ll?l: [J!.(]-U'l ) 2 _I‘_I12T-‘r 3 ? 140 o 157 ]2 % 123 |13 |27 Rp0.2 18 | 485
1.5+1000-3000 LE24315730 5052 GE]
7 AB43 1664000020 24102773 4942 140 0 57 |2 16 [23 13 |27 Rp0.2 28 | 485
1. 5+1000=3000 LE24315730 5052 : 189 ' i
AB43 1664000030 24102773 4546 57 ) 16 |23 [13 |27 Rp0.2 =
14( 0 £ ~ : Rz [l
A 1 5= 1000=3000 LE24315730 5056 e 189 Al s
ST lotal o W Total Weight | 14830 | 2E &Total Gross Weight 15160 ROl 8L Tolal Sheets | 42 e
B9 2 AY (Chemical Camplos) @J@ @
082447 Heat Analygi LA Product Ana
#it AR H{btAS (Tension Test
Remarks Notes Y.S.=Yield Strength  FTET
EL=Elongaton (p
FEAFEDSIHS SEAAANERERNLE BESTREREFRELATIFHE
B ArREE LA TERY HERFOER, NI, BANEHA X8, #SHL R I j =
U.‘..‘.:I Hor We hereby certify that matenal described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above i =1 [' M o - L‘,\/\&
ESENPRON | marenal specification. If you have any questions, please contact our company Quality Manager T =




