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24109945A 2465764 24F7274001 22x2440x12000 1 5,057 L 175 | 187 | 818 | 1707| 53 34 112 30 2 380 7 20 30 J298 | 483 | 27 [0.62 | (K 121 | 124 [ 167 | 137
24109915A 2165764 24F7274002 22x2440x12000 1 5,057 L 175 | 187 | 818 170 | 53 34 112 30 2 380 7 20 30 J298 | 483 | 27 |[0.62 | (K 121 | 124 [ 167 | 137
24109945A 2465764 24F7274003 22x2440x12000 - 1 5,057 L 175 | 187 | 818 170 | 53 34 112 30 2 380 7 20 30 J298 | 483 | 27 [0.62 | OK 121 | 124 [ 167 | 137
24109945A 2465764 24F7275001 22x2440x12000 1 5,057 L 175 | 187 | 818 | 170 | 53 34 112] 30 2 380 7 20 30 J298 | 483 | 27 |0.62 | (K 121 {124 | 167 | 137
4it (TOTAL): 4 20,228
L: $J%A%4 SMELTING COMPOSITION BOAD4=YIELD STRENGTH RATIO
_ i {84785 (GAUGE LENGTH) Lo=200 mm BOB01=BENDTEST
| AUCTHHEBIEIMPACTTEST: 20C, #AHLONGITUDINAL, AOCO1=IMPACT TEST A
‘ i3 CLOSE TO SURFACE, JR~J'SIZE10*10*55 A0C012=IMPACT TEST B
R BOAO1=YIELD STRENGTH AOC013=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0C02=IMPACT AVERAGE
NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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