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Inspection  Date:  

Production  Lisence  No:  

Invoice  No:  

Nominal Diameter:  

Customer:  

Approved by  :  Shenyingxiang  Filled by  :Zhangchunting  
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PRESTRESSED CONCRETE STRAND 

MILL TEST CERTIFICATE 

ASTM A416/A416M-15 

XK  05-003-00098 

PCLPID2305C 
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