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24121999C S4C010099 S4C01069101 40x2440x12000 1 9,194 L 178| 197 | 842 | 140| 69 33 35 20 1 160 | 11 20 20 | 320 | 482 | 24 |0.66 | XK 180 | 210|219 | 203
24121999C S4C010098 S4C01073101 40x2440x12000 1 9,194 L 178| 197 | 842 | 140| 69 33 35 20 1 160 11 20 20 | 350 | 487 | 25 |0.72 | XK 212 1219|209 | 213
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L: (&A% SVELTING COMPOSTION BOAOA=YIELD STRENGTH RATIO
hI{4REE(GAUGE LENGTH) Lo=200mm BOBO1=BENDTEST
ACCHZEIRIAIMPACTTEST: 20C, #AELONGITUDINAL, AOCO1=IMPACT TEST A
% CLOSE TO SURFACE, R~TSIZE10%10+55 AOCO12=IMPACT TEST B
TR BOAOI=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSLE STRENGTH ACCO2=IMPACT AVERAGE
NOTES BOAOG=PRECENTAGE ELONGATION AFTERFRACTURE
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