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INSPECTION CERTIFICATE 
Il 

HYUNDPICORPORAIION M4N 
PURCHASER : !- General carbon structural steel 

HYUNDAICORPORATION YGR1ZANN240583008-01 

AL(AR) •••••••••
J-*/J\ifl /JO•I ASTM A36/A36M,ASTM A36 Y !ON DATE OF ISSUE 

SPEC/GRADE 
•••••••••••••
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TRAIN NO. 

II O O O O A A A A 
1 OAO1 OA02 OA03 0A04 0801 0001 JC0123CO13 00O2 

CHEMICALANALYSIS% iffl 4A ft 

•••• C Si • Mn O S C16\1 Ci Mo VOS CoNO II JA,  EItE kL 1 {i't íi'i 111 «1 

I-IEATNO. LOTNO. PLATENO. DIMENSION " 
WEJGHF  fo' fo' E lE A B C Av 

- -i -3 -4 -4 -3 _3 .4 3 .4 3 -4 -4 MPa MPa % 4=3* 
k g A.P. 

10 x10 x10 xlfl x10 x10 xl0 10 10 vIO viO viO viO 1 3 1 1 
Rp0.2 Rm 05 •• 100' 

24404193C 2465422 2477420001 32x2440x12000 1 7,355 L 171 201 851 160 84 33 01 20 2 240 9 20 40 295 449 20.5 0.66 U( 212 244 244 233 

244341313C 2465913 2417488005 16x2440x12606 1 3,078 L 171 201 851 100 84 33 01 20 2 240 9 20 40 295 471 20 063 CK 122 204 135 154 

24404193C 2465613 24F7488906 16x2440x12000 1 3,678 L 171 201 851 160 84 33 01 20 2 240 9 20 40 295 471 26 0.63 U( 122 204 135 114 

*tlilOTAL): 3 14,711 

L: !SMELTING COMPOSITION ! BOA04=YIELD STRENGTH RATIO 
E*ISLI(GAUGE LENGTH) Lo=200 mm ! BOB01=BENDTEST 

AOcEfoIMPAC1=FEST: 20'C, 110PILONGITUDINAL, !A0C01=IMPACT TEST A 
1E CLOSE TO SURFACE, )tSIZE 10*10*55 ! A00012=IMPACT TEST B 
B0A01=YIELD STRENGTH ! A00013=IMPACT TEST C 
BOA02=TENSILE STRENGTH ! A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According to EN 10204 3.1 ! - 

WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 

EMENTS OF THE ABOVE MATERIAL SPECIFICATION MEALLURGICAL 
•••••••••••
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