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INSPECTION CERTIFICATE

HEEZLITHRXEA%E#42S HR% 114002
No.42 Tuanjie Street Tiedong District 114002
Anshan. P. R. China
Tel 0086-8008900858 Fax 0086-0412-6728486
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Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
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Heat No. wE | kE Ceq ReHt % ¢ ) ° 1 2] 3 [a ¢ ¢
Width | Length 3 ™ ve
10 pa 1 2 3 | Ave Mpa
S4B152602000 142 15 89 11 4 20 20 34 18 2 |T111] 330 | 444 | 33 144 |T216| O | 318|301 | 297 | 305 | 144
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Rerﬁark composite formula, but the composite element results are strictly calculated according to the formula.
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Description We hereby certify thaTthe material has beenlrﬁade by an aﬁlprosed pnrocess and been satisfactorily tested in accordance with the rules of Lloyd's Register. Lleyd's Register Classification Society China Co Ltd
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