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Angang Steel Company Limited

HE ERMBR YA PR/ S8k & BB h 2 AR ) 3800% EO# 1 W # 1 T
Manufacturer: Bayuquan Heavy Plate Plant 3800 Line of AnSteel
TR o N B HER ARES IEAB RS
Buyer BRRAETLFEAHRAE Product Medium and Heavy plate Contract No. C24A0085003 Certificate No. 02409260236
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Specification Q/ASB 146.2 License No.
MRS =k HER EpEs
Grade A36 Date of Delivery 20240926 Weight Mode Theory
& 1L B4 Chemical Composition (%) A%Bend
£ mels BIRS ~ HA(mm) Ei(kg) i - TN
,\E Pack No. Heat No. Dimensions mm. Weight Pos. | g C Si Mn P S B a= o it s
: - - - - - i Batch No.
10 -2| 10 -2 10 -2]10 -3]10 -3 %2
1 | S49240091000 24ND5648 8+2440+12000 1839 1 0 18 17 61 23 8
2 | S49240092000 24ND5648 8+2440+12000 1839 1 0 18 17 61 23 8
3 | S49240093000 24ND5648 8+2440+12000 1839 1 0 18 17 61 23 8
&1tTotal 5517 3
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El ons |uw|B8|on | 8] & |k . Bt | g ) . e . e B
,\E Pack No. ik TS = | 3 YS./ Rt iR | = Hits 7 Rits p&d 1 2 3 | Ave Batch No.
' p&d [ ReH £l sh TS. Batch No. p&d CX U SA % Batch No. p&d Batch No. %2
*2 % % % *2 *2 1 2 3 Ave
MPa | MPa 1 2 3 Ave 1 2 3 Ave %
1 549240091000 | T141 | 336 472 46 4P1156103500
2 | S49240092000 | T141 | 336 472 46 4P1156103500
3 | S49240093000 | T141 | 336 472 46 4P1156103500
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Remarks IRTENIESEEAARNERFINTE, EEETEERESHEIRARITESY. The above elements only list the intentionally added elements that participate in the composite formula, byfethg eﬁ:oswteé\ement results X;eﬁtr cti=Falculated according to the formula.
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Description Wethe;eby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions; ﬂ
contact our company. e




