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MILL TEST CERTIFICATE
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SEND 10 To Whom It May Concern ContRACT No.” E4JTES/P110 PRODUCT mﬂfioﬂlteﬂsmntswﬂ
8 X/NG 21176-2018 ; NiRes 500 OOEAITE S 195020323 AEREE e 250223P00032
Ezzl;é%# RUTkRVE (Flaw Detection Standard): EN10160 SIEL REFERFNJCES o. CERTT;CEE x0.
: S REE VT G
CONTRACT NO. ORDERITEM NO. 0M824120111
VA E S THARAS M5 - WE B H 9
APPROVALCERF. NO. DELIVERY CONDITION QT TRAIN/SHIP NO. JMAEST10 T/C ISSUE DATE 2025/02/23
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OREDR PRODUCT No. SAMPLE ID/LOT NO. DIMENSTONS WETGHT | <) ¢ | i | yn | P S lcr | B | Mo | Ng [ ) b i u | ooy | defy | depr) | W R | e | e | R W
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002 | 24111235400201 | 24111235420111 | 16. 00%2000. 0%6000. O 1.507] L 29 32| 94| 14| 0.4] 64| 17] 0.5 40| 1389] 1640 13.0] 20| 54| 51| 51| 52| -20 33| 36| 33| 34| 511 ACC
002 | 24111235420201 | 24111235420111 | 16. 00%2000. 0%6000. 0 1.507| L 29| 32| 94/ 14| 0.4 64| 17| 0.5 40| 1389| 1640| 13.0] 20 54| 51| 51| 52| -20 33| 36 33| 34| 511 ACC
002 | 24111235430202 | 24111235420111 | 16. 00%2000. 0%6000. 0 1.507| L 29| 32| 94/ 14| 0.4 64| 17| 0.5 40| 1389| 1640| 13.0] 20 54| 51| 51| 52| -20 33 36 33| 34| 511 ACC
002 | 24111235410202 | 24111235420111 | 16. 00%2000. 0%6000. 0 1.507| L 29| 32| 94/ 14| 0.4 64| 17| 0.5 40| 1389| 1640| 13.0] 20 54| 51| 51| 52| -20 33| 36 33| 34| 511 ACC
002 | 24111236450101 | 24111236460111 | 16. 00%2000. 0%6000. 0 1.507| L 28/ 30| 95 12 1 64| 16| 0.4 50| 1420 1591| 11.0] 20| 63| 60| 69| 64 -200 40| 41| 41| 41| 507 ACC
002 | 24111236460101 | 24111236460111 | 16. 00%2000. 0%6000. 0 1.507| L 28/ 30| 95 12 11 64| 16| 0.4 50| 1420 1591| 11.0] 20| 63| 60| 69| 64 -20 40| 41| 41| 41| 507 ACC
002 | 24111236470201 | 24111236460111 | 16. 00%2000. 0%6000. 0 1.507| L 28/ 30| 95 12 1 64| 16| 0.4 50| 1420 1591| 11.0] 20| 63| 60| 69| 64 -200 40| 41| 41| 41| 507 ACC
002 | 24111236470101 | 24111236460111 | 16. 00%2000. 0%6000. 0 1.507| L 28/ 30| 95 12 11 64| 16| 0.4 50| 1420 1591| 11.0] 20| 63| 60| 69| 64 -200 40| 41| 41| 41| 507 ACC
002 | 24111236460201 | 24111236460111 | 16. 00%2000. 0%6000. 0 1.507| L 28/ 30| 95 12 1 64| 16| 0.4 50| 1420 1591| 11.0] 20| 63| 60| 69| 64 -200 40| 41| 41| 41| 507 ACC
ATUR G (TOTAL) 9 13,563

A TRAS=V K + 7]k Quenching and tempering
A A=2)F7 X8 Analysis region:

L-%J%)% %> Smelting Composition;
C—fldt 4> Composition of product;

it Impact : B LIR Notch shape=V
AFEHIRG Test piece sizelOx10x55mm

i i =A1i A FEHBW10/3000

ACC=Accepted

G. L=Gauge Lengthfifiihsf C:L0=50 mm

Y. S=Yield Strength
T.S=Tensile Strength

E.L=Percentage Elongation After Fracture
CAT=Charpy Impact Test Temp
CA=Charpy Absorbed Energy
CAve=Charpy Absorbed Energy Ave.
Dl=Average Hardness Value (HB)
D11=D12=D13=Single Hardness Value (HB)
U.T=Ultrasonic Testing
EN 10204 3.1

7 g BUSAL VRN :The first 8 digits of product No. are heat number AMUURISFAGHEI & 4% VISUAL INSPECTION (SURFACE) AND DIMENSION CHECK:OK
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH
SATISFACTORY RESULTS IN ACCORDTAf-II\]ECEPRV%)IDTUHCTTSHEbORI\IE UIREMENTS OF THE ABOVE MATERIAL SPECIFICATION & P.O.
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JEiF P E A TR 2S) True bogus can inquire on the net: https://ec.nisco.cn/ec

e PG CLUREAE O Note: grade of steel with mill test certificate shall prevail




