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INSPECTION CERTIFICATE

TTHREBI SAMSUNG C&T CORPORATION < A0S i REESRELEMN
PURCHASER 2a ﬁ High strength low alloy structural steel
PRV < W
R BB L SAMIUNG C&T CORPORATION :@ Eéﬁ% YGR1ZANN 240783001-03
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AR MRS ASTM A572/A572M-2021 ; A572 Gr.50 p, BE VAR GRNRUION DATEOFISE
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HEATNO. | LOTNO. PLATENO. DIMENSON Qry B 2] ==
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24205892A 2476179 24G 8120006 14x2440x12000 1 3,218 L 16 29 148 | 11 54 13 21 42 8 2 180) 372 | 557 | 24
&it(TOTAL): 1 3,218
L: J&%mM 45 SVELTING COMPOSTION
hI{4REE(GAUGE LENGTH) Lo=200mm
AOAOI=YIELD STRENGTH
ACAQ2=TENSLE STRENGTH
R ACAO3-PRECENTAGEELONGATION AFTERFRACTURE
NOTES
Accordingto EN 10204 3.1
AP RERBIOEERITHIEING, EERFOER, HILER. AERALLEK
WEHEREBY CERTIFY THAT MATERIAL DESCRIBED HASMANUFACTURED AND TESTED WITH SATISFACTORY RESULTSIN ACCORDANCEWITH THEREQUIR M%iﬂgg 8;_
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