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24111800A S4B170140 S4B22164101 10x2440x12000 1 2,298 L 123| 147 | 857 | 180| 50 27 25 20 1 100 11 20 20 | 296 | 452 | 29 |0.65 | K 109 | 122|109 | 113
24111800A S4B170140 S4B22165101 10x2440x12000 1 2,298 L 123| 147 | 857 | 180| 50 27 25 20 1 100 11 20 20 | 296 | 452 | 29 |0.65 | K 109 | 122 {109 | 113
At (TOTAL: 2 4,596
L: (&A% SVELTING COMPOSTION BOAOA=YIELD STRENGTH RATIO
hI{4REE(GAUGE LENGTH) Lo=200mm BOBO1=BENDTEST
ACCHFIRISIMPACTTEST: 20C, AELONGITUDINAL, AOCO1=IMPACT TEST A
i% CLOSE TO SURFACE, R<HSIZE10%7.5%55 AOCO12=IMPACT TEST B
TR BOAOI=YIELD STRENGTH AQCO13=IMPACT TEST C
BOAO2=TENSLE STRENGTH ACCO2=IMPACT AVERAGE
NOTES BOAOG=PRECENTAGE ELONGATION AFTERFRACTURE
Accordingto EN 10204 3.1
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