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MILL'S TEST CERTIFICATE

g&;gg&m SAMSUNG C&T CORPORATION ;I{g;{j’gﬂ_ (w]i;]?}n[/):‘gp::le(l
in Sheet

%‘sgﬁsm SAMSUNG C&T CORPORATION e CS TYPE B Efﬁgégl o,

gjlflgichICATION A5 AGRd golii?;lACT NO. B
e ikt g ;Js_z.'.:.!,%m% fﬁ’é&iﬂ' ilﬁ";ﬁ The composi tion ’:i}fsalﬁnz{ CHEMIC A[jji:%&ggsmom%) 1%V i MECHANIC PROPERTIES
No. WEIGHT Size(mm) A est mass (g/m - -

Al Zn 1) c Mn P S R, (Nmm?)| R, (N/mm?)| A(%) |  HRB

401 1.75 208 [0.35%1000*3000 |Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 340 395 30 65
400 1.888 225 |0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.033 | 023 | 0.008 | 0.009 348 400 29 66
399 1.886 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 181 | 0.032 | 021 | 0.009 | 0.009 345 395 28 63
398 1.886 225 |0.35%1000#3000 | Chromated| ~ 72h 0.9 99.1 182 | 0031 | 025 | 0.007 [ 0.0 350 398 29 64
397 1.89 225 | 0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 345 400 30 66
396 1.88 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 340 395 29 65
395 1.872 225 |0.35%¥1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 342 400 30 66
394 1.876 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 345 395 30 63
393 1.89 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 | 0.032 | 022 | 0.008 | 0.009 340 392 30 64
392 1.888 225 |0.35%¥1000%3000 | Chromated| ~ 72h 0.9 99.1 182 | 0.032 | 0.22 | 0.008 | 0.009 346 395 30 65
391 1.906 225 |0.35%¥1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.033 | 0.23 | 0.008 | 0.009 340 400 29, fpem
390 1.872 225 |0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 181 | 0032 | 021 | 0.009 | 0.009 345 395 2§\\' PR%
389 1.906 225 [0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0031 | 025 | 0.007 | 0.01 340 400/, Y2 f’?‘ﬁoh
388 1.898 225 | 0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 348 395 Tl 30e
387 1.906 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 345 55 '
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MILL'S TEST CERTIFICATE

IR SAMSUNG C&T CORPORATTON L GEJ]EZ:] i.gcl‘zl):(li(ml
CUSTOMER PRODUCT i Shest
;IJ%L: g:':SER SAMSUNG C&T CORPORATION we CSTYPE B ZNA%‘FL}(J;“F e —
ol ASTM A653 el 7G202406263628
SPECIFICATION CONTRACT NO.
e = T R 52, b
B ki g Pt A ’i:l'{ffﬁzﬂ] izf‘f’s ‘:&g The composition 1?05\.:?5{;1 CHEMIC Alj)gglj\%gsmom%) J1%1:f& MECHANIC PROPERTIES
No. WEIGHT Size(mm) reatment e mass (g/m - -
Al Zn ) C Mn P S [Ry(Nmm*)| R, (N/mm*)| 4(%) | HRB
266 1.922 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.22 | 0.008 [ 0.009 340 395 30 65
265 1.916 200 | 0.4¥1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 [ 0.009 340 395 30 65
264 1.918 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 181 0.033 | 0.23 | 0.008 [ 0.009 348 400 29 66
263 1.918 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 021 | 0.009 | 0.009 345 395 28 63
262 1.928 200 | 0.4%¥1000*3000 |Chromated|  72h 0.9 99.1 180 0.031 | 025 | 0.007 | 0.01 350 398 29 64
261 1.922 200 | 0.4*1000%3000 |Chromated|  72h 0.9 99.1 181 0.035 | 0.26 | 0.008 [ 0.009 345 400 30 66
260 1.932 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 182 0.03 | 0.22 | 0.008 | 0.008 340 395 29 65
259 1.922 200 | 0.4%1000*3000 |Chromated|  72h 0.9 99.1 180 0.032 [ 0.22 | 0.008 | 0.009 342 400 30 66
258 1.926 200 | 0.4%*1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 0.22 | 0.008 [ 0.009 345 395 30 63
257 1.92 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.22 | 0.008 [ 0.009 340
256 1.92 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 346
255 1.91 200 | 0.4%1000*3000 |Chromated|  72h 0.9 99.1 181 0.033 | 0.23 | 0.008 | 0.009 340
254 1.922 200 | 0.4%*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.21 | 0.009 [ 0.009 345
253 1.922 200 | 0.4%¥1000*3000 |Chromated|  72h 0.9 99.1 180 0.031 | 025 | 0.007 | 0.01 340
252 1.906 200 | 0.4%1000*3000 |Chromated|  72h 0.9 99.1 181 0.035 | 0.26 | 0.008 [ 0.009 348
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MILL'S TEST CERTIFICATE

g&;#g&m SAMSUNG C&T CORPORATION L;{ggﬂ’a (‘;a1Hg:i1?:xiil):§l(){:|
in Sheet
;ﬁig:&sm SAMSUNG C&T CORPORATION L= CS TYPE B ;ffrg'gl]: =
gjl;;g;IFlCATION ASTM A653 (/;O[:I'FI:TR ACT NG, 7G202406263628
55 Uik o h&?ﬂiﬂ.-‘kﬂﬁﬁ é:i%fﬁ? i“;i‘pftaj The composition IIEJZE,E CHEMIC Agjfgi:f:g)smom%) 7154 fiE MECHANIC PROPERTIES
No. WEIGHT Size(mm) treatment o mass (g/m - -
Al Zn 2) e Mn P S [R (N'mm?)| R, (N/mm®)| 4(%) |  HRB
251 1.904 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 182 003 | 022 | 0.008 | 0.008 345 398 29 65
250 1.926 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 350 400 30 66
249 1.91 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 345 395 30 63
248 1.926 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 340 400 30 64
247 1918 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99,1 180 0.032 | 022 | 0.008 | 0.009 342 395 30 65
246 1.924 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 345 392 30 65
245 1.922 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 0.033 | 023 | 0.008 | 0.009 340 395 29 66
244 1.924 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 021 | 0.009 | 0.009 346 400 28 63
243 1.926 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 181 0.031 | 025 | 0.007 | 0.01 340 395 29 64
242 1.93 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99,1 182 0.035 | 0.26 | 0.008 | 0.009 345
241 1.922 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 180 0.03 | 022 | 0.008 | 0.008 340
240 1.92 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 348
239 1.922 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 345
238 1.93 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 350
237 1.92 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99,1 181 0.032 | 022 | 0.008 | 0.009 342
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(}‘JUL;J;){I\':TER SAMSUNG C&T CORPORATION :,I{gggjcq_ (}a][};:]is:\zp:jlc‘.nl
in Sheet
;L%J%ig;:‘/ism SAMSUNG C&T CORPORATION 4 CS TYPE B ;é(rtlzl (ﬂ, o
AL ASTM A653 a1 2G202406263628
SPECIFICATION CONTRACT NO.
B it o Il R éﬂfﬁiﬁ' i;igl;;y’ The composition !Ifo};tjig CHEM,CAinff;’gS,T,ON(% ) J1%: 1%/ MECHANIC PROPERTIES
No. WEIGHT Size(mm) Wedisdibo it mass (g/m - -
Al Zn 23 C Mn P S R, (N/mm)| R, ( N/'mm”~)| A (%) HRB
236 1.926 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.22 | 0.008 | 0.009 345 395 30 63
235 1.924 200 | 0.4%*1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 340 392 30 64
234 1.926 200 | 0.4%*1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 395 30 65
233 1.914 200 | 0.4%¥1000%3000 |Chromated| 72h 0.9 99.1 182 0.033 | 0.23 | 0.008 | 0.009 348 400 29 66
232 1.92 200 | 0.4%¥1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 340 395 30 65
231 1.93 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 181 0.033 | 0.23 | 0.008 | 0.009 348 400 29 66
230 1.934 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.21 | 0.009 | 0.009 345 395 28 63
229 1.926 200 | 0.4¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.031 | 025 | 0.007 | 0.01 350 398 29 64
228 1.928 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 181 0.035 | 0.26 | 0.008 | 0.009 345
237 1.926 200 | 0.4¥1000%3000 |Chromated| 72h 0.9 99.1 182 0.03 | 022 | 0.008 | 0.008 340
226 1.92 200 | 0.4¥1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 342
225 1.92 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 0.22 | 0.008 | 0.009 345
224 1.934 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 340
223 1.932 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 346
223 1.926 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99,1 181 0.033 | 023 | 0.008 | 0.009 340
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éﬁ;'g&m SAMSUNG C&T CORPORATION l’,R‘g;;ﬂ:T Ga]C:;:{igzy::[);(il(-\(wl
in Sheet
;Eﬁbrig:;\sw SAMSUNG C&T CORPORATION R CS TYPE B ?ﬁnla{gfj: i
)gl}i\{lgéC]FICATION Y e gcgrli{:RACT NO. Ll
2 [ T .
%4 i it B L ‘fszffifﬂ j";?s‘jrzé; Tho coRposition %J:f;f i AJ%%&%SIT]ON(%) /2 PEfi MECHANIC PROPERTIES
No. WEIGHT Size(mm) trenbrent fisct mass (g/m - -
Al Zn & e Mn P S |R. (Nfmm*)| R, ( N/mm®)| 4 (%) HRB
221 1.92 200 | 0.4¥1000%3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 021 | 0.009 | 0.009 | 345 395 28 63
220 1.93 200 | 0.4¥1000%3000 |Chromated|  72h 0.9 99.1 180 | 0.031 [ 025 | 0.007 | 0.01 340 400 29 64
219 1,926 200 | 0.4¥1000%3000 | Chromated|  72h 0.9 99.1 181 | 0035 | 026 | 0.008 | 0.009 | 348 395 30 66
218 1,928 200 | 0.4*1000%3000 |Chromated| ~ 72h 0.9 99.1 182 | 003 | 022 | 0.008 | 0.008 | 345 398 29 65
217 1918 200 | 0.4¥1000%3000 |Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 | 350 400 30 66
216 1.924 200 | 0.4¥1000%3000 |Chromated|  72h 0.9 99.1 181 | 0032 | 022 | 0.008 | 0.009 | 345 395 30 63
215 1914 200 | 0.4*1000%3000 |Chromated|  72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 | 340 400 30 64
214 1.922 200 | 0.4¥1000%3000 |Chromated| 72h 0.9 99.1 180 | 0032 | 022 | 0.008 | 0.000 | 342 395 30 65
213 1.928 200 | 0.4%1000#3000 | Chromated|  72h 0.9 99.1 181 | 0032 | 022 | 0008 | 0.009 | 345 392 30 65
212 1.926 200 | 0.4%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0033 | 023 | 0.008 | 0.000 [ 340 395 429
211 1918 200 | 0.4%1000*3000 | Chromated| 72h 0.9 99.1 180 | 0032 | 021 | 0.009 | 0.009 | 346 190 >
210 1.92 200 | 0.4%1000*3000 | Chromated| 72h 0.9 99.1 181 | 0031 | 025 | 0.007 | 0.01 340 985
209 1.898 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 182 | 0.035 | 026 | 0.008 | 0.009 [ 345 4ol | 3004 g
208 19 200 | 0.4%1000%3000 | Chromated| ~72h 09 | 99.1 180 | 003 | 022 | 0.008 | 0.008 | 340 o> | 4o |1 /6
207 1912 200 | 0.4¥1000%3000 |Chromated|  72h 0.9 99.1 181 | 0032 | 022 | 0.008 | 0000 | 348 38| 307 66
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B RE Tie e Hot Dipped
T 2 L A7 B
CL‘jU)g"l:r(){hleli SAMSUNG C&T CORPORATION ;’E{glflf(]?r Galvanized steel
) in Sheet
W 15 iy R W
bt : L C - it 2o
PURCHASER SAMSUNG C&T CORPORATION LR CSTYPEB DATE OF ISSUE
bt ASTM A653 il 2G202406263628
SPECIFICATION ' CONTRACT NO. .
KA | $h %% R L HeF8s) b
% i - TR R 2 N L The composition { ¢oating CHEMICAL COMPOSITION(%) 715 fiE MECHANIC PROPERTIES
I : surface | salt spray o
No. WEIGHT Size(mm) e est mass (g/m
Al Zn 2y e Mn P S R (Nmm)| R, ( N/mm®)| 4 (%) HRB
2006 1.91 200 0.4*%1000%3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 345 400 30 63
205 1.924 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 350 395 30 64
204 1.922 200 0.4*1000*%3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 342 400 30 66
203 1.928 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 345 395 30 63
202 1.916 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 340 392 30 64
201 1.888 200 0.4*¥1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 340 395 30 65
200 1.918 200 0.4*1000*3000 | Chromated 72h 0.9 99,1 182 0.033 0.23 0.008 0.009 348 400 29 66
199 1.876 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.21 0.009 0.009 345 395 28 63
198 1.918 200 0.4*¥1000*3000 | Chromated 72h 0.9 99.1 181 0.031 0.25 0.007 0.01 350
197 1.882 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 0.009 345
196 1.918 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 0.008 340
195 1.898 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 342
194 1.898 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 345
403 2.656 280 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 340
402 1.928 200 0.4*1000*3000 |[Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 346
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(L‘IJJS,;I(I){:AER SAMSUNG C&T CORPORATION ;:;{g;lgjé_r (‘:all\:lr]izc]){;p;ilvol
in Sheet

l[l:)l{_JL}Eg;mbER SAMSUNG C&T CORPORATION iRE CSTYPEB gAA'T‘[IE_Ié?}J? ISSUE

ijl-;}gé(‘]F]CAT‘ION aTH 4G5 g(l)F:l'?RACT NO. ARclE e aaeg
155 ikt o Fl bt RS ffffﬁfﬂ ’:Ziﬁzj The composition %i?ii CHEMIC Agi%ﬁzgc})sm ON(%) J1%: £ MECHANIC PROPERTIES
No. WEIGHT Size(mm) W— st mass (g/m - -

Al Zn ) C Mn P S R ., (N/mm°)| R, ( N/'mm”~)| A (%) HRB

001 1.97 164 0.5%1000%3000 | Chromated 72h 0.9 99.1 182 0.033 0.23 0.008 | 0.009 340 400 29 66
002 1.964 164 0.5*%1000%3000 | Chromated 72h 0.9 99.1 180 0.032 0.21 0.009 [ 0.009 345 395 28 63
003 1.932 161 0.5%1000%3000 | Chromated 72h 0.9 99.1 181 0.031 0.25 0.007 0.01 340 400 29 64
004 1.93 161 0.5*%1000*3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 | 0.009 348 395 30 66
005 1.926 161 0.5%1000%3000 [ Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 | 0.008 345 398 29 65
006 1.916 161 0.5*1000*%3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 350 400 30 66
007 1.922 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 340 395 30 65
008 1.92 161 0.5*%1000*3000 [Chromated 72h 0.9 99.1 180 0.033 0.23 0.008 | 0.009 348 400 29 66
009 1.922 161 0.5*%1000*3000 [Chromated 72h 0.9 99.1 181 0.032 0.21 0.009 | 0.009 345 395 2_8,_7_ \(23
010 1.92 161 0.5%1000*3000 |Chromated| 72h 0.9 99.1 182 0.031 | 025 | 0.007 | 0.01 350 ! 1,//}9@\\
011 1.918 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 180 0.035 0.26 0.008 | 0.009 345 56 |
012 1.922 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 181 0.03 0.22 0.008 | 0.008 340
013 1.916 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 342
014 1.916 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 345
015 1.922 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 340
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SR N ks Hot Dipped
ARARIED) e b 7 it 44 B _ .
CUSTOMER SAMSUNG C&T CORPORATION PRODUCT Gd]‘v'n-]I'Il/:(‘{l steel
in Sheet
W B , , 2% 5% FLW)
SAMSUNG C&’ e
PURCHASER SAMSUNG C&T CORPORATION LIRS CSTYPEB DATE OF ISSUE
bRk &l
. 5 3
SPECIFICATION HRTM A553 CONTRACT NO. 2202406363628
szt e | anaw s LS A b2 il 4 o
= ik P A KA A:Ef-lfsif ';u;ﬁt‘}sutim The composition ¢ nnat ing | CHEMICAL Cé)l\lflch(J:)SITION(%) J1252 Mt MECHANIC PROPERTIES
No. WEIGHT ! Size(mm) Pa— tes]i Y mass (g/m
Al Zn 2) & Mn P S [Ru (N/mm®)|R,,( N'mm?)| 4 (%) HRB
016 1.93 161 0.5*1000%3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 346 395 30 65
017 1.92 161 0.5%1000%3000 | Chromated 72h 0.9 99.1 180 0.033 0.23 0.008 0.009 340 400 29 66
018 1.924 161 0.5%1000%3000 [Chromated 72h 0.9 99.1 181 0.032 0.21 0.009 0.009 345 395 28 63
019 1.916 161 0.5*1000%3000 | Chromated 72h 0.9 99.1 182 0.031 0.25 0.007 0.01 340 400 29 64
020 1.926 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.035 0.26 0.008 0.009 348 395 30 66
021 1.93 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 181 0.03 0.22 0.008 0.008 345 398 29 65
022 1.93 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 340 395 30 65
023 1.92 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.033 0.23 0.008 0.009 348 400 29 66
024 1.92 161 0.5*1000*%3000 | Chromated 72h 0.9 99.1 181 0.032 0.21 0.009 0.009 345 395 28 R 63
025 1.918 161 | 0.5¥1000%3000 |Chromated| 72h 0.9 99.1 182 | 0031 | 025 | 0.007 | 0.01 350 Ao Nd
N\ A P AN
N Ty
026 1.91 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 180 0.035 0.26 0.008 0.009 345 40071\ ' 30 y 6@\
ARG 7
027 1.92 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.03 0.22 0.008 0.008 340 43 "-;‘-29 7 LA 6}7
W, .\)‘ 2
028 1.916 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 342 Al \36\}}/ /,K/;G
i A,
029 1.924 161 | 0.5%1000%3000 |Chromated| ~72h 0.9 99.1 180 | 0.032 | 0.22 | 0.008 | 0.009 345 \ 5/ [0\ 6
030 1.916 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 340 ';'92-:-*’—"”36 ’ 64
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Address:Guan Xian industry Park,Liaocheng,Shandong,China

77 i J5 B AIE B A5
MILL'S TEST CERTIFICATE

yt}:g&\’m{ SAMSUNG C&T CORPORATTON I’) R”(;é'&T (;.d]l\f;,‘]i!,?:,SP;ZIM
in Sheet
'[l,ffﬁi('ﬁ':/’\sm SAMSUNG C&T CORPORATION ) CS TYPE B fﬁEIgJJF]SSUE
}gjliyg;‘[[?[CA'rION Al tiag gOﬂJEKACT NO. cCEhialinssnn
A 2 B . 5
i i it e AR izfilfﬁﬁf‘ i;i:iay] The composition iﬂﬁthfn; — A]j%ét%:gsm ON%) F1% kA& MECHANIC PROPERTIES
No. WEIGHT Size(mm) st fest mass (g/m -
Al Zn 2] ¢ Mn P S |Ro, (Nmm?)| R, (N/mm?)| 4 (%) |  HRB

031 | 192 161 | 0.5¥1000%3000 |Chromated| 72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 346 395 30 65
032 1.912 161 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 180 | 0.033 | 023 | 0.008 | 0.009 340 400 29 66
033 1.93 161 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395 28 63
034 1.924 161 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 182 | 0.031 | 025 | 0.007 | 0.0 340 400 29 64
035 1.914 161 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 348 395 30 66
036 1.912 161 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 345 398 29 65
037 1.918 161 | 0.5¥1000*3000 |Chromated| 72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 350 400 30 66
038 1.918 161 | 0.5%1000*3000 |Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 345 395 30 63
039 1.918 161 | 0.5%¥1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 400 30 64
040 1.908 160 | 0.5%1000%3000 |Chromated| 72h 0.9 99.1 182 | 0032 | 022 [ 0.008 | 0.009 342 395 |
041 1.916 161 | 0.5%1000%3000 |Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 345 392
042 1.92 161 | 0.5¥1000%3000 |Chromated| 72h 0.9 99.1 181 0033 | 023 | 0.008 | 0.009 340 395 f.;‘:‘
043 1.922 161 | 0.5%1000%3000 |Chromated|  72h 0.9 99.1 182 | 0.032 | 021 | 0.009 | 0.009 346 fiod\z VE o /
044 1.92 161 | 0.5%1000*3000 |Chromated|  72h 0.9 99.1 180 | 0.031 | 025 | 0.007 | 0.01 340 91“5‘% /%\_ *;,iligﬂ;a
045 1.932 161 | 0.5%1000%3000 |Chromated|  72h 0.9 99.1 181 0.035 | 026 | 0.008 | 0.009 345 4008 | 30_t" 66
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7L SRR A PR A ) MILL'S TEST CERTIFICATE
GUANXTAN ZHONGGUAN NEW MATERTIALS CO., LTD.
bl e ool oLy AR 6008 ek BB 2 T
Address:Guan Xian industry Park,Liaocheng,Shandong,China
i o Hot Dipped
RAEEEY R, T e L1 L .
CUSTOMER SAMSUNG C&T CORPORATION PRODUCT {rcll'\f'::l[]l[:((l steel
in Sheet
IM{ ﬂi‘ "[’"{.\‘!I . i ; o n.f A{ [ | ;‘“
PURCHASER SAMSUNG C&T CORPORATION LR CS: TYPE B DATE OF ISSUE
F itk = & [
S ; 2024 3
SPECIFICATION ASTM A653 CONTRACT N 7202406263628
O T e, W o 2 125 4
ye [ o = 5. s J&Wlléd:ﬂn J‘fill.l‘.gé'uk! LA Ml s S .‘7 ) _‘(‘h J} 28 Gl »
3= i ik F g RS sucface | saltspray The composition ¢ coating CHEMICAL COMPOSITION(%) 7125 fiE MECHANIC PROPERTIES
No. WEIGHT Size(mm) —— fout mass (g/m
Al Zn 2) c Mn P S R (NMmm®)| R, ( Nimm?)| 4 (%) HRB
046 1.91 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 182 0.03 0.22 0.008 | 0.008 340 395 29 65
047 1.92 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 348 398 30 66
048 1.922 161 0.5*%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 345 400 30 63
049 1.916 161 0.5*¥1000%3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 350 395 30 64
050 1.912 161 0.5%1000*3000 |Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 342 400 30 66
051 1.914 161 0.5¥1000*3000 |Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 345 395 30 63
052 1.914 161 0.5¥1000*3000 |Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 340 392 30 64
053 1.924 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 340 395 30 65
054 1.91 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.033 0.23 0.008 | 0.009 348 400 _,29,—.'—‘f =y, 66
055 1.91 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.21 0.009 | 0.009 345
056 1.91 161 0.5*1000*3000 | Chromated 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 350
057 1.314 110 0.5%1000%3000 | Chromated 72h 0.9 99.1 181 0.035 0.26 0.008 | 0.009 345
058 1.922 161 0.5%1000%3000 [Chromated 72h 0.9 99.1 182 0.03 0.22 0.008 0.008 340
059 1.94 161 0.5%1000*3000 [Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 342
060 1.92 161 0.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 345
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Address:Guan Xian industry Park,Liaocheng,Shandong,China

77 b Jo B AIE B A5
MILL'S TEST CERTIFICATE

éjlj’ggr\lm SAMSUNG C&T CORPORATION ;) I{gé’gﬁﬁ Ga IU[::HI:ZEDZTWI
in Sheet
:E’S’g("; ]{‘/_’;SER SAMSUNG C&T CORPORATION 4 CS TYPE B gﬁgléﬁ —
i’[TC[HC BN ASTM A653 ?(E,'FR P 7G202406263628
155 i L AL é::‘f?fiiﬂ’ iilﬁﬁtjﬁ; The composition ﬂf{])zt}yfi —— Alj%gﬁggsmom%) F1%5: i MECHANIC PROPERTIES
No. WEIGHT Size(mm) S s mass (g/m - -
Al Zn 2) C Mn p S R (Nmm*)|R,,(N'mm*)| 4(%) |  HRB
061 1.92 161 0.5*%1000*3000 |Chromated|  72h 0.9 99.1 182 0.032 | 0.22 | 0.008 | 0.009 340 392 30 64
062 1.916 161 0.5%¥1000*3000 |Chromated|  72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 346 395 30 65
063 1.822 154 | 0.5*1000*3000 |Chromated| 72h 0.9 99.1 181 0.033 | 0.23 | 0.008 | 0.009 340 400 29 66
064 1.972 133 | 0.6¥1000*3000 |Chromated| 72h 09 | 99.1 182 0.032 | 0.21 | 0.009 | 0.009 345 395 28 63
065 1.97 133 | 0.6¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.031 | 025 | 0.007 | 0.01 340 400 29 64
066 1.968 133 | 0.6*1000*3000 |Chromated| 72h 0.9 99.1 181 0.035 | 026 | 0.008 | 0.009 348 395 30 66
067 1.97 133 | 0.6*1000*3000 |Chromated| 72h 0.9 99.1 182 0.03 | 022 | 0.008 | 0.008 345 398 29 65
068 1.974 138 | 0.6¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 350 400 30 66
069 1.97 138 | 0.6%1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 395 30 65
070 1.976 138 | 0.6%1000%3000 |Chromated| 72h 0.9 99,1 182 0.033 | 0.23 | 0.008 | 0.009 348 400 29 4/?66
071 1.978 138 | 0.6*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 021 | 0.009 | 0.009 345
072 1.97 138 | 0.6*1000*3000 |Chromated| 72h 0.9 99,1 181 0.031 | 025 | 0.007 | 0.01 350
073 1.978 138 | 0.6¥1000*3000 |Chromated| 72h 0.9 99.1 182 0.035 | 0.26 | 0.008 | 0.009 345
074 1.976 138 | 0.6*1000*3000 |Chromated| 72h 0.9 99.1 180 0.03 | 022 | 0.008 | 0.008 340
075 1.976 138 | 0.6*1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 342
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

e it
in Sheet

;ffﬂg;f;sm SAMSUNG C&T CORPORATION W CS TYPE B i"cﬁg ﬁ ISSUE

ijl;"(gé(?lFlCATION ADTH .AGBS (?OE”I?RA(‘T NO. sl
B | mE | M ﬁffﬁfﬁ izli‘;tzi The conposi tion ?ﬁig CHEMIC Aljjg%;if}fgsmom%) J1%:V£ % MECHANIC PROPERTIES
No. WEIGHT Size(mm) HETE st mass (g/m

Al Zn ) ¢ Mn P S |R. (N/mm®)| R, ( N/mm?®)| A (%) HRB

386 1.9 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 350 400 30 66
385 1.906 225 | 0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 345 395 30 63
384 1.902 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 400 30 64
383 1.898 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 342 395 30 65
382 1.896 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 345 392 30 65
381 1.898 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.033 | 023 | 0.008 | 0.009 340 395 29 66
380 .88 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 021 | 0.009 | 0.009 346 400 28 63
379 1.892 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.031 | 025 | 0.007 | 0.01 340 395 29 64
378 1.894 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.035 | 026 | 0.008 | 0.009 345 400 30 66
377 1.896 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 0.03 | 022 | 0.008 | 0.008 340
376 1.892 225 [0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 0.22 | 0.008 | 0.009 348
375 1.884 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 345
374 1.894 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 350
373 1.894 225 |0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 342
372 1.892 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0032 | 022 | 0.008 | 0.009 345
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

g&zﬁgh’ﬂm SAMSUNG C&T CORPORATION ;)QISI?JJCT Gal[\J;;izc‘zzp:‘nel
in Sheet
;L%ig;f;sm SAMSUNG C&T CORPORATION R CSTYPE B ;iff”l;g; [SSUE
Fie T alis 7G202406263628
SPECIFICATION CONTRACT NO.
Sy 0,
oA i it g P FUA fﬂﬁm L:";i‘;tzf The composition ’[iﬁofﬁlnf CHEMIC AJ%?;&:(})SITION(%) 174k fig MECHANIC PROPERTIES
No. WEIGHT Size(mm) freatment st mass (g/m
Al Zn 2) C Mn P S |R. (N/mm®)| R, ( N/imm?)| 4 (%) HRB
076 1.98 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.22 | 0.008 | 0.009 345 395 30 63
077 1.97 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 340 392 30 64
078 1.974 138 0.6*1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 0.22 | 0.008 | 0.009 346 395 30 65
079 1.982 138 0.6*¥1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 350 400 30 66
080 1.974 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 [ 022 | 0.008 | 0.009 345 395 30 63
081 1.97 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 400 30 64
082 1.97 138 0.6*1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 | 0.22 | 0.008 | 0.009 342 395 30 65
083 1.97 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 345 392 30 65
084 1.976 138 0.6¥1000*3000 |Chromated|  72h 0.9 99.1 181 0.033 | 023 | 0.008 | 0.009 340 395 2951y, 66
085 1.98 138 0.6*1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 [ 021 | 0.009 | 0.009 346 3
086 1.97 138 0.6*1000*3000 |Chromated|  72h 0.9 99.1 180 0.031 [ 025 | 0.007 | 0.01 340
087 1.956 138 0.6*1000%3000 |Chromated|  72h 0.9 99.1 181 0.035 | 0.26 | 0.008 | 0.009 345
088 1.97 138 0.6*1000*3000 |Chromated|  72h 0.9 99.1 182 0.03 | 0.22 | 0.008 | 0.008 340
089 1.866 130 0.6*1000%3000 |Chromated|  72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 348
105 1.942 101 0.8*%1000%3000 |Chromated|  72h 0.9 99.1 181 0.032 | 0.22 | 0.008 | 0.009 345
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

o i A hor Hot Dipped
RS ; o P 44 B o PR
CUSTOMER SAMSUNG C&T CORPORATION PRODUCT (xllvc}n]/:( d steel
in Sheet
e B A , R . % FL
PURCHASER SAMSUNG C&T CORPORATION W= CSTYPEB DATE OF ISSUE
i Bl
51 7G202406263628
SPECIFICATION AsTH Anad CONTRACT NO.
S K R i 2 i A R
i 4 - i B R R ALRE | #5551 ; w’;‘}".ﬁg' L%
e it ¥ [Jk;i]{,ulﬂﬁ- R sal?s;t:[; The composition { coating CHEMICAL COMPOSITION(%) 712 MECHANIC PROPERTIES
No. WEIGHT Size(mm) iRt sl mass (g/m
Al Zn 23 C Mn P S |R. (N/mm*)| R, ( N/mm®)| A (%) HRB
371 1.894 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 340 392 30 64
370 1.886 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 340 395 30 65
369 1.904 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 181 0.033 0.23 0.008 0.009 348 400 29 66
368 1.898 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.21 0.009 0.009 345 395 28 63
367 1.896 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 350 398 29 64
366 1.892 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.035 0.26 0.008 0.009 345 400 30 66
365 1.9 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 182 0.03 0.22 0.008 0.008 340 395 29 65
364 1.896 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 0.009 342 400 30 66
363 1.898 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 0.009 345 395 30 63
362 1.886 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 0.009 340 392 391 — 64
361 1.892 225 |0.35*%1000%3000 | Chromated|  72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 346 395 AL w304 \
AES \\U‘wa,(} %
s .
360 1.878 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.033 0.23 0.008 0.009 340 :
359 1.886 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.21 0.009 0.009 345
358 1.888 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 340
357 1.904 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 181 0.035 0.26 0.008 0.009 348
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GUANXTAN ZHONGGUAN NEW MATERIALS CO., LTD.

bk s v () g A< I 7L A 40 bl
Address:Guan Xian industry Park,Liaocheng,Shandong,China

IR SAMSUNG C&T CORPORATION Pk R califiiﬁiELSDZ?m

CUSTOMER PRODUCT e

:ﬂ:gﬁgsw SAMSUNG C&T CORPORATION W CS TYPE B gﬁ;s;ulj: —

gjlflfziiC!F]CATlON ASTM Jas ?gi:?RACT NO. e
ey gy s @.ﬂ&m#ﬁ &Sﬂg{" ;Li:ia; The composi tion ﬂfjﬂ{'f: CHEMIC AJ%%&%SITION(%) J1%:P£fiE MECHANIC PROPERTIES
No. WEIGHT Size(mm) S tost mass (g/m

Al Zn 2) e Mn P S |R. (Nmm| R, ( N/mm®)| 4 (%) HRB

356 1.892 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 0.03 | 022 | 0.008 | 0.008 345 398 29 65
355 1.894 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 350 400 30 66
354 1.892 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 395 30 65
353 1.888 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 182 | 0.033 | 023 | 0.008 | 0.009 348 400 29 66
352 1.888 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 021 | 0.009 | 0.009 345 395 28 63
351 1.9 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0031 | 025 | 0.007 | o0.01 350 398 29 64
350 1.896 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.035 | 026 | 0.008 | 0.009 345 400 30 66
349 1.9 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 003 | 022 | 0.008 | 0.008 340 395 29 65
348 1.892 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0032 | 022 | 0.008 | 0.009 342 400 30 66
347 1.888 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 345 395 | bt 63
346 1.886 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 340 39/2;%"’_’; \\}m {g}i\
345 1.882 225 |0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0032 | 022 | 0.008 | 0.009 346 A{;QSIO 30 /'/65 B
344 1.892 225 [0.35%1000%3000 | Chromated|  72h 0.9 99.1 182 | 0033 | 023 | 0.008 | 0.009 340 (, ia ; "'}9(?21 /;5) 66/
343 1.902 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 021 | 0.009 | 0.009 345 \13\9@, /_\@8’%1\ /;56
342 1.892 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.031 | 025 | 0.007 | 0.01 340 do00_ ‘;29—,.4"”’ 64
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

A

SAMSUNG C&T CORPORATTON

i i
7 i 4 TR

Hot Dipped
Galvanized steel

CUSTOMER PRODUCT L
in Sheet
WA B AR i %R E
¥ b ) =
PURCHASER SAMSUNG C&T CORPORATION RS CS TYPE B DATE OF ISSUE
T ; 7G202406263628
SPECIFICATION BTN Aeda CONTRACT NO. 0 ’
T Ty PR b5 i g
P < p=t, YT T&ITH%E ﬁh;}u\g@ r st N S 2 ) s
Fet i 4k e e B S | it The composition { coating | CHEMICAL COMPOSITION(%) J1%5:4E i MECHANIC PROPERTIES
No. WEIGHT Size(mm) P st mass (g/m
Al Zn 2} C Mn P S [R. (Nmm*) R, (N/mm?*)| 4 (%) HRB
341 1.904 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 | 0.009 348 395 30 60
340 1.898 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 | 0.008 345 398 29 65
339 1.898 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 340 395 30 65
338 1.884 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 182 0.033 0.23 0.008 | 0.009 348 400 29 66
337 1.898 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.21 0.009 | 0.009 345 395 28 63
336 1.9 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.031 0.25 0.007 0.01 350 398 29 64
335 1.904 225 0.35*%1000%3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 | 0.009 345 400 30 66
334 1.896 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 | 0.008 340 395 29 65
333 1.902 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 342 400 30 66
) * * i
332 1.904 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 345 395’ /{:"\3%5{{2,[ %g\
331 1.904 225 0.35*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 340 3192/ VEN\’BE l'f%/ll\“
/T ‘.l_‘_.‘ij\(’ I
330 1.906 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 346 ﬁl}jgﬁt{&f »,;3\,01 /465 /}
T P WA
329 1.892 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 182 0.033 0.23 0.008 | 0.009 340 ﬁ %[%(\)j[ 29_{,;\, x 6%
z V. i 4
X . 7 &
328 1.898 225 0.35%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.21 0.009 [ 0.009 345 %9\3’;},/ @}8 )V #63
327 1.902 225 0.35*%1000*3000 | Chromated 72h 0.9 99.1 181 0.031 0.25 0.007 0.01 340 48@{:-;“;-;:729‘“&V 64




ok B AR R b4 R 24 7
GUANXTAN ZHONGGUAN NEW MATERIALS CO., LTD.
bt L ARG e St £ 1l [l
Address:Guan Xian industry Park,Liaocheng,Shandong,China

77 i Jo B R B
MILL'S TEST CERTIFICATE

gﬁ;'g&m SAMSUNG C&T CORPORATION I’,R‘gggﬂm (1]U§f:121(11§i};l(t]

:l)ﬁ:g;mﬂ SAMSUNG C&T CORPORATTON e CS TYPE B ;AA&E?JF -

bt ASTH AG53 s 7G202406263628

SPECIFICATION CONTRACT NO.
F i it e R *szféijm :Ziﬁj The composi tion %iﬁt;fn% SLiEe AJ%%&I%SITION(%) J1%:% g MECHANIC PROPERTIES
No. WEIGHT Size(mm) P— Lt mass (g/m -

Al Zn ) e Mn P S R, (N/mm*)|R,, ( N'mm?)| 4 (%) HRB

326 1.9 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 0.035 | 0.26 | 0.008 | 0.009 348 395 30 66
325 1.904 225 [0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 0.03 | 022 | 0.008 | 0.008 345 398 29 65
324 1.892 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 350 400 30 66
323 1.9 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 345 395 30 63
322 1.9 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 0.22 | 0.008 | 0.009 340 400 30 64
321 1.902 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0032 | 022 | 0.008 | 0.009 342 395 30 65
320 1.892 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 345 392 30 65
319 1.898 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.033 | 023 | 0.008 | 0.009 340 395 29 66
318 1.898 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0032 | 021 | 0.009 | 0.009 346 400 28 63
317 1.902 225 | 0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 182 | 0.031 | 025 | 0.007 | 0.01 340 395 /ze”r"g i
316 1.88 225 |0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 345 400,/ 1 "*‘“""’“43‘6}\\\
315 1.888 225 | 0.35%¥1000*3000 | Chromated|  72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 340 3{;?’51\3‘ %4 A5
314 1.878 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 348 ﬁo&ﬁ 0V i& % /
313 1.894 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0000 | 345 O S [ )@’
312 1.88 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 350 395 Smfe30= 64
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MILL'S TEST CERTIFICATE

W Hot Dipped
PG s ; S R : :
L IRTORIER SAMSUNG C&T CORPORATTON ek Galvanized stecl
in Sheet
e B S _ 2 FL
i Bl : s
OIS SAMSUNG C&T CORPORATION iR CS TYPE B ARSI
™ AB5: 7G202406263628
SPECIFICATION ASTH. 5654 CONTRACT NO.
s 7 ey 2 I 1025 4
=] S s Y k[m&&fﬂl ﬂ[’l?}k{kl}ﬁ 5 i D I, 2 s et
$k ifi 4t e % A e gl oo The composition { coating | CHEMICAL COMPOSITION(%) 7154 MECHANIC PROPERTIES
No. WEIGHT Size(mm) AL o mass (g/m
Al Zn 2 C Mn P S R, (N'mmd)|R,, ( N'mm*)| 4 (%) HRB
311 1.892 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 342 400 30 66
310 1.886 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 0.22 | 0.008 | 0.009 345 395 30 63
309 1.892 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 392 30 64
308 1.882 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 340 395 30 65
307 1.892 225 |0.35%1000*3000 [ Chromated|  72h 0.9 99.1 180 | 0.033 | 0.23 | 0.008 | 0.009 348 400 29 66
306 1.892 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395 28 63
305 1.904 225 |0.35%1000*3000 [ Chromated|  72h 0.9 99.1 182 | 0.031 | 025 | 0.007 | 0.01 350 398 29 64
304 1.888 225 |0.35%1000*3000 | Chromated| ~ 72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 345 400 30 66
303 1.886 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 003 | 022 | 0.008 | 0.008 340 395 29 65
302 1.89 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 342 400 30, {66
* * 4 ’?/: \’} \d
301 1.892 225 |0.35%1000*3000 [ Chromated|  72h 0.9 99.1 180 0032 | 022 | 0.008 | 0.009 345 395 / 730\\ iR 4&3&\
300 1.886 225 |0.35%1000%3000 | Chromated| ~ 72h 0.9 99.1 181 0032 | 022 | 0.008 | 0.009 340 3993 %30 64~ |
299 1.904 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 [ 346 e S,
\i %
298 1.9 225 |0.35%1000¥3000 [ Chromated| ~ 72h 0.9 99.1 180 | 0.033 | 023 | 0008 | 0.009 | 340 4@(51‘““ 2, *‘«}\Gﬁ/ff
I \}\* — "4
297 1.896 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395y, ] 28" 63
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Address:Guan Xian industry Park,Liaocheng,Shandong,China

g&;é'g@m SAMSUNG C&T CORPORATION ’PR"'C';‘;/IL’JF”(‘:T (;a]'v';fnm"ii'm-x
in Sheet
;L%L;'Cr'}ff\ S SAMSUNG C&T CORPORATION e CS TYPE B ?A});Egjé e
glli‘{gicurlm'rloml {15l 4658 g(fﬂ?ﬁACT NO. e
i 11 1 B S 1
P B e AL J:Lflr?réaﬂéiﬂ ilﬁiaj The composition %ﬁ:ﬁ% CHEMICALTJC(‘)L?):]}\]/%]?OSIT[ON(%) 7121 % MECHANIC PROPERTIES
No. WEIGHT Size(mm) p— est mass (g/m - -
Al Zn 2) e Mn P S R (Nmm?)| R, (N/'mm®)| 4(%) |  HRB
296 1.892 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 182 | 0.031 | 025 | 0.007 | 0.01 340 400 29 64
205 1.9 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.035 | 0.26 | 0.008 | 0.009 348 395 30 66
204 1.898 225 | 0.35%1000*3000 | Chromated|  72h 0.9 99.1 181 003 | 022 | 0.008 | 0.008 345 398 29 65
203 1.896 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 350 400 30 66
202 1.864 225 |0.35%1000*3000 | Chromated|  72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 340 395 30 65
291 1.864 225 | 0.35%1000%3000 | Chromated|  72h 0.9 99.1 181 0.033 | 023 | 0.008 | 0.009 348 400 29 66
290 1.922 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 182 | 0.032 | 021 | 0.009 | 0.009 345 395 28 63
289 1.912 200 | 0.4*1000%3000 |Chromated| 72h 0.9 99.1 180 | 0.031 | 025 | 0.007 | 0.01 350 398 29 64
288 1.896 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 181 0.035 | 026 | 0.008 | 0.009 345 400 30 66
287 1.928 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 182 003 | 022 | 0.008 | 0.008 340
286 1.918 200 | 0.4%1000*3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 342
285 1.926 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 345
284 1.928 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 340
283 1.93 200 | 0.4*1000%*3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 346
282 1.936 200 | 0.4%1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 350
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

glJLg’II"IZ){;\I/IER SAMSUNG C&T CORPORATION :;ZR‘:I(Q;/S;JC\T (}fllijz(;:]is(lisl);(llc'ol
in Sheet
iﬁﬁg;IKS[“R SAMSUNG C&T CORPORATION W= CSTYPEB f:{;ggjfl. ISSUE
gJ;ﬁI;II:[CA'FION A5TH Aepd ?CLTJ?RACT NO. ZGAI026 028
i [ iy i
Yo i 4 S s A »é:]ﬂrlfiii‘ﬂ iiui:;f:j The composition tﬂ(jztlfnz Siidin AJ%S&I%SITI ON(%) F12 4k fiE MECHANIC PROPERTIES
No. WEIGHT Size(mm) Fr— . mass (g/m - -
Al Zn 2) e Mn p S R, (Nmmd)|R,, (N/mm)| 4(%) |  HRB
281 1.932 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 [ 0.009 345 395 30 63
280 1.932 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 [ 0.009 340 400 30 64
279 1.928 200 0.4*1000*3000 [Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 342 395 30 65
278 1.922 200 0.4*1000*3000 |Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 345 392 30 65
277 1.924 200 0.4*¥1000*3000 | Chromated 72h 0.9 99.1 180 0.033 0.23 0.008 | 0.009 340 395 29 66
276 1.918 200 0.4*¥1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.21 0.009 [ 0.009 346 400 28 63
275 1.926 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.031 0.25 0.007 0.01 340 395 29 64
274 1.934 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.035 0.26 0.008 | 0.009 345 400 30 66
273 1.924 200 0.4*1000*3000 |Chromated 72h 0.9 99.1 181 0.03 0.22 0.008 | 0.008 340 395 29 65
272 1.92 200 | 0.4*1000*3000 |Chromated| 72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 348 398 |30 |66,
271 1.93 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 345 N RIS
270 1.928 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 350
269 1.93 200 0.4*1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 342
268 1.934 200 0.4%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 345
267 1.932 200 0.4*1000*3000 |Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 [ 0.009 340
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MILL'S TEST CERTIFICATE

T B
CUSTOMER

SAMSUNG C&T CORPORATION

3 i A4 R
PRODUCT

Hot Dipped

Galvanized steel

in Sheet

oA SAMSUNG C&T CORPORATTON iR CS TYPE B ERAM

PURCHASER DATE OF ISSUE

s ASTM A653 falid 7G202406263628

SPECIFICATION CONTRACT NO.
Yo ifi i o I it KA A fﬂﬁf' S;i‘;g The composition ﬁfi,};fnf CHEMIC Aijjgi:frf(})swlow%) 7144 ¢ MECHANIC PROPERTIES
No. WEIGHT Size(mm) P —— Wi mass (g/m - -

Al Zn 2) C Mn P S R, (Nmm)| R, (Nmmd)| 4(%) | HRB

106 .94 101 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 350 395 30 64
107 1.942 101 | 0.8¥1000¥3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 0.22 | 0.008 | 0.009 342 400 30 66
108 1.942 101 | 0.8¥1000%3000 |Chromated| 72h 0.9 99.1 181 | 0.032 | 022 | 0.008 | 0.009 345 395 30 63
109 1.938 101 | 0.8%1000*3000 |Chromated| 72h 0.9 99.1 182 | 0.032 | 022 | 0.008 | 0.009 340 392 30 64
110 1.938 101 | 0.8%1000¥3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 340 395 30 65
i 1.936 101 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 181 | 0032 | 022 | 0.008 | 0.009 340 395 30 65
12 1.934 101 | 0.8%¥1000¥3000 |Chromated| 72h 0.9 99.1 182 | 0033 | 023 | 0.008 | 0.009 348 400 29 66
13 1.93 101 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 021 | 0.009 | 0.009 345 395 28 63
14 1.93 101 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 181 | 0031 | 025 | 0007 | 0.01 350 398 29 | o4
15 1.896 99 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 182 | 0035 | 026 | 0.008 | 0.009 345 400 | 300 H1 66
090 1.942 101 | 0.8%¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.03 | 022 | 0.008 | 0.008 340 Ve 5
091 1,942 101 | 0.8%¥1000%¥3000 |Chromated| 72h 0.9 99.1 181 | 0032 | 022 | 0.008 | 0.009 342
092 1.944 101 | 0.8%1000%¥3000 |Chromated| 72h 0.9 99.1 182 | 0032 | 022 | 0.008 | 0.009 345
093 1.94 101 | 0.8#1000%3000 |Chromated| 72h 0.9 99.1 180 | 0.032 | 022 | 0.008 | 0.009 340
094 1.938 101 | 0.8%1000%3000 |Chromated| 72h 0.9 99.1 181 | 0.032 | 022 | 0.008 | 0.009 346
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Address:Guan Xian industry Park,Liaocheng,Shandong,China
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MILL'S TEST CERTIFICATE

SJ;;FS{AER SAMSUNG C&T CORPORATION ’;égé/'lj’gﬁ Ga]I\};;iBlgp;;lovl
in Sheet
:':’fﬁg;f;sm SAMSUNG C&T CORPORATTION Rz CS TYPE B DA}’;IIEI(?I]: —
)g{;;;LJETIFICA'I‘ION ASTH hoad gclt:illTJRACT NO. L L
S .
A LIk Pk DR ‘A;'ﬁ'ég? i;li';taj The composition ﬂf;;’?,,t CHEMIC AJE;S&&ESIT]ON(%) J1% i€ MECHANIC PROPERTIES
No. WEIGHT Size(mm) treatment ost mass (g/m -
Al Zn 23 c Mn P S R, (N'mm*)| R, (N/mm*)| 4(%) |  HRB
095 1.938 101 | 0.8*¥1000*3000 |Chromated| 72h 0.9 99.1 182 0.033 | 023 | 0.008 | 0.009 340 400 29 66
096 1.94 101 | 0.8¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 021 | 0.009 | 0.009 345 395 28 63
097 1.94 101 | 0.8*1000*3000 |Chromated| 72h 0.9 99.1 181 0.031 | 025 | 0.007 | 0.01 340 400 29 64
098 1.934 101 | 0.8%1000*3000 |Chromated| 72h 0.9 99.1 182 0.035 | 026 | 0.008 | 0.009 348 395 30 66
099 1.94 101 | 0.8%1000*3000 |Chromated| 72h 0.9 99.1 180 0.03 | 022 | 0.008 | 0.008 345 398 29 65
100 1.94 101 | 0.8*1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 350 400 30 66
101 1.93 101 0.8%1000*3000 |Chromated|  72h 0.9 99.1 182 0.032 | 0.22 | 0.008 | 0.009 345 395 30 63
102 1.93 101 | 0.8*1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 340 400 30 64
103 1.94 101 | 0.8¥1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 342
104 1.938 101 | 0.8*1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 345
116 1.94 81 1#1000*3000 |Chromated|  72h 0.9 99.1 180 0.033 | 023 | 0.008 | 0.009 340
17 1.944 81 1#1000*3000 |Chromated|  72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 346
118 1.942 81 1¥1000*3000 |Chromated|  72h 0.9 99,1 182 0.031 | 025 | 0.007 | 0.01 340
119 1.946 81 1%1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 021 | 0.009 | 0.009 345
120 1.946 81 1¥1000*3000 |Chromated|  72h 0.9 99.1 181 0.031 | 025 | 0.007 | 0.01 350
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Address:Guan Xian industry Park,Liaocheng,Shandong,China

(I:‘Jt?g"lll(l){l‘\f/lLR SAMSUNG C&T CORPORATTON ;’R:II(II)][;S?;T Gallvlg:l. i.?(l\i;[);;lwl

in Sheet
;ljiJL[z(l‘r:Z\SER SAMSUNG C&T CORPORATION R CSTYPEB gﬁ;j)}nlalgjr ISSUE
}gjli?g;?lFlCATION AOTM 4658 (I?O[Ii"ll:;RACT NO. el
i = e
o) i o AR 4::?&2’1‘ :;fi?ra;? The composition ’iEO};tJy;E CHENNE Afggafgsm ON(%) 7121 f% MECHANIC PROPERTIES
No. WEIGHT Size(mm) ——— i mass (g/m -
Al Zn 2) C Mn P S |R. (N/mm®)| R, ( N/mm®)| A (%) HRB

121 1.93 81 1*1000*3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 | 0.009 345 400 30 66
122 1.94 81 1*1000%3000 [ Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 | 0.008 340 395 29 65
123 1.944 81 1*¥1000%3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 342 400 30 66
124 1.942 81 1*#1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 345 395 30 63
125 1.944 81 1*¥1000%3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 340 392 30 64
126 1.948 81 1*¥1000%3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 346 395 30 65
127 1.946 81 1*#1000*3000 | Chromated 72h 0.9 99.1 182 0.033 0.23 0.008 | 0.009 340 400 29 66
128 1.94 81 1¥1000%3000 | Chromated 72h 0.9 99.1 180 0.032 0.21 0.009 | 0.009 345 395 28 63
129 1.944 81 1*1000%3000 | Chromated 72h 0.9 99.1 181 0.031 0.25 0.007 0.01 340 400 29 64
130 1.948 81 1¥1000%3000 | Chromated 72h 0.9 99.1 182 0.035 0.26 0.008 | 0.009 348 395 o
131 1.938 81 1¥1000*3000 | Chromated 72h 0.9 99.1 180 0.03 0.22 0.008 | 0.008 345
132 1.944 81 1*¥1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 350
133 1.944 81 1*#1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 340
134 1.944 81 1*1000*3000 |Chromated 72h 0.9 99.1 180 0.033 0.23 0.008 | 0.009 348
135 1.946 81 1*#1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.21 0.009 | 0.009 345
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MILL'S TEST CERTIFICATE

A+

s SAMSUNG C&T CORPORATION P R Gal]\:;i!f)ci‘ﬁpz{tlvt‘l
CUSTOMER ' PRODUCT BV
:%Lr:('“l”/l\sm SAMSUNG C&T CORPORATION e CS TYPE B n ﬁrglgli: —
il ASTM A653 2k 7G202406263628
SPECIFICATION CONTRACT NO.
=] 4t e I R fflrlfifl' i:liwi;; The composition ?Jf,tmjnf —— Alj)%élf/lsé\)SITION %) F1%5:4k it MECHANIC PROPERTIES
No. WEIGHT Size(mm) i e mass (g/m - .
Al Zn 2) C Mn P S [R., (N'mm®)| R, (N/mm®)| 4(%) |  HRB
136 1.948 81 1#1000*3000 |Chromated| 72h 0.9 99.1 182 0.031 | 025 | 0.007 | 0.01 350 398 29 64
137 1.944 81 1#1000*3000 |Chromated|  72h 0.9 99.1 180 0.035 | 026 | 0.008 | 0.009 345 400 30 66
138 1.922 80 1¥1000*3000 |Chromated| 72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 340 395 29 65
139 1.852 77 1¥1000*3000 |Chromated| 72h 0.9 99,1 182 0.032 | 022 | 0.008 | 0.009 342 400 30 66
140 1.852 77 1¥1000%3000 |Chromated|  72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 345 395 30 63
141 1.852 77 1¥1000*3000 |Chromated| 72h 0.9 99.1 181 0.032 | 0.22 | 0.008 | 0.009 340 392 30 64
142 1.934 67 1.2%1000*3000 |Chromated|  72h 0.9 99,1 182 0.032 | 022 | 0.008 | 0.009 346 395 30 65
143 1.934 67 1.2%1000%3000 |Chromated|  72h 0.9 99.1 180 0.033 | 0.23 | 0.008 | 0.009 340 400 29 66
144 1.93 67 1.2%1000*3000 |Chromated|  72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395 28
145 1.932 67 1.2%1000*3000 |Chromated|  72h 0.9 99.1 182 0.031 | 025 | 0.007 | 0.01 340 400 “‘"_,_2-9;-7
146 1.932 67 1.2%1000*3000 |Chromated|  72h 0.9 99,1 180 0.035 | 0.26 | 0.008 | 0.009 348 x'j:;\"éb‘
147 1.93 67 1.2%1000*3000 |Chromated|  72h 0.9 99.1 181 0.03 | 022 | 0.008 | 0.008 345 290
148 1.93 67 1.2%1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 340 i 30 > 65
149 1.93 67 1.2%1000*3000 |Chromated|  72h 0.9 99.1 180 0.033 | 0.23 | 0.008 | 0.009 348 \ Y 29V /66
150 1.932 67 1.2%1000*3000 |Chromated|  72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395 =287 63
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GUANXTAN ZHONGGUAN NEW MATERIALS CO., LTD.
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Address:Guan Xian industry Park,Liaocheng,Shandong,China

7= it 5 B UE B
MILL'S TEST CERTIFICATE

Hot Dipped

IT 1 B e . i 4 FR 5 .
CUSTOMER SAMSUNG C&T CORPORATION Mook B (n]lv(fml/:c,(l steel
in Sheet
W 185 oAy , %R H
A LTI R o e %
TR EH AL SAMSUNG C&T CORPORATION Y CS TYPE B DATEOFISSUE
bl ASTM A653 alis 7G202406263628
SPECIFICATION : CONTRACT NO.
e = R L
LR T .- A 22 2 e
&5 o g T8 it H A ’Mﬂf&tﬂz “El'éi"”u"" The vompoeition § gonting CHEMICAJ%;E&,SITION(%) J1%: 1% i MECHANIC PROPERTIES
No. WEIGHT = Size(mm) tlil;z[:;it = ttessplray mass (g/m
Al Zn x| C Mn P S |Ru (N/mm®)|R,,( N'mm?)| A (%) HRB
151 1.93 67 1.2*1000*3000 |Chromated| 72h 0.9 99.1 182 0.031 | 025 | 0.007 | 0.01 350 398 29 64
152 1.918 67 1.2%1000%3000 |Chromated| 72h 0.9 99.1 180 0.035 | 026 | 0.008 | 0.009 345 400 30 66
153 1.93 67 1.2*1000%3000 |Chromated| 72h 0.9 99.1 181 0.03 022 | 0.008 | 0.008 340 395 29 65
154 1.928 67 1.2*¥1000*3000 |Chromated| 72h 0.9 99. 1 182 0.032 | 022 | 0.008 | 0.009 342 400 30 66
155 1.93 67 1.2%¥1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 | 022 | 0.008 | 0.009 345 395 30 63
156 1.914 66 1.2*#1000%3000 | Chromated|  72h 0.9 99.1 181 0.032 | 022 | 0.008 | 0.009 340 392 30 64
157 1.904 66 1.2%¥1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 | 022 | 0.008 | 0.009 346 395 30 65
158 1.902 66 1.2*1000*3000 |Chromated| 72h 0.9 99.1 180 0.033 | 023 | 0.008 | 0.009 340 400 29 66
159 1.902 66 1.2*%1000%3000 | Chromated|  72h 0.9 99.1 181 0.032 | 021 | 0.009 | 0.009 345 395 28 63
160 1.9 66 1.2*1000%3000 | Chromated|  72h 0.9 99.1 182. 0.031 | 025 | 0.007 | 0.01 340 400
161 1.902 66 1.2%¥1000*3000 |Chromated| 72h 0.9 99.1 180 0.035 | 0.26 | 0.008 | 0.009 348
162 1.846 64 1.2%#1000%3000 |Chromated| 72h 0.9 99.1 181 0.03 022 | 0.008 | 0.008 345
163 1.9 66 1.2%¥1000*3000 |Chromated| 72h 0.9 99,1 182 0.032 | 0.22 | 0.008 | 0.009 350
164 1.904 66 1.2*¥1000%3000 |Chromated| 72h 0.9 99.1 180 0.032 | 0.22 | 0.008 | 0.009 345
165 1.904 66 1.2*1000*3000 |Chromated| 72h 0.9 99,1 181 0.032 | 022 | 0.008 | 0.009 340 400 |30 | ”,-,/-é’éi'
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MILL'S TEST CERTIFICATE

(L“JULEr(I){I\\I/iER SAMSUNG C&T CORPORATION ;’nggjfg,r Gallvlg.lil.igz'i]ll);(tluv]
in Sheet
:I’%Jf(l‘f:iSER SAMSUNG C&T CORPORATION IRE CSTYPEB I;A)S’]L“:EloJi’ ISSUE
)gjggli(TIF[CA'l’[ON AN 4553 gOIIiERACT NO. Gl
el i
e it i T fg:'fﬁi’ﬂ S;i';tg; The composi tion i’i’ifs i ALT%?;&:?)SITI o J1%1E i MECHANIC PROPERTIES
No. WEIGHT Slze(mm) S - saiet mass (g/m - -
Al Zn 2D C Mn P § IR (Nmm )| R, ( N/mm~)| 4(%) HRB
166 1.958 68 1.2%1000*3000 | Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 342 395 30 65
167 1.962 68 1.2*1000*3000 |Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 345 392 30 65
168 1.91 53 1.5%1000*3000 |Chromated 72h 0.9 99.1 181 0.033 0.23 0.008 | 0.009 340 395 29 66
169 1.91 53 1.5%1000*3000 |Chromated 72h 0.9 99.1 182 0.032 0.21 0.009 | 0.009 346 400 28 63
170 1.904 53 1.5%¥1000*3000 | Chromated 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 340 395 29 64
171 1.906 53 1.5%1000*3000 |Chromated 72h 0.9 99.1 181 0.035 0.26 0.008 | 0.009 345 400 30 66
192 1.908 53 1.5%1000%3000 | Chromated 72h 0.9 99.1 182 0.03 0.22 0.008 | 0.008 340 395 29 65
173 1.91 53 1.5%1000*3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 348 398 30 66
174 1.91 53 1.5%1000%3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 345
175 1.912 53 1.5%1000*3000 |[Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 350
176 1.912 53 1.5*¥1000%3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 342
177 1.91 53 1.5%1000*3000 | Chromated 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 345
178 1.91 53 1.5%1000*3000 |Chromated 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 340
179 1.912 53 1.5%1000%3000 | Chromated 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 340
180 1.91 53 1.5%1000*3000 |Chromated 72h 0.9 99.1 181 0.033 0.23 0.008 | 0.009 348
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AR HA LR R ) MILL'S TEST CERTIFICATE
(,llANXlAN ZHONGGUAN NEW MATERTALS CO., LTD.
it ey A e Lt 42l [l
Address:Guan Xian industry Park,Liaocheng,Shandong,China
e P R T Hot Dipped
AEAEL DS . S " e .
CUSTOMER SAMSUNG C&T CORPORATION PRODUCT Gdl'v'c-ﬂﬂf(‘(' steel
in Sheet
e B 3 % FLI
SAMS T 1 rR=
PURCHASER SAMSUNG C&T CORPORATTON N5 CSTYPE B DATE OF ISSUE
i ASTM A653 BFS 7G202406263628
SPECIFICATION X CONTRACT NO. ’
T 4 J5 5 AT
. o T PRMALEE | #5554 : s Ll A LY R g i .
() Hh o Pl it KA A b gl o b The composition { coating | CHEMICAL COMPOSITION(%) J1%:4%E i MECHANIC PROPERTIES
No. WEIGHT Size(mm) . tost mass (g/m
Al Zn 2) C Mn P S |Ru (N'mm*)R,,(N/mm?)| 4(%) | HRB
181 1.91 53 1.5%1000%3000 |Chromated| 72h 0.9 99.1 182 0.032 0.21 0.009 | 0.009 345 395 28 63
182 1.908 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 350 398 29 64
183 1.908 53 1.5%1000%3000 |Chromated| 72h 0.9 99.1 181 0.035 0.26 0.008 | 0.009 345 400 30 66
184 1.906 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 182 0.03 0.22 0.008 | 0.008 340 395 29 65
185 1.908 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 342 400 30 66
186 1.91 53 1.5%1000%3000 |Chromated| 72h 0.9 99.1 181 0.032 0.22 0.008 | 0.009 345 395 30 63
187 1.91 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 182 0.032 0.22 0.008 | 0.009 340 392 30 64
188 1.916 53 1.5*%1000*3000 |Chromated| 72h 0.9 99.1 180 0.032 0.22 0.008 | 0.009 346 395 30 65
189 1.914 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 181 0.033 0.23 0.008 | 0.009 340 400 29 66
190 1.914 53 1.5%1000%3000 [Chromated 72h 0.9 99.1 182 0.032 | 0.21 0.009 | 0.009 345 395 L2:8'f ;‘[‘"é\g\j
F \"\ /\ N\
191 1.914 53 1.5*%1000*3000 | Chromated 72h 0.9 99.1 180 0.031 0.25 0.007 0.01 340 409 B\ 9]L 1 %hﬁ
& ¢ £
192 1.914 53 1.5%1000*3000 |Chromated| 72h 0.9 99.1 181 0.035 0.26 0.008 | 0.009 348 /@?5\10 ‘\3% /66
193 1.914 33 1.5*¥1000*3000 | Chromated 72h 0.9 99.1 182 0.03 0.22 0.008 | 0.008 345 {r ,2& ’3&9}\ ?}Q 6;7
(TR D F
772.56 \‘\ H,#/ ,}:{x‘ 3’/
NOTE: I ReL : lower yield strength Rm : tensile strength  A: percentage elongation after fracture \ {7.,,.,//
Rz

2. I N/mm2=1 MPa
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ol L4 AR5 WA R A B2 ] MILL'S TEST CERTIFICATE
.W\NXU\N ZHONGGUAN NEW MATERTALS CO. , LD.
ke ep [ L AT el 2395 2 Tk

Address:Guan Xian industry Park,Liaocheng,Shandong,China

HINAEERD o - ‘ o 1 44 i Hot -Di pped
CUSTOMER SAMSUNG C&T CORPORATION PRODUCT Ga]vz.mw:ml steel
in Sheet
W B LA ; - . ‘ R H
PURCHASER SAMSUNG C&T CORPORATION R CSTYPEB DATE OF ISSUE
s ASTM A653 R 7G202406263628
SPECIFICATION ' ‘ CONTRACT NO. ’
=2 FE B
. N LTALED | 453000 | PR SR e ]
5 i = fﬁfﬂmiﬁﬂﬁ eovie: | ke spray The composition ¢ ¢oating CHEM[CAL COMPOS]TION(%) J1%EVERR MECHANIC}{’R()\PE)K[TFES\
No. WEIGHT Size(mm) S, it mass (g/m & ’\» PR \ A
Al | zn 2y C Mn p S Ry (Nimm?)| R M/l‘plﬁé\ 2 (%) mj)
Y ,‘\ ,,\j "‘~"j-.’\"
HEWIASR P A, SO EL AR 3 At FAF & R 2 R [ Ay Ii’igT
WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH SATISFATQE:%’ RES ~,, llx
IN ACCORDANCE WITH THE REQUIREMENT OF THE ABOVE MATERIAL SPECIFICATION. <) /

\.4
C:l;:“fﬁ -



