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INSPECTION CERTIFICATE

ITBEAL CUMIC STEEL LIMITED I 2R 2 FIAR
PURCHASER General carbon structural steel
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SPEC/GRADE
240727700599
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AA -3 -3 -3 -4 -4 R 4| MPa | MPa % d=3a
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Rp0.2 | Rm B5 180°
24206010A 2477175 2469445001 28x2440x12000 1 6,436 L 140 | 204 883 190 32 30 301 444 29 OK 251 241 248 | 247
&t (TOTAL) = 1 6,436
L: %4> SMELTING COMPOSITION BOA04=YIELD STRENGTHRATIO
FAHFRFE (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCHt 3% IMPACTTEST: 20°C, #A[AILONGITUDINAL, AOCO1=IMPACT TEST A
jfi7 CLOSE TO SURFACE, J¥~}SIZE10%10%55 A0CO12=IMPACT TEST B
R BOAO1=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0CO2=IMPACT AVERAGE
NOTES BOAO3=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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