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INSPECTION CERTIFICATE

2 W KA R A
Angang Steel Company Limited

W BRRHERA D8 B B 55004 £ 1 R % 7 R
Manufacturer: Bayuquan Heavy Plate Plant 5500 Line of AnSteel
TTH 8L 425 57 NS B - T8-S REILERBRES
Buyer BRKRARERLTRAERAT Product IRAR Order No. 2450840001 Test Certificate No. CB2406210603
Wtz s fL o NS o MEs =Ll
Consignee EMBRMARAS SMEEA) Purchase Order | 24AITC2HRP042349118 Date of Delivery
P E N — 425 = R&S ZEORTS
E FREZ 55 N & oS RAAE
Customer BRRAERLT R HHRAE] Mark No PRODALAM MADE IN CHINA Delivery Condition AR
IR MRS MERIERRBS
Specification ATA BHBO39-24 Grade LRB Inspection Certificate No. DLN2400707
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[\E Thic?knxess Weight P%(s C Si Mn P S Als Ni Cr Cu Mo @gﬁ o 10%5+55mm BRI AR R %
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Heat No. wE | KE Ceq ReH % )
1 2 3 | Ave
Width | Length 10 3 Mpa 1 2 3 | Ave Mpa
B46191391000 138 15 89 18 3 24 10 25 11 4 T111| 307 |42O 36 69 T216| O 86 93 94 91 69
1 2440 | 12000 1379 110
24ND3285 286 4P1101325900 4P7081610100
B46191392000 138 [ 15 | 89 | 18 3 24 [ 10 ] 25 | 11 4 T111| 307 |420| 36 | | 69 T216| 0 | 86 | 93 | 9% | 91 | 69 | | | | | | | | |
2 2440 | 12000 | 1379 110
24ND3285 286 4P1101325900 4P7081610100
B46191393000 138 | 15 | 89 | 18 3 24 | 10 | 25 | 1 4 T111| 307 |420| 36 | | 69 T216| 0 | 86 | 93 | 94 | 91 | 69 | | | | | | | | |
3 2440 | 12000 1379 110
24ND3285 286 4P1101325900 4pP7081610100
B46191401000 138 [ 15 | 89 | 18 3 24 [ 10 ] 25 | 1 4 T111| 308 |425| 37 | | 69 T216| 0 | 80 | 86 | 95 | 87 | 69 | | | | | | | | |
4 2440 | 12000 1379 110
24ND3285 286 4P1101325800 4P7081610000
B46191402000 138 | 15 | 89 18 3 24 [ 10 ] 25 | 12 4 T111| 308 |425| 37 | | 69 T216| 0 | 80 | 86 | 95 | 87 | 69 | | | | | | | | |
5 2440 | 12000 1379 110
24ND3285 286 4P1101325800 4P7081610000
B46191403000 138 | 15 | 89 | 18 3 24 | 10 | 25 | 1 4 T111| 308 |425| 37 | | 69 T216| 0 | 80 | 86 | 95 | 87 | 69 | | | | | | | | |
6 2440 | 12000 1379 110
24ND3285 286 4P1101325800 4P7081610000
=T 8274 ©
thUT TrEStandard . TR aClass . | TEERosult |
L RS © OJBNES T Heat Analysis, 1.7 g5 #rProduct Analysis ; «2fLE Fi (6 AL E -T:3k#pHead, BEHTail + K37 E- 148 Transverse. 2:4\[ELongitudinal. 3: . 2RBEL/2. 3ARIA. 4B + EEAEMNE-
R 1. RE. 2. &E F2mm, 3. EEVA, 4. EEL2, 5. RE—ELEIE. 6. F@E MhF2mm, 7. EEL/3.
Notes
1. Ceq=C+Mn/6,
£ ERTEMGIESEEAARNBERRINTE, BESGTRERETIERANITHSE .. The above elements only list the intentionally added elements that partic
Rerﬁark composite formula, but the composite element results are strictly calculated according to the formula.
According to EN 10204 3.2
BARID
Surveyor
WA FANEMIEBEMRRAERIATHAEHE, FEELRRTEIRBMHER, ) _ )
Description We hereby certify that the material has been made by an approved process and been satisfactorily tested in accordance with the rules of Lloyd’s Register.

FRIRBRKS: BC202406008749




