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PURCHASER General carbon structural steel 

CONSIGNEE 
HYUNDAJCOPPORA1TON T YGR1ZANN240583008-01 
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4"i1 /Ji ASTM A36/A36M ASTM A36 DATE OFISSUE 

240628Z00394 
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24107754A 2466870 24F8834001 12x244002902 1 2,738 L 137 142 814 140 47 28 34 30 2 130 7 20 30 278 435 38 0.04 (1K 193 230 190 206 

24167754A 21668733 2478634002 12x2440x12000 1 2,756 L 137 142 814 140 47 28 34 30 2 130 7 20 30 278 435 38 0.64 OC 183 236 100 206 

*if (FOTALI: 2 5,516 

L: iItJ SMELTING COMPOSITION BOA04=YIELD STRENGTH RATIO 
117T,i (GAUGE LENGTH) Lo=200 mm BOB01=BENDTEST 

A0Cl'IItIMPACT1'EST: 20'C, I)U'JLONGITUDINAL, A0001=IMPACT TEST A 
IfiI CLOSE TO SURFACE, JLtSIZE10d10*55 A00012=IMPACT TEST B 
BOA01=YIELD STRENGTH A00013=IMPACT TEST C 
BOA02=TENSILE STRENGTH A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

- According to EN 10204 3.1 

*'7J1, IFIE 
WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR 
EMENTS OFTHE ABOVE MATERIAL SPECIFICATION  
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