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NanJing Iron&Steel Company Limited
TEL: +86-25-57076980

FAX: +86-25-57076980

E-mail:ng315@njsteel. com. cn
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SEND TO To Whom It May Concern CONTRACT7I'\I<0T5 25]JTS/P017 PRODLCT mg%oﬁnﬂ resistant steel
. X/NG 21176-2018 ; NiRes 500 CHBAIE S 195050335 WEW% S 1950531P00060
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A PCIRE= K+ A KQuenching and tempering
A A=7)FT X4 Analysis region:

L-%J%)% %> Smelting Composition;

C- it Composition of product;

it Impact : B LIR Notch shape=V
AFERRS Test piece size7.5x10x55mm

i i =A1i A FEHBW10/3000

ACC=Accepted

G. L=Gauge Lengthfrfiihiii C:1.0=50 mm

Y. S=Yield Strength
T.S=Tensile Strength

P

g SIS NG S : The first 8 digits of product No. are heat number

E.L=Percentage Elongation After Fracture
CAT=Charpy Impact Test Temp

CA=Charpy Absorbed Energy

CAve=Charpy Absorbed Energy Ave.
Dl=Average Hardness Value (HB)
D11=D12=D13=Single Hardness Value (HB)
U.T=Ultrasonic Testing

HNUMR SRy 30: 34044 VISUAL INSPECTION (SURFACE) AND DIMENSION CHECK:OK
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND TESTED WITH
SATISFACTORY RESULTS IN ACCORDTAf-II\]ECEPRV%)IDTUHCTTSHEbORI\IE UIREMENTS OF THE ABOVE MATERIAL SPECIFICATION & P.O.
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to submit your feedback and suggestions.

e PG CLUREAE O Note: grade of steel with mill test certificate shall prevail



