Contract No.

2240605625

HYUNDORI

Customer HYUNDA] CORPORATION ST E E L
PO No. F240600397 INSPECTION CERTIFICATE WA HYUNDALSTEELCOM . PAGE [1/1]
Factory 63, Jungbong-Daero, Dong-gu, Incheon, 5. Korea
L/C Ne. LO5DS2240800136 EN 10204(2004) TYPE 3.1 N
Certificate No. | IH20240800432-1
Commodity H-BEAM Class cerfificate No.
Specification ASTM AS572 G50/AS92/CSA G4021-13 SOWM(450WIVY lssue date 2024-09-26
R . Impact Test{lL)
Chemical Composition Tensile Test Yield
o Quantity| Weight i enste TS Ratio| BENP[vonotch | Remarks  fcouptny
Dimensions Length | Heat No. " —— ; ) (Impact Specimen | Melt
®Pcs) | &g [c[si[mMn] P | s [cu[Ni|Mo|Cr]A[V [No|N CEn L | | s B av] 1 | 2 | 3 stze) and
=100 = 1000 x100 1000 <00 | 10 N/mm2 % - - -
525 | 391 | 264 |0.745
H0X10%49 12.00 M | E 244061 3 2625118117 |63 |18 111 |25 10| 2 (@] 2 1171 94 | 34 535 | 395 | 272 | 0753 KOR
524 | 387 | 26.0 |0.739
10X10X49 1200 M | E 244062 £ 7875] 20 114 | 59| 25 ) 13 | 21 8 2 14 | 1 1211 96 | 35 c3c | 300 | 272 | 0723 KOR
527 | 368 | 25.9 {0.659
18X7-1/2X50 12,00 M| E 244066 14 12502{18 | 15| 62 | 23 ( 8 | 24 | 8 2 13§12 (13451 71 1 34 527 | 367 | 262 l06o7 KOR
524 | 374 | 25510714
18X7-1/2X50 1200 M | E 244067 1 893{18 {16 {6521 |10}|26 (|10 2 2 3 |13 1 [121] 34 515 | 365 | 267 |0.709 KCR
TOTAL 27 23,895 ======END ======
!’:!Aotle d and d blic of K
. (CE= ; elted and Poured in Republic of Korea
(;) Ceq: (CSE C+é;r;3.;+Mo)/5+(Cu+N|)/15+Mn/6) Country of Produce and Process - Republic of Korea
(2) Gauge fength : 200 mm HSCODEH Section) ; 7216.33
(3 YR = YS/TS
A FNA
WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE 4
ABQOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER.
General Manager of QA Team
This test report can be verified the authenticity to scan the top-right QR code via ‘Qreal’ mobile app. 2024.09.26.09:37:33 9201675 HMS 1102(A)-32  Ad(210x297)
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