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RIZHAO STEEL YINGKOU MEDIUM PLATE CO.,LTD. - 
Yejinstreet,Laobiandistrict,Yingkou,Liaoning,P.R.China/115005 
TEL;0417-3256081 FAX:0417-3256057 NO.:DT2101501/A 
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INSPECTION»CERTIFICATE 
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CHEMICALANALYSIS% 441 
.o FW * •••

Fx  C Si Mu 1' S CCV Ce Mu V M Cu Nb Ti iR IR I Ll Rt Ri 411 111 Iii 
WEIG1Tff 

bi 
10' fO' fO A 10 C Ave 1-IEATNO. LOTNO. PLATENO. DIMENSION Q1y kg 

.3 .4 4 .3 .3 .4 .3 4 3 4 4 MEo MEo % d=3a 
.10 x 1 0 xl0 x10 «10 xlü x10 x10 x10 «10 «10 <10 «10 1 1 J 1 

RpO.2 Rin 105 180' 

241 10875A 2472131 24C2002000 6x2000x12000 1 1,130 L 135 185 807 180 71 29 45 30 2 130 10 20 20 337 454 27.5 0.74 Í1( 75 78 84 79 

Rttç1OTA: 1 1,130 

L: Offl&»SMELTINGCOMPOSITION ! BOA04=YIELD STRENGTH RATIO 
219(GAUGE LENGTH) Lo»200 mm ! BOB01=BENDTEST 

A0ct04llMPAC1TEST: 20'C, Í123LONGITUDINAL, !AOCOO=IMPACTTESTA 
••••CLOSE TO SURFACE, J -1'SIZE10*5*55 ! A000I2=IMPACTTESTB 
BOA01=YIELD STRENGTH ! A00013=IMPACT TEST C 
B0A02=TENSILE STRENGTH ! AOCOZ=IMPACT AVERAGE 

NOTES !BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According to EN 10204 3.1 

**n4f, ! <iF4IE 
WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR 
EMENTS OF THE ABOVE MATERIAL SPECIFICATION 
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