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HYUNDAJCORPORA11ON 
PURCHASER General carbon structural steel 

 
CONSIGNEE 

H'1JNDAICORPORA11ON 
UN 
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YGR1ZANN240583008-01 

tt1 L(AR) 20240713 
ASTM A36/A36M;ASTM A36 ! Y !QN DATE OF ISSUE 

240713Z00512 
SPEC/GRADE 

!RFcE  

TRAIN NO. 

C 1' 0'. 0'. Ii A A A A 
OAOI 0A02 0A03 (1A04 01101 OCOI DC0123CO13 00O2 

CHEMICALANALYSIS% 
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HEATNO. LOTNO. PLATENO. DIMENSION Q1Y 
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MPa MPa 95 d=3a 

1 1 1 1 
Rp0.2 Rm 82 100' 

2430504411 1-147080237 1-14708223102 100x2000x0000 1 9,420 L 171 224 1105 170 54 38 47 30 2 140 9 273 478 32 057 Q( 105 102 170 160 

*51' (lOTAL): 1 0.420 

L: !. !SMELTING COMPOSITION ! COA04=YIELD STRENGTH RATIO 
lif~f;T•,YE (GAUGELENGTH) Lo=50 mm ! BOB01.13ENDTEST 
AOiIMPACTFEST: 20'C, 9ÁrPILONGITUDINAL, !A0001=IMPACTTESTA 
1/4 !1/4 LOCATION, )tSIZE10*10u55 ! AOCO 12 =IMPACT TEST B 

E1 C0A01=YIELD STRENGTH ! A000I3=IMPACT TEST C 
COAOZ=TENSILE STRENGTH ! AOCO2=IMPACT AVERAGE 

NOTES COA03=PRECENTAGE ELONGATION AFITER FRACTURE 

According tú EN 10204 3.1 

WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 
METALLURGICAL 

EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT  
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