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JINGYE (YINGKOU) MEDIUM PLATE CO.LTD. OO0 040d0o0d g
CERTIFICATE

0oo0O0oO0ooo0oOoO0oo/115005 NO.:DT2101501/A
Yejinstreet,Laobiandistrict,Yingkou,Liaoning,P.R.China/115005
TEL:0417-3256081 0311-966666 FAX:0417-3256057

good SAMSUNG C&T CORPORATION oooo
PURCHASER Hull Steel plate
oooo SAMSUNG C&T CORPORATION YGCAZANN260283005-01
CONSIGNEE
0000 (NR) nDoon 20260421
oogoo/mo LR RULES;LRB DATE OF ISSUE
SPEC/GRADE oo0on
260421700382 DLN2600724
CONTROL NUMBER
g o goodd g
TRAINNO. HULLNO. GUARANTEE ORNOT YES
B B B A A A A
nooo 0A01 | 0A02 |0A03|{0C010C012/0C013/0C02
0o oo CHEMICAL ANALYSIS % 0 |0 |00|oo|oo|oojoo
og gd googdo ooo gd o|lo|0|o0|0|O0|DO
MV c | si|m | P S |As | T | No| N |C |cu|M jcegal D | D |DO | DO |0 | 0D
WEIGHT
HEATNO. | LOTNO. PLATENO. | SECTION DIMENSION qQry . Do j0lAlBC|Ae
NO. 9 3 2 3 3 3 3 4 4 4 3 3 4 3| mpa | MPa | %
101010 Kxk20x10K10Kk10K10 K10 K10 K1I0K1I0 K10 J J J J
ReH Rm B1
26203258A S64130190 S6414429101 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5| 116 | 138 | 117 | 124
26203258A $64130190 S6414429201 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5 | 116 | 138 | 117 | 124
26203258A S64130190 S6414429301 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5| 116 | 138 | 117 | 124
26203258A $64130190 S6414430101 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5 | 116 | 138 | 117 | 124
26203258A S64130190 S6414430201 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5| 116 | 138 | 117 | 124
26203258A $64130190 S6414430301 8x2440x12000 1 1,839 162 | 19 643 | 22 6 23 150 | 30 160 | 92 10 60 269 | 307 | 455 |34.5 | 116 | 138 | 117 | 124
00 (TOTALO 6 11,034
LO O 000 SMELTING COMPOSITION BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
000 0O (GAUGE LENGTH) Lo=5.65V SO mm AO0CO01=IMPACT TEST A
AOCO O 0 O IMPACTTESTO 00 O O O LONGITUDINALO O A0C012=IMPACT TEST B
oo 0 CLOSE TO SURFACEO O O SIZE10*5*55 A0CO013=IMPACT TEST C
CeqA=C+Mn/6 A0C02=IMPACT AVERAGE
NOTES BOAO1=YIELD STRENGTH
BOA02=TENSILE STRENGTH
According to EN 10204 3.2
gooobooOooo0oOoo0o0oooboOoooooo0oOoDOLLRObObODOObODOOO
We hereby certify that the material has been made by an approved process and satisfactorily tested oodg ood
in accordance with the Rules of Lloyd’ s Register.
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