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ZMAESBT LTRSS #%243000

No. 8 Jiuhua Xi Road,Maanshan City,
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Maanshan Iron & Steel Ltd.
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INSPECTION CERTIFICATE
ACCORDING TO EN 10204 3.1

Anhui Province .P.R.China

Postcode:243000, Tel:400-680-1166
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2L i ASLHELY NEWLY HOT ROLLED STEEL WIDE FLANGE I QE/Eﬁ% 5 BAANP2604281261500
Product name BEAMS Certificate No.
- ) 5
Steel Grade. 436 Train No
I NP o=
. R TPE240 - H'ﬁ? PTAL113016/26MGE-B-9-021
Size (mm) Contract No.
SPARE | ASTM A36/A36M-14 EN 10034:1993 BREM 2026-04-28
Specification Date of delivery
LHIRE
Delivery +AR
Condition
H i FLEHE S P K S i
Date Rolling Batch No. HEAT No. Length (mm) Pieces Weight (t)
226013588 A26100274 12000. 000 10 3. 680
2026-04-28 226030564 A26101566 12000. 000 18 6. 624
226030565 A26101565 12000. 000 48 17. 664
#it Total 76 27.968
- AbESy (%) chemical composition
5 kﬁ}:/’] clo.17 Sil0.21 Mn|0. 61 P10.030 S10.027
melting
. JiZPERE mechanical properties
226013588 W f#Conventional stretching (br#fiGauge length: 200mm)
JEARGRER,, (MPa) yield strength 375
PidrsiFRm (MPa) tensile strength 477
iK% (%) percentage elongation 22.5
—., W (%) chemical composition
S JZ%XIZE clo.18 Sil0.21 Mn|0. 63 P10.028 S10.015
Smelting
. J1%4ERE mechanical properties
226030564 \./ N . .
H Mhif#Conventional stretching (Fr#fGauge length: 200mm)
JE R SER,,, (MPa) yield strength 380
PidrsiERm (MPa) tensile strength 484
K3 (%) percentage elongation 23.0
- AbESy (%) chemical composition
5 kﬁ}:/’] clo.16 Sif0.20 Mn|0. 64 P10.030 $10.016
melting
. JiZPERE mechanical properties
226030565 . . -
HH i f#Conventional stretching (br#fiGauge length: 200mm)
JEARGRER,, (MPa) yield strength 390
Hifis@ZRm (MPa) tensile strength 485
fiK: % (%) percentage elongation 23.0
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REMARKS Rel5 7 FUYS
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NOTES Surface quality and Dimension of the Rolling Batch Number in this Certificate are qualified.
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SURVEYOR 10 1. The duplicate should not be equally authentic as the original inspection QUALTTY MANAGER
certificate’s.
2. The steel grade is subject to the inspection certificate’s. (ZT-DZ1Z)




