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24210385C $4C070233 $4C07325101 10x2440x12000 1 2,298 L 134 | 146| 821 | 220 | 117 | 28 48 30 1 170 11 20 20 | 295 | 444 | 27 |0.66 | K 159 | 188 | 150 | 166
24210387C S4C070236 S4C07336101 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 $4C 07336201 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 S4C07336301 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 S$4C07337101 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 S4C07337201 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230| 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 S4C 07337301 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C S4C070236 S4C07338101 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230| 124 | 30 47 30 1 180 12 20 20 | 333|468 | 27 [0.71 | K 122 | 81 111 | 105
24210387C $4C070238 S4C07340101 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 297 | 446 |27.5|0.67 | K 119|143 | 151 | 138
24210387C S4C070238 S4C07340201 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230| 124 | 30 47 30 1 180 12 20 20 | 297 | 446 |27.5|0.67 | K 119|143 151 | 138
24210387C S4C070238 S4C 07340301 10x2440x12000 1 2,298 L 143 | 152 | 854 | 230 | 124 | 30 47 30 1 180 12 20 20 | 297 | 446 |27.5|0.67 | K 119|143 | 151 | 138
24311240C S4C070239 S4C07341101 10x2440x12000 1 2,298 L 146 | 157 | 848| 260| 169| 30 55 30 1 170 13 20 20 | 300 | 450 | 27 |0.67 | OK |106 | 114|120 | 113
&it(TOTAL): 12 27,576
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NOTES

L: {80 SVELTING COMPOSTION

hi{B4REE(GAUGE LENGTH)

Lo=200mm

ACCHTHIXIRIMPACTTEST: 20C, #ELONGITUDINAL,
i % CLOSE TO SURFACE, R~tSZE10%7.5%55

BOAQI=YIELD STRENGTH
BOAG2=TENSLE STRENGTH

BOAOB=PRECENTAGE ELONGATION AFTERFRACTURE

Accordingto EN 10204 3.1

BOAO4=YIELD STRENGTH RATIO
BOBO1=BENDTEST
AQCO1=IMPACT TEST A
AQCO12=IMPACT TEST B
AOCO13=IMPACT TEST C
AQCO2=IMPACT AVERAGE
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WEHEREBY CERTIFY THAT MATERIAL DESCRIBED HASMANUFACTURED AND TESTED WITH SATISFACTORY RESULTSIN ACCORDANCE WITH THEREQUIR
EMENTSOF THEABOVEMATERIAL SPECIFICATION
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