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24209662D 24X6767 2416347001 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 |0.69 | K 136 | 131 | 103 | 123
24209662D 24X 6767 2416347002 20x2440x12000 1 4,597 L 172| 195| 836| 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 [0.69 | OK |136 | 131 | 103|123
24209662D 24X6767 2416347003 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 |0.69 | K 136 | 131 | 103 | 123
24209662D 24X 6767 2416347004 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 [0.69 | OK |136 | 131 | 103|123
24209662D 24X6348 2416349002 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 303 | 478 |26.5 |0.63 | K 139 | 125|142 | 135
24209662D 24X 6348 2416349003 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 303 | 478 |26.5[0.63| OK |139 125|142 | 135
24209662D 24X6348 2416349004 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 303 | 478 |26.5 |0.63 | K 139 | 125|142 | 135
24209662D 24X 6348 2416351001 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 303 | 478 |26.5[0.63| OK |139 125|142 | 135
24209662D 24X6348 2416351002 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 303 | 478 |26.5 |0.63 | K 139 | 125|142 | 135
24209662D 24X 6767 2416355001 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 [0.69 | OK |136 | 131 | 103|123
24209662D 24X6767 2416355002 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 |0.69 | K 136 | 131 | 103 | 123
24209662D 24X 6767 2416355003 20x2440x12000 1 4,597 L 172| 195| 836 | 100| 88 32 30 30 1 150 12 20 30 | 306 | 444 | 28 [0.69 | OK |136 | 131 | 103|123
&it(TOTAL): 12 55,164
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NOTES

L: {80 SVELTING COMPOSTION

hi{B4REE(GAUGE LENGTH)

ACCHTHIXIRIMPACTTEST: 20C, #ELONGITUDINAL,

i % CLOSE TO SURFACE,
BOAQI=YIELD STRENGTH
BOAG2=TENSLE STRENGTH

BOAO4=YIELD STRENGTH RATIO
BOBO1=BENDTEST
AQCO1=IMPACT TEST A
AQCO12=IMPACT TEST B
AOCO13=IMPACT TEST C
AQCO2=IMPACT AVERAGE

Lo=200mm

R~ ZE10%10%55

BOAOB=PRECENTAGE ELONGATION AFTERFRACTURE

Accordingto EN 10204 3.1
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