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INSPECTION CERTIFICATE
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PURCHASER da .-rf:"-. General carbon structural steel
pbooo SAMSUNG C&T CORPORATION YGR1ZANN240283009-01
CONSIGNEE
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WEIGHT O|o|o O|A| B | C|Ae
HEATNO. LOTNO. PLATENO. DIMENSION Qry K 0
9 AA -3 -3 -3 -4 -4 -2 -3 -4 -3 -4 -3 -4 -4l MPa | MPa | % d=3a
1010 k10 k10 k1010 K10 K10 K10 K10 k10 K10 K10 R T I
Rp0.2| Rm | BS 180°
24303028B H44010156 H4401149101 32x2440x12000 1 7,355 L 180 | 208 | 854 | 200 | 83 34 60 10 2 470 9 30 20 | 303 [480 | 26 |0.63 | OK 139 | 93 122 | 118
24303028B H44010156 H4401149201 32x2440x12000 1 7,355 L 180 | 208 | 854 | 200 | 83 34 60 10 2 470 9 30 20 | 303 [480 | 26 |0.63 | OK 139 | 93 122 | 118
24303028B H44010156 H4401150101 32x2440x12000 1 7,355 L 180 | 208 | 854 | 200 | 83 34 60 10 2 470 9 30 20 | 303 [480 | 26 |0.63 | OK 139 | 93 122 | 118
24303028B H44010156 H4401150201 32x2440x12000 1 7,355 L 180 | 208 | 854 | 200 | 83 34 60 10 2 470 9 30 20 | 303 [480 | 26 |0.63 | OK 139 | 93 122 | 118
24402076D H44020113 H4402101101 25x2440x12000 1 5,746 L 171 | 193 | 846 | 160 | 63 34 86 20 1 1080 6 20 30 | 350 [495 | 25 |0.71 | K 174 | 184 | 177 | 178
24402076D H44020113 H4402101102 25x2440x12000 1 5,746 L 171 | 193 | 846 | 160 63 34 86 20 1 1080 6 20 30 350 | 495 25 0.71 | &K 174 | 184 | 177 | 178
24402076D H44020113 H4402101201 25x2440x12000 1 5,746 L 171 | 193 | 846 | 160 | 63 34 86 20 1 1080 6 20 30 | 350 [495 | 25 |0.71 | K 174 | 184 | 177 | 178
24104683D H44020116 H4402106201 20x2440x12000 1 4,597 L 178 | 212 | 882 | 250 | 211 34 58 10 1 390 6 30 10 317 | 488 28 0.65 | OK 139 | 119 | 123 | 127
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LO 0000 SMELTING COMPOSITION BOA04=YIELD STRENGTH RATIO
000 O (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCO O 0 O IMPACTTESTO 200 O O O LONGITUDINALO AOCO1=IMPACT TEST A
0 0 CLOSE TO SURFACED O O SIZE10*10*55 A0C012=IMPACT TEST B
oo BOAOL=YIELD STRENGTH A0CO013=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0C02=IMPACT AVERAGE
NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR M';'FRAEELTJ‘;GREEL
_‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMVENT
P2 ";l'
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