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CERTIFICATE

good CUMICT] STEEL] USAT ING gooooooog
PURCHASER General carbon structural steel
pbooo CUMICL STEELLT USATT INC YGCAZANN250983002-01
CONSIGNEE
00 (AR) uoon 20251026
Dooo/oo ASTM A36/A36M;ASTM A36 DATEOFISSUE
SPEC/GRADE
251026200226 noogo 0
GUARANTEE ORNOT YES
o o
TRAINNO.
B B B B B A A A A
D D D D 0AO01 [0A02 |0A03|0A04|0B01|0C01/0C012/0C013|0C02
0o 0o - CHEMICAL ANALYSIS % 0o|o|oolo |0 |oolooloo|oo
oo oo ooo oo 0 o|lolo|o|lo|lo|o|o|o
MM g|c|si|m]e s lev|co M| Vv | Njco | W |TW|0O|D|O0|0|0|D0|0|0]DO
WEIGHT O|o|o O|A| B | C|Ae
HEATNO. | LOTNO. PLATENO. DIMENSION qQry B o
9 AA -3 -3 -3 -4 -4 -2 -3 -4 -3 -4 -3 -4 -4l MPa | MPa | % d=3a
1010 k10 k10 k1010 K10 K10 K10 K10 k10 K10 K10 R T I
Rp0.2| Rm | BS 180°
25119721A S5A240126 S5A24111101 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24111102 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 | 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24111201 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24111202 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 | 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24111302 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112101 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 | 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112102 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112201 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 | 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112202 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112301 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 | 452 | 23 |0.77 | K 87 83 86 85
25119721A S5A240126 S5A24112302 6x2440x6000 1 690 L 131 | 163 | 838 | 240 | 139 | 29 103 | 20 1 330 10 30 30 | 348 [ 452 | 23 |0.77 | K 87 83 86 85
25119727A S5A240127 S5A24113101 6x2440x6000 1 690 L 128 | 161 | 823 | 220 | 133 | 29 102 | 30 1 380 | 12 30 30 | 339 |465 | 24 |0.73 | K 100 | 88 81 90
OO (ToTALO | 12 8,280
LO 0000 SMELTING COMPOSITION BOA04=YIELD STRENGTH RATIO
000 O (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCO O 0 O IMPACTTESTO 200 O O O LONGITUDINALO AOCO1=IMPACT TEST A
0 O CLOSE TO SURFACED O O SIZE10*5*55 A0C012=IMPACT TEST B
oo BOAOL=YIELD STRENGTH A0CO013=IMPACT TEST C
BOAO2=TENSILE STRENGTH A0C02=IMPACT AVERAGE
NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
0000000000000000000000000000000000000000000000 o000

WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THEREQUIR

EMENTS OF THE ABOVE MATERIAL SPECIFICATION Both BOTH VISUAL AND DIMENSIONAL INSPECTION MEET THE STANDARD REQUIREMENTS
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