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24310370C 24X2991 241.4794001 20x2000x12000 1 3,768 L 179| 199| 828 | 190 | 91 33 59 10 1 180| 15 20 20 | 285 | 485 |26.5|0.59 | K 109 | 125|109 | 114
24310370C 24X 2991 2414794002 20x2000x12000 1 3,768 L 179 199| 828| 190 | 91 33 59 10 1 180| 15 20 20 | 285 | 485 |26.5(0.59 | OK | 109 125|109 | 114
24120575C 24X2974 241.4827013 16x2440x12000 1 3,678 L 179 | 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 XK 135|117 | 103|118
24120575C 24X2974 241.4827014 16x2440x12000 1 3,678 L 179| 202 | 827 | 230| 97 33 58 30 1 170| 14 20 20 | 298 | 489 | 27 |0.61 K 135|117 | 103|118
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L: Y& SVELTING COMPOSTION BOAO4=YIELD STRENGTH RATIO
hI{4REE(GAUGE LENGTH) Lo=200mm BOBO1=BENDTEST
ACCHZEIRIAIMPACTTEST: 20C, #AELONGITUDINAL, AQCO1=IMPACT TEST A
% CLOSE TO SURFACE, R~TSIZE10%10%55 AOCO12=IMPACT TEST B
T BOAOI=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAC=TENSLE STRENGTH AQCO2=IMPACT AVERAGE
NOTES BOAGB=PRECENTAGE ELONGATION AFTERFRACTURE
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