Contract No.

2240600847
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Customer HYUNDAI CORPORATION STEEL [ﬂ%ﬁé&
PO No. F240600079 INSPECTION CERTIFICATE WWW.HYUNDAI-STEELCOM PAGE. _ [1/1]
Factory 63, Jungbong-Daero, Dong-gu, Incheon, S. Korea
L/C No. L0696240600510 EN 10204(2004) TYPE 3.1 =
Certificate No. |IH20240600111-1
Commodity H-BEAM i corits NG
Specification ASTM AS572 G50/A992/CSA G4021-13 S50WM(345WM) lssue date 2024-07-01
Impact Test(L
Chemical Composition Tensile Test | Yield |geyni— e L Raraid o
Quantity Weight Ratio | yper | V-Notch . of
Dimensions Length | Heat No. T e m (Impact Specimen | Melt
(PCS) k) [ c[si[mMn][P[scu[Ni Mo[cr[A[ vV No|[NJcem [ | [Jmds |, ®we AVG| 1 2 | 3 Size) Four
x100 %1000 | x100 x1000 | *Im N/mm2 | % | - . -
10X5-3/4%22 12.00 M | D 182555 10 393 17 |17 | es | 28| a |28 |11 | 2 |18 4 | 2 |19]126] 34 ol ekl Kot Kty KOR
10X5-3/4%22 12.00 M | D 182556 20 7860] 16 | 13 | 61 |26 | 10|24 | 9 | 2 |19 3 | 1 [ 15 [122] 33 Ll el B4 1914 KOR
10X5-3/4X26 12.00 M | D 182442 15 6960 17 [ 14 | 62| 23| 5 |2s |11 | 3|21 ] 3| 2 |15 |128] 35 A ol Ead 1Ol KOR
10X5-3/4X30 600 M | D 182559 42| 1256|1614 |61 | 23| 5 |24 |8 |2 |2]| 3|2 |15]093]33 et el o bR KOR
10X5-3/4X30 12.00 M | D 182559 30| 16080| 16| 14|61 |23 | 5 |24 8|2 21| 3|2 [15]93]33 Lieg g 2 b KOR
TOTAL 117 46,086 zzss== EN D =s====
H"?"a d Poured in Republic of
(1) Ceq: (CE=C+(Cr+V+Mo)/5+(Cu+Ni)/15+Mn/6) elted and Poured in Republic of Korea
Country of Produce and Process - Republic of Karea
(2) Gauge length : 200 mm HSCOBEM Section) - 721633 .
(3 YR =Y5/TS
2 A1 5
WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE & /ﬂ
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER.
General Manager of Q.A Team
This test report can be verified the authenticity to scan the top-right QR code via 'Qreal’ mobile app. 2024.07.01,10:37:49 9201675 HMS 1 102(A)-3a  A4(210x297)
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