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RIZHAO STEEL YINGKOU MEDIUM PLATE CO.,LTD.

50B000000000/150s INSPECTION CERTIFICATE

Yejinstreet,Laobiandistrict,Yingkou,Liaoning,P.R.China/115005
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PURCHASER % .-r:ﬁ-. High strength low alloy structural steel
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HEATNO. LOTNO. PLATENO. DIMENSION qQry K 0
9 AA -2 -2 2 3 -4 -3 3 -2 -3 -4 -3 -4 3 -4l MPa | MPa | %
10410 k10 410 K10 }10K10p10k10}K10Kk10 K10 K10410
Rp0.2| Rm | B5
24111899A 2474921 24G6530008 25x2440x12000 1 5,746 L 16 24 150 | 19 44 28 24 42 8 70 29 30 2 110387 | 569 | 21
00 (TOTALO 1 5,746
LO 0000 SMELTING COMPOSITION
0 0 00 (GAUGE LENGTH) Lo=200 mm
AOA01=YIELD STRENGTH
AOA02=TENSILE STRENGTH
oo AOA03=PRECENTAGE ELONGATION AFTER FRACTURE
NOTES
According to EN 10204 3.1
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR M';'FRAEELTJ(;GRE;L
_‘ ‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMENT
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