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Angang Steel Company Limited
INSPECTION CERTIFICATE

HaE BRI PR/ B8R & B B AR 55004 v y FRE 1 W # 1 W
Manufacturer: Bayuquan Heavy Plate Plant 5500 Line of AnSteel
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Buyer BNEAEREFE AR Product HER Comtract No. €2420062004 Cortificate Mo, | 12402100007
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Specification ASTM A36/A36M License No.
MRS pazq=t ] ITEAR BRES
Grade A36 Date of Delivery 20240210 Weight Mode Theory
B - - i - 5 LB 4> Chemical Composition (%) A%Bend
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,\E Pack f\?o. Heat l\?o. Dimensions mm. Wﬁght Pes. | g C Si Mn P S Cev ﬁ’@%ﬂﬁ o= 180 ° wHits
10 2| 10 2|10 2|10 3|10 3|10 -2 b d=3a Batch No.
1 | B42080021000 24MD0865 25+2000x12000 4710 1 0 15 21 91 17 16 31 T111 33 4P6006085600
2 | B42080022000 24MD0865 25+2000%12000 4710 1 0 15 21 91 17 16 31 T111 1% 4P6006085600
&itTotal 9420 2
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*2 % " % *2 *2 1 2 3 Ave
MPa | MPa 1 2 3 Ave 1 2 3 Ave %
1 | B42080021000 | T134 | 279 448 32 0.62 4P1014817400 T216 | 20 68 68 38 58 4P7013325100
2 B42080022000 | T134 | 279 448 32 0.62 4P1014817400 T216 | 20 68 68 38 58 4P7013325100
FHENDT #r/E&Standard ¢ 2R FClass : 48R Result : I
*1{16})52&3‘ 043RS Heat Analysis. 1 F‘uué}#ﬁProduct /—\naly5|s *21ft’f¥?”1_ REERIE-T: 3L EBHead, B:2ERTail + AW Ty - 14815 Transverse, 2:4\[@Longitudinal, 3:7[8 + BUREAIE - 14k T 1/4, 2:4R A + E};%j‘ir:ﬂf 5-
R . RE F2mm, 3, FJ’X‘ CEEL2. 5. RE—ALEE. 6. FE MINTF2mm, 7. BELS + AR X4 -0:3 E7Delivery Condition. 1ASHIESE PWHT, 2.8 KIEHlIE/EH, DR HAEE Min PWHT,
Notes
1. CEV=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15,
#ix
Remarks IRTZNFIESEEAARNERFNTE, EEETEERETHKIRARITESBH. The above elements only list the intentionally added elements that participate in the composite formula, bl alculated according to the formula.
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Description We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with requirements of the above material specification. If you have any questions;
contact our company. ,z.f




