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Maanshan Iron & Steel Ltd.
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INSPECTION CERTIFICATE

ACCORDING TO EN 10204 3.1

No. 8 Jiuhua Xi Road,Maanshan City,
Anhui Province .P.R.China

Postcode:243000, Tel:400-680-1166
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Product name Certificate No.
- 5
Steel Grade. MC3458 Train No
I NP o=
. Bt W10Xx 49 - H'ﬁi PT2L132004/BM-02-19
Size (mm) Contract No.
ZHBRE | ASTMAST2/A572M-18 ASTMA992/A992M-11 R 2026-04-29
Specification Date of delivery
LHIRE
Delivery +AR
Condition
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Date Rolling Batch No. HEAT No. Length (mm) Pieces Weight (t)
2026-04-29 126031209 A26301702 12000. 000 32 28.032
“it Total 32 28.032

—., W (%) chemical composition

Kt clo. 20 Sil0. 32 Mn| 1. 18 Pl0.021 sl0. 021 cul0. 01 Ni|0. 01 crl0.03 v10.023
Smelting v 10,001 Mo 0. 00 sn0.00 €01/0. 41

. J1%HERE mechanical properties

126031209 s . .
H b f#Conventional stretching (b5#fGauge length: 200mm)
JE R SER,,, (MPa) yield strength 395
PidrsiERm (MPa) tensile strength 563
JE#ELL yield to tensile ratio 0.70
K3 (%) percentage elongation 25.5
A3 CO1=CHin/6+ (CrMo+V) /5+ (Ni+Cu) /15
REMARKS ; .
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NOTES Surface quality and Dimension of the Rolling Batch Number in this Certificate are qualified.
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SURVEYOR TO plains: . o . QUALITY MANAGER [{PT —
1. The duplicate should not be equally authentic as the original inspection [ ﬂﬁ
certificate’s. ﬁji B{:g}
2. The steel grade is subject to the inspection certificate’s. (ZT-D117)




