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Factory 63, Jungbong-Daero, Dong-gu, Incheon, 5. Korea 

L/C No. L0696240600491 
Certificate No. IH20240600094-1 

Commodity H-BEAM Clase cerlifiote No. 

Specification ASTM A572 G50/A992/CSA G4021-13 5OWM(3451NM) Issue date 2024 07-01 
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(1) Ceq: (CE=C+(Cr-i-V+Mo)/5+(Cu-kNi)/15-1-Mn/6) 
(2) Gauge length : 200 mm 
(3) Y.R = Y.S/T.S 

Note 
Melted and Poured in Republic of Korea  
Country of Produce and Procese - Republic of 'Carea 
1-15CODE(H Section) : 7216.33 

WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE 
ABOVE SPECIFICATION ANO ALSO WITH THE REQUIREMENTS CALLED FOR THE ABOVE ORDER. 
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General Manager of Q.A Team 

This test report can be verified the authenticity to scan the top-right QR code via 'Orear mobile a pp. 	 2024.07.01.10:09:45 
	

9201675 
	

HMS 11021A)-3a 44(210x297) 

Afal .11*, 9Ellx111 	2112£ PaitFAI 71 8/1 q 921)02-772-2125 


