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INSPECTION CERTIFICATE
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WEIGHT
HEATNO. | LOTNO. PLATENO. | SECTION DIMENSION qQry . Do j0lAlBC|Ae
NO. 9 3| 2| s 3| 3| 3| 4| 4| -4 3| 3| 4| -3lmpa|MPa| %
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24105855A S44220219 S4422279101 10x2440x12000 1 2,298 165 | 22 603 | 22 4 26 140 | 20 340 | 64 6 10 266 | 319 | 451 | 34 124 | 109 | 117 | 117
24105855A S44220219 S4422279201 10x2440x12000 1 2,298 165 | 22 603 22 4 26 140 | 20 340 64 6 10 266 | 319 | 451 34 124 | 109 | 117 | 117
24105855A S44220219 S4422279301 10x2440x12000 1 2,298 165 | 22 603 | 22 4 26 140 | 20 340 | 64 6 10 266 | 319 | 451 | 34 124 | 109 | 117 | 117
24105855A S44220219 S4422280101 10x2440x12000 1 2,298 165 | 22 603 22 4 26 140 | 20 340 64 6 10 266 | 319 | 451 34 124 | 109 | 117 | 117
24105855A S44220219 S4422280201 10x2440x12000 1 2,298 165 | 22 603 | 22 4 26 140 | 20 340 | 64 6 10 266 | 319 | 451 | 34 124 | 109 | 117 | 117
24105855A S44220219 S4422280301 10x2440x12000 1 2,298 165 | 22 603 22 4 26 140 | 20 340 64 6 10 266 | 319 | 451 34 124 | 109 | 117 | 117
0O (TOTALO 6 13,788
LO O 000 SMELTING COMPOSITION BOA03=PRECENTAGE ELONGATION AFTER FRACTURE
000 0O (GAUGE LENGTH) Lo=5.65V SO mm AO0CO01=IMPACT TEST A
AOCO O 0O O IMPACTTESTO 00 O O O LONGITUDINALO O A0C012=IMPACT TEST B
oad [0 CLOSE TO SURFACE[D O O SIZE10*7.5*55 A0C013=IMPACT TEST C
CeqA=C+Mn/6 A0C02=IMPACT AVERAGE
NOTES BOAO1=YIELD STRENGTH
BOAO02=TENSILE STRENGTH
According to EN 10204 3.2
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We hereby certify, that the material has been made by an approved process and satisfactorily tested DIRECTOR OF oo
in accordance with the Rules of Lloyd’ s Register. METALLURGICAL
DEPARTMENT SURVEYOR
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