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INSPECTION CERTIFICATE
ACCORDING TO EN 10204 3.1

Anhui Province

Postcode:243003,

A GBI WHKTERESS  #E4§243000
No.8 Jiuhua Xi Road, Maanshan City,
.P.R.China

Tel:400-680-1166
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i FAAELAE4M NEWLY HOT ROLLED STEEL CHANNEL . QEAQTﬂ N BAANP2604290666700
Product name Certificate No.
i Eg
Steel Grade. A6 Train No
Bl PNEP =]
. R UPN120 a S PT21.133004/BM-02-20
Size (mm) Contract No.
. . N LRRAS
5 kT % i 2L DTN
X.J\.*T/E‘E. ASTM A36/A36M-14 EN 10279:2000 EXH ﬁ 2026-04-29 Delivery +AR
Specification Date of delivery Condition
H39 FLHHL S 3 K S % i
Date Rolling Batch No. HEAT No. Length (mm) Pieces Bundles Weight (t)
2026-04-29 326030720 A26201908 12000. 000 192 6 30. 876
il Total 192 6 30. 876
—. tE 4 (%) chemical composition
3 }’éﬁ? Cl0.17 Sil0.19 Mn|0. 57 P[0. 027 S10.019
Smelting
. J1% MRS mechanical properties
326030720 HRL A (Conv'entional (b5FE (Gauge length) :200mm)
stretching)
JEIRGERER,, (MPa) yield strength 351
FifismZRm (MPa) tensile strength 470
fiK:Z (%) percentage elongation 26.5
HIE P
REMARKS Rel*5 = FUVS
TERE BEBIEF Frs it 5 AME RS MR 5 a5
NOTES Surface quality and Dimension of the Rolling Batch Number in this Certificate are qualified.
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Explains:

1. The duplicate should not be equally authentic as the original inspection
certificate’s.

2. The steel grade is subject to the inspection certificate’s.
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