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24311240C S4C080034 S4C 08038101 10x2440x12000 1 2,298 L 146 | 157 | 848 | 260| 169 | 30 55 30 1 170| 13 20 20 | 301 | 461 27 |0.65 | K 146 | 144 | 106 | 132
24311240C S4C 080034 S4C 08038201 10x2440x12000 1 2,298 L 146 | 157 | 848| 260| 169| 30 55 30 1 170 13 20 20 | 301 | 461 27 |0.65| OK | 146 | 144|106 | 132
24311240C S4C080034 S4C 08038301 10x2440x12000 1 2,298 L 146 | 157 | 848 | 260| 169 | 30 55 30 1 170| 13 20 20 | 301 | 461 27 |0.65 | K 146 | 144 | 106 | 132
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L: Y& SVELTING COMPOSTION BOAO4=YIELD STRENGTH RATIO
hI{4REE(GAUGE LENGTH) Lo=200mm BOBO1=BENDTEST
ACCHZEIRIAIMPACTTEST: 20C, #AELONGITUDINAL, AQCO1=IMPACT TEST A
% CLOSE TO SURFACE, R~TSIZE10%7.5%55 AOCO12=IMPACT TEST B
T BOAOI=YIELD STRENGTH AOCO13=IMPACT TEST C
BOAC=TENSLE STRENGTH AQCO2=IMPACT AVERAGE
NOTES BOAGB=PRECENTAGE ELONGATION AFTERFRACTURE
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