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2A206820A S48190006 ’ S1818435101 10x2440x12000 1 2,298 N 145 . 160 848 140 87 29 | 19 10 1 110 ] 20 20 1306 450 127 5 0.68 (K 140 145 147 144
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L: %1%} SMELTING COMPOSITION BOAO4=YIELD STRENGTH RATIO
Fi bR (GAUGE LENGTH) Lo=200 mm BOBO1=BENDTEST
AOCH T BUSEIMPACTTEST: 20C, ZANLONGITUDINAL, AUCOI=IMPACT TEST A
Ui 4 CLOSE TO SURFACE, ). Jsm:w 7.5%55 A0C012=IMPACT TEST B
TR BOAO1=YIELD STRENGTH AO0C013=IMPACT TEST C
BOA02=TENSILE STRENGTH AUC02=IMPACT AVERAGE
NOTES BUAO3=PRECENTAGE ELONGATION AFTER FRACTURE
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