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PURCHASER 
,. . General carbon structural steel 

CONSIGNEE  HYUNDAICORPORAITON ;, 
TN 

YGR1ZANN24O583008-01 

MI L(AR) 20240606 
ASTM A36/A36M ASTM A36 DATEOFISSUE 
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24304698C 2460696 24F0798003 12x2440x12000 1 2,750 L 146 162 043 190 93 31 95 40 1 440 12 30 20 290 447 27 0.67 Cl( 206 161 162 170 

24394680C 2466696 24F0708004 12x2440x15000 1 2,758 L 046 162 843 190 93 31 05 40 1 440 12 30 20 290 447 27 0.67 ( 206 161 162 170 

24304668C 2460606 24F0798005 12x2140x12000 1 2,750 L 140 102 843 190 93 31 05 40 1 440 12 30 20 298 447 27 0.67 ( 266 161 162 170 

tt(TDTAL): 3 8,274 

L: !SMELTING COMPOSITION ! BOA04=YIELD STRENGTH RATIO 
1.1111Eli(GAUGE LENGTH) Lo=200 mm ! B01301=13ENDTEST 

A0C4jEllsi1MPACTrEST: 20'C, 901LONGITUDINAL, !A0C01=IMPACT TEST A 
CLOSE TO SURFACE, )tSIZE10i10*55 ! A00012=IMPACT TEST B 

B0A01=YIELD STRENGTH ! A0C013=IMPACT TEST C 
BOA02=TENSILE STRENGTH ! A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According to EN 10204 3.1 
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WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR DIRECTOR OF 

EMENTS OF THE ABOVE MATERIAL SPECIFICATION 
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