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INSPECTION CERTIFICATE 
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HYUNDAICORPORATEON MÁ 
PURCHASER 

_ 
General carbon structural steel 

CONSIGNEE HY1-INDAICORPORA11ON YGR1ZANN240583008-01 

L(AR) 20240704 
ASTM A36/A36M;ASTM A36 qWVF DATE OF ISSUE 

CA 
240704Z00367 

SPEC/GRADE 1 
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24301243C 2461725 24F11957001 38x2900x121100 1 7,159 L 078 200 018 110 56 33 53 10 0 180 6 29 20 297 470 21 0.63 ( 183 167 170 173 

E'4t(FOTAL): 1 7,019 

L !JJE' SMELTING COMPOSITION ! BOA04=YIELD STRENGTH RATIO 
EJEt4IjLtE(GAUGE LENGTH) Lo=200 mm ! B0B01=13ENDTEST 
A0ctEiIMPACTFEST: 20 U, EkÍ3LONGITUDINAL, !A0001=IMPACT TEST A 
JJEJE CLOSE TO SURFACE, JE<tSIZE 10*10*S5 ! A00012=IMPACT TEST B 
BOA01=YIELD STRENGTH ! A00013=IMPACT TEST C 
BOAOZ=TENSILE STRENGTH ! A00O2=IMPACT AVERAGE 

NOTES BOA03=PRECENTAGE ELONGATION AFTER FRACTURE 

According tú EN 10204 3.1 

tEJE , ! 4<JEEEt). 
WE HEREBY CERTIFYTHAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR 
EMENTS OF THE ABOVE MATERIAL SPECIFICATION 
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