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INSPECTION CERTIFICATE

oooo SAMSUNG C&T CORPORATION .::}EE i gooooooo
PURCHASER
Aa _‘,.ﬁ:&,_ General carbon structural steel
pbooo SAMSUNG C&T CORPORATION YGR1ZANN240283009-01
CONSIGNEE
00 (AR) nDoon 20240324
oooo/mo ASTM A36/A36M; ASTM A36 DATE OF ISSUE
SPEC/GRADE
240324700493
o o
TRAINNO.
C C C C B A A A A
D D D D 0A01 [0A02|0A03|0A04 |0B01|0C01/0C0120C013/0C02
oo oo 5 CHEMICAL ANALYSIS % o |o|oolo|o|ooloo|ooloo
oo oo ooo oo 0 o|o0D|o0|0o|Oo|O0|0|0|DO
MM g|c|si|m]e s lev|co [M| Vv [N |law]|DO|O|DOD|DO|D0|0|D0 |00
WEIGHT O|o|o O|A|B | C|Awe
HEATNO. LOTNO. PLATENO. DIMENSION Qry K 0
9 AA -3 -3 -3 -4 -4 -2 -3 -4 -3 -4 3| MPa | MPa | % d=3a
1010 k10 k10 K10 k10 K10 K10 k10 k10 K10 'R
Rp0.2| Rm | B2 180°
24401713B H43210072 H4320503101 75x2000x6000 1 7,065 L 179 | 191 | 906 | 170 | 58 34 52 20 1 410 5 350 [ 512 |30.5|0.68 | OK 204 | 220 | 218 | 214
24401713B H43210072 H4320503102 75x2000x6000 1 7,065 L 179 | 191 | 906 | 170 58 34 52 20 1 410 5 350 [ 512 |30.5|0.68 | OK 204 | 220 | 218 | 214
24401713B H43210072 H4320503103 75x2000x6000 1 7,065 L 179 | 191 | 906 | 170 | 58 34 52 20 1 410 5 350 [ 512 |30.5|0.68 | OK 204 | 220 | 218 | 214
00 (TOTALD 3 21,195
LO 0000 SMELTING COMPOSITION CO0A04=YIELD STRENGTH RATIO
0 000 (GAUGE LENGTH) Lo=50 mm BOBO1=BENDTEST
AOCO O 0 O IMPACTTESTO 200 O O O LONGITUDINALO AOCO1=IMPACT TEST A
1/40 0 1/4 LOCATIONDO O O SIZE10*10%55 A0C012=IMPACT TEST B
oo COAO01=YIELD STRENGTH A0C013=IMPACT TEST C
COA02=TENSILE STRENGTH A0C02=IMPACT AVERAGE
NOTES COA03=PRECENTAGE ELONGATION AFTER FRACTURE
According to EN 10204 3.1
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WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HAS MANUFACTURED AND TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIR M';'FRAEELTJ(;GREKL
_‘ EMENTS OF THE ABOVE MATERIAL SPECIFICATION DEPARTMVENT
P2 ";l'
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